
Disclosed is a glass substrate which is used for an information recording
medium and allows a low GA value to be acquired, wherein the arithmetic
average waviness (Wa) of the surface is less than 0.6 nm, and the root mean
square height (Rq) for micro waviness in the radial directions in the range
where the measurement wavelength is between 80 m to 120 m inclusive is less
than 0.01 nm. 


