
A method of treating polyolefin comprises (i) a  ligand-decomposition step
of contacting polyolefin, which  is obtained by the use of a transition
metal compound  containing ligands having cyclopentadienyl skeleton, with a
ligand decomposer, such as water, oxygen, alcohol, alkylene  oxide or
peroxide, to decompose the ligands contained in  the polyolefin, and (ii) a
ligand-removal step of heating  the polyolefin contacted with the ligand
decomposer to  remove the decomposed ligands from the polyolefin.
According to this method, the residual ligands having  cyclopentadienyl
skeleton, which are contained in the  polyolefin produced by the use of a
transition metal  compound containing ligands having cyclopentadienyl
skeleton, are decomposed and removed from the polyolefin,  whereby
polyolefin diminished in odor development in the  molding process can be
obtained.    


