
Methods of etching into silicon oxide-containing
material with an etching ambient having at least 75
volume percent helium. The etching ambient may also
include carbon monoxide, O2 and one or more
fluorocarbons. The openings formed in the silicon
oxide-containing material may be utilized for
fabrication of container capacitors, and such
capacitors may be incorporated into DRAM.  


