
A sealing component (106) includes an elastomeric material (302). An
exterior side surface (304) of the elastomeric material is to define at
least a first seal (306, 308) with a first external mating member (104)
into which the sealing component 



is insertable. An interior surface (320) of the elastomeric material is to
define a second seal (324) and a third seal (322) with a second external
mating member (110) insertable into the sealing component. 


