Ethylene Oligomer Product K Value

Ethylene Oligomer Product K Value

0.70

0.70 [
0.68
0.66
0.64
0.62
0.60
0.58

0.56

172

FIGURE 1

Al:Fe Molar Ratio versus K Value (at Al:Fe Molar Ratio of approx. 1000)
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FIGURE 2

Al:Fe Molar Ratio versus K Value at [Al] ranging from 27 ppm to 30 ppm
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FIGURE 3
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