
A titanium nitride film is annealed at a temperature less than 500 [err]C
by subjecting said titanium nitride film to an RF created plasma generated
from a nitrogen-containing gas in a rotating suseaptor reactor. The formed
film is comparable to a thin film annealed at significantly higher
temperatures,  making this process useful for integrated circuits
containing aluminum elements.    


