
A metal hydride compacted electrode for use in an alkaline cell includes a
generally smooth substrate which has been modified to form an irregularly
surfaced conductive bonding layer, and an adhered layer of
electrochemically active hydrogen storage alloy material pressed against
the modified substrate, a process for the production of such an electrode
and the use of the electrode in an electrochemical cell.    


