
A  microveneer  decorative  laminate  with  wear resistant surface is made
by limiting the flow of melamine  resin  through  the  decorative  paper.
The microveneer decorative laminate includes a decorative layer, a resin
impregnated glueable backing not requiring sanding prior to glueing, and
optionally one or more resin impregnated core layers, and also optionally,
one or more resin impregnated overlay sheets.    


