
A paint composition comprising an anionically stabilized latex polymer, a
water- soluble or water-dispersible polymer formed from a mixture of
monomers containing at least 20% by weight of amine functional
group-containing monomer, a sufficient amount of volatile base to raise the
pH of the composition to the point where essentially all polyfunctional
amines will be in nonionic state, and pigment, wherein the paint
composition has PVC of 30 or less and total solids concentration of 40 -
80% by weight.    


