5 A reinforced concrete nodul e for assenbly in a structure

containing a plurality of nodules is provi ded, the nodul e conprising
two side walls joined toget her by a base and a ceiling, wherein the
si de wal I s of the nodul e conprise 2bwer external portions 10  which
taper inwardly towards the base so as to allow concrete to enter the
t aper regions when concrete is pﬂhEEHEE&tween adj acent nodul es during
assenbl y. (Figure 1A) - T

o Module

) 5 A reinforced concrete module for assembly in a

structure containing a plurality of modules is
provided, the module comprising two side walls joined
together by a base and a ceiling, wherein the side
walls of the module comprise lower external portions
10 which taper inwardly towards the base so as to allow
concrete to enter the taper regions' when concrete is
poured between adjacent modules during assembly.

’ (Figure 1A)



