There is provided a dental prinmer conposition capabl e of obtaining high
adhesi te strength to both 5 dentin and enanel, as a pretreatnent nateri al
fror a chem cally pol ynerizabl e adhesive. This conposition is a '
‘dental prinmer conposition conprising a polynerizable nononer cont ai ni ng
an acidic group, water, aryl borate - 3@and transition netal conpound. 10

Abstract

There is provided a dental primer composition
capable of obtaining high adhesive strength to both
5 dentin and enamel, as a pretreatment material for a
chemically polymerizable adhesive. This composition is a
. dental primer composition comprising a polymerizable
monomer containing an acidic group, water, aryl borate

and transition metal compound.
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