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ANTIFOULING COATING COMPOSITION, ANTIFOULING COATING FILM AND 

ANTIFOULING SUBSTRATE, AND METHOD FOR PRODUCING ANTIFOULING 

SUBSTRATE 

ABSTRACT 

The antifouling coating composition according to the 

present invention includes a silylacrylic copolymer including a 

structural unit (1) derived from triisopropylsilyl methacrylate 

(i) , a structural unit (2) derived from triisopropylsilyl acrylate 

(ii) and a structural unit (3) derived from a polymerizable monomer 

having a polymerizable double bond (iii) , which excludes the above 

(i) and (ii), the silylacrylic copolymer satisfies specific 

requirements. Thus, an antifouling coating composition that is 

excellent in long-term storage stability and gives a coating film 

excellent in long-term antifouling properties and long-term water 

resistance can be provided. 

(No Suitable Figure) 


