
The invention concerns a textile complex comprising a
first textile layer, a second textile layer and a
substrate combining together said textile layers, said
substrate including a third textile layer on each of
the sides of which a hot melt product matrix is
coated, said substrate being interposed between the
first and second textile layers such that, by
laminating respectively one side of said textile
layers on a hot melt product matrix, the first and
second textile layers are combined together. 


