
A composition is provided comprising (a) a cycloaliphatic epoxy resin and
(b) an effective amount of a curing agent comprising an adduct of a
cycloaliphatic di- or polyglycidyl ether and a norbomane diamine.  The
combination of the cycloaliphatic epoxy resin and the adduct curing agent
provides a film-forming composition which exhibits good UV resistance and
ambient cure.    


