
Provided is an absorbent article including an absorbent layer and a top
sheet having a number of perforations and disposed on a body facing surface
of the absorbent layer. The top sheet is made of a multi-layered resin film
having at least two resin layers composing of an outer resin layer exposed
outside the body facing surface and at least one inner resin layer disposed
nearer to the absorbent layer than the outer resin layer thereto. At least,
the outer resin layer contains a particulate material having a mean
particle size of from 2 [err]m to 20 [err]m, and the inner resin layer has
the resin density smaller than that of the outer resin layer.    


