
The invention provides low molecular weight polyesters and polyamides
useful for flushing wet pigments and manufacturing color concentrates. More
specifically, the compositions of the invention are effective for flushing
wet pigments, producing pigment dispersions and then producing colored
polymers with the pigment dispersions.    


