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POSITION A FIRST COMPONENT AND SECOND
COMPONENT TO DEFINE JOINT REGION

'
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DISPOSE PRE-SINTERED PREFORM BRAZE
MATERIAL IN JOINT REGION
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HEAT PRE-SINTERED PREFORM BRAZE
MATERIAL TO MELT PRE-SINTERED PREFORM
BRAZE MATERIAL

l
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COOL PRE-SINTERED PREFORM BRAZE
MATERIAL TO FORM SOLID AND JOIN FIRST
COMPONENT AND SECOND COMPONENT
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