
Internal surfaces of a vacuum chamber are coated with a metal or metal
oxide to reduce pump       down time and base pressure. The metal is
sputter deposited within a partially assembled chamber from a target which
comprises the metal. The chamber is then configured to process a substrate
such       as a silicon wafer.    


