
A lightsensitive positive photoresist composition containing a film forming
resin, a photoactive compound, a solvent, and an arylhydrazo dye. The dyed
photoresist reduces the linewidth variation of the resist pattern on a
reflective substrate while giving good lithographic performance.    


