
A thermoplastic resin composition includes a rubber modified thermoplastic
resin and from 2 parts by weight to 20 parts by weight of a fluoropolymer,
based on 100 parts by weight of the resin composition, imparts a high
tensile modulus, ductility and a low friction surface to articles molded
therefrom.    


