
In order to enable stacking of sheets with no  misregistration of internal
electrodes for obtaining a  layered product (12) for defining a multilayer
ceramic  capacitor, a frame (7) is employed to stack sheets (9)  being
supported by a carrier film (3) in the frame (7) on  the basis of transfer
and to pressurize the sheets (9) in  the frame (7).  At this time, the
sheets (9) to be stacked  are obtained by cutting a ceramic green sheet (5)
which is  supported by the carrier film (3)., and this ceramic green  sheet
(5) may be cut along inner edges of the frame (7).    


