
A disposable absorbent undergarment includes a liuqid- permeable topsheet,
a liquid-impermeable backsheet and a absorbent core disposed therebetween.
The backsheet consists of a breathable plastic film and a breathable
fibrous sheet integrally laminated with an outer surface of the breathable
plastic film. The breathable fibrous sheet consists of at least a first
component layer and a second component layer being in contact with the
first component layer. The first component layer has a wettability with
body fluids higher than that of the second component layer.    


