
(57) Abstract: The composition comprises a mixture of at least one ABS
and/or ASa copolymer and an SAN copolymer having   an acrylonitrile
concentration of at least 43% by weight, and the quantity of SAN copolymer
in the mixture is such that the total a crylonitrile concentration in the
mixture is at least 30% by weight when the mixture contains only an ABS
copolymer and at least 28% when the mixture cotains an ASA copolymer alone
or combined with an ABS copolymer. Application to the manufacture of molded
objects.    


