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However, the presence of the organic solvent can limit the use of the water-insoluble
3-isothiazolone in certain aqueous systems or in systems where the large amount of
~ the organic solvent usually used can cause problems, such as in latices.

One way to formulate water-isoluble compounds so they are compatible with
aqueous systems has been to use emulsions or microemulsions. Emulsions have
large particles of non-uniform size. Emulsions also suffer from being
thermodynamically unstable, in that they phase separate over time. This tendency to
phase separate limits their usefulness. Microemulsions have certain advantages over
emulsions in that the particle size is much smaller and uniform in size, and the
microemulsions are much more stable toward phase separation, i.e., they are
thermodynamically stable.

U.S. Pat. Application Serial Number 08/255,503 discloses microemulsions of
organic wood preservative compounds having reduced leaching of the wood
preservative compound from the treated wood. The suitable surfactants in that

. invention were one or more of sulfated anionics, sulfonated anionics, sulfosuccinated
anionics, quaternary ammonium cationics, and amphoterics. Solvents for the wood
preservative compound were required in that invention when the melting point of
the wood preservative compound was greater than 25° C, but optional when the
melting point was below 25° C. One of the wood preservative compounds in that
invention was 2-n-octyl-3-isothiazolone. Non-ionic surfactants, such as ethoxylated
castor oil, were demonstrated not to work in that invention.

One of the deficiencies of most prior microemulsions is that usually an
organic solvent must be used. Such organic solvent contributes to the overall VOC
content of certain products, such as latex paints. Goverment regulatory pressure is to
reduce the total VOC content of such paints, making such prior microemulsions
undesirable. Another deficiency of prior microemulsions is the high surfactant
content necessary to achieve the microemulsion. Such a high surfactant content,
usually up to 80%, may interfere with the system to be protected, and limits the
amount of active ingredient which can be present in the composition. Yet another
deficiency with prior microemulsions is that they are not always fully water
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solvents and having low VOC content comprising (A) 2-n-octyl-3-isothiazolone as
microbicidally active ingredient, (B) a surfactant system comprising (B1) an
ethoxylated oil non-ionic surfactant and (B2) a sulfated or sulfonated oil anionic
surfactant, the weight ratio of A:B being < 50:50 and the weight ratio of B1:B2 being
20:80 to 70:30, optionally including 0 to 99.99% by weight water, said composition
being in the form of a microemulsion concentrate or a microemulsion, said (A) being
stable. ' '

In another aspect, the invention comprises a method for inhibiting the growth
-of microbicidal organisms.

The term microbicide includes bactericides, fungicides, and algaecides.
Microbial or biocidal activity is intended to include both the elimination of and
inhibition of growth of microbial organisms, such as bacteria, fungi, and algae.

The surfactant system (B) is very important and comprises (B1) one or more
non-ionic ethoxylated oil surfactants and (B2) one or more anionic sulfated or
sulfonated oil surfactants.

Suitable ethoxylated oil non-ionic surfactants inctude, for example,
ethoxylated lanolin oil and ethyoxylated castor oil. Ethoxylated castor oil is
preferred.

Suitable sulfated or sulfonated oil anionic surfactants include, for example,
sulfated or sulfonated synthetic sperm oil, sulfated or sulfonated vegetable fatty
acids, sulfated or sulfonated animal oil, sulfated or sulfonated fats, such as red oil,
and sulfated or sulfonated castor oil. Sulfated or sulfonated castor oil is preferred.

Preferred ratios of B1:B2 are from 25:75 to 60:40, more preferably, 45:55 to
55:45 by weight. Especially preferred is a ratio of 50:50 by weight.

- The ratio of 2-n-octyl-3-isothiazolone (A) to surfactant system (B) may be any
ratio from 1:99 to 50:50 by weight. Preferred ratios of A:B are from 10:90 to 50:50 by
weight. More preferred are ratios of A:B of from 20:80 to 50:50 by weight.

The compositions of the invention may optionally contain up to 6% by weight
adjuvants such as defoamers, antifreeze agents, stabilizers, thickeners, and the like. '

These adjuvants may be added to either the microemulsion concentrates or the
microemulsions.
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When stabilizers are used, they are present in an amount of from about 0.1%
to about 5.5% by weight. Suitable stabilizers include, for example, inorganic or
organic copper-based stabilizers, such as copper nitrate and copper octonoate.

The microemulsion concentrates of the invention are prepared by mixing the
Z-n-octyl-3-1sothxazolone surfactant, and any optional ingredients, in any order.
Microemulsions of the invention are prepared by diluting the microemulsion
concentrates with a desired amount of water. The microemulsions can also be
prepared directly by mixing 2-n-octyl-3-isothiazolone, surfactant, any optional
ingredients, and the desired amount of water in any order.

When.the compositions are in the form of a microemulsion, they remain a
microemulsion at all levels of water dilution. The microemulsion compositions
remain thermodynamically stable and clear, opalescent, or only slightly cloudy at all
levels of water dilution up to0 99.99%. A preferred amount of water is 60 to 85% by
weight.

The microemulsion concentrates and microemulsions of the invention are
useful in many areas of preservation, such as preservatives in paints, coatings,
polymer latices, emulsions, lazures, stains, adhesives, caulks, textiles, leather and
hide treatments, inks, textiles, non-woven fabrics, household laundry products,
liquid and powder soaps, laundry sanitizers, cosmetics, toiletries, waxes and
polishes, photographic riitses, metal working fluids, oilfield fluids, and many other
applications where water and organic materials come in contact under conditions
which allow the growth of undesired microorganisms.

Itis known in the art that the performance of microbicides may be enhanced
by combination with one or more other microbicides. Thus, other known

microbicides may be combined advantageously with the compositions of this
invention.

Example 1
Table 1 shows the composition of microemulsion concentrates and

microemulsions used in the following examples. Samples 1 to 6, representing the
invention, and comparative examples 12 to 22, were prepared by dissolving the
active ingredient ("AI") in the desired surfactants to yield the microemulsion
concentrates. Microemulsions 7 to 10, representative of the invention, were prepared
directly by combining all the ingredients, including water.
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Bl.  Nonionic _
B1-1 = 100% ethoxylated (EO 30) castor oil (invention)
B1-2 = 100% free aliphatic acid of a complex organic phosphate
‘ester (comparative - not an ethoxylated oil)

B2. Anionic

B2-1 = 70% sulfated castor oil in aqueous solution (invention)
- B2-2 = calcium alkylaryl sulfonate (60%) (comparative - not oil)
B2-3 = alkyl phenoxy ether sulfate, sodium salt (comparative -

nota
sulfated or sulfonated oil)
B2-4 = sodium diamy! sulfosuccinate (comparative - not a
sulfated
or sulfonated oil)
C. Stabilizer

S-1 = copper nitrate in water
S-2 = 55% copper octonoate in mineral spirits
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mi cr oemul si ®n cong ntrat@s or t@e nicroelul si ons.Bl-1 (25) B2-1 (25)
3 25 25 o 0 B1-1 (25) B2-1 (25)
4 20 20 0 0 B1-1 (30) B2-1 (30)
5 50 0 2 S1(4) B1-1 (22) B2-1 (22)
6 40 0 0 S2.(8) B1-1 (26) B2-1 (26)
7 8 0 84 0 B1-1 (4) B2-1 (4)
8 8_ 0 72 0 Bi-1 (6) B2-1 (14)
9 8 0 76 0 B1-1 (5.6) B2-1 (10.4)
10 8 0 68 0 B1-1 (7.2) B1-1 (16.8)
11* 60 0 0 0 B1-1 (20) B2-1 (20)
12* 40 0 0 0 B1-2 (18) B2-1 (42)
13+ 40 0 0 0 “B1-2 (30) B2-1 (30)
14+ 40 0 0 0 B1-1 (42) B2-2 (18)
15* 40 0 0 0 B1-1 (48) B2-2 (12)
16 * 40 0 0 0 B1-1 (60) -
17* 40 0 0 0 B1-1 (36) B2-2 (24)
18" 40 0 0 0 B1-1 (38) B2-2(16) + B2-4 (6)
19* 40 0. 0 0 B1-1 (30) B2-3 (30)
20* 40 0 0 0 B1-1 (42) B2-3 (18)
21* 40 0 0 0 Bl-1 (18) B2-3 (42)
2% 40 0 0 0 Bl (48) B2-3 (12)

* = Comparative

- Example 2
The water dilutability of some of the microemulsion concentrates of Example
1 was determined by adding varying amounts of deionized water and evaluating
sample clarity using a rating scale of 0-5. Sufficient water was added to the samples
to form dilutions containing from 10 to 98% water by weight. The rating scale is
defined as follows:
0 = perfectly clear;

1 = clear, very slight opalescence;
3 = opalescent, slightly cloudy;

4 = cloudy (macroemulsion); and ;
52 phase separation. . This Sheet Has. Been Replaced .
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-3- Wen defoanmers are used, they may be present in an amount of from
0.001%to 0.5% by weight. Suitable defoaners include, for exanple, silicon
based defoaners, such as Antifoanmer[err] 1430, available fromthe Dow -
Cor ni ng Co." v%en antifreeze agents are used, they may be present in an
~anmount of from 0.001%to 6% by wei ght. -\8hen stabilizers are used, they nay_
be present in an .anount of from about 0.1%to about  5.5% by melght
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mi croenuldsion concentrates of the invention are prepared by mxing the
2-n-octyl - 3-isothiazolone, surfactant, and any optional ingredients, in
any order. Mcroenul sions of the invention are prepared by diluting the

m croenul sion concentrates with a desilable Zimrount of water. The

m croenul si ons can al so be f ' -

2-n-octyl - 3-i sot hi azol one, WVQ%SE?Q%?Eﬂﬁﬁ%%%%?Sa éﬁblngredlents and t he
desired anount of water in any order. \Wen the conpositions are inthe form

of a mcroenulsion, they remain a Wt % Water
Sample 0 10 20 30 40 50 60 70 8 9 95 98

1 o o o0 o 0 ©O0 2 1 0 0 0 O

2 o 6 0o 0o 0 o0 2 2 0 0 0 O

3 o 0 o o0 o0 0 1 1 0 0 0 0

4 o o0 o o O0 ¢ 2 1 0 0 0 0

11+ o 0 5 5 5 5 4 3 0 1 1 1

N * = Comparative

From these data it can be seen that microemulsion concentrates containing

less than 60% active ingredient are fully water dilutable at any dilution with water to
form microemulsions.

Example 3
Two sets of microemulsion concentrate samples 1 to 4 were prepared. One set

was stored in a freezer at 0° C for three months. The second set was stored in an oven
at 55° C for one month. A_fter storage, both sets of samples were examined visually
for their physiacl stability. All samples, whether frozen or heated, remained clear

and homogeneous with no phase separation. These samples showed good physical
stability.

Example 4
The chemical stability of the active ingredient in microemulsion concentrate

samples 1 and 2 was determined. Samples 1 and 2 were compared side by side with
a sample of 45% 2-n-octyl-3-isothiazolone in propylene glycol, labeled Sample A. All
three samples were stored in an oven at 55° C with aliquots of each sample taken at
various time points. The aliquots were analyzed for the presence of 2-n-octyl-3-

isothiazolone by reverse phase HPLC with UV detection. The results are reported in
Table 3.
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slightly cloudy at all |evels of water dilution up to 99.99% A preferred
anmount of water is 60 to 85% by weight. The nmicroenul sion concentrates and .
m croemul sions of the invention are usefl in many areas of preservation,
such as preservatives in paints, coatings, polyner |lattices, emulsions,
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concentrates and m croentl si ons ed R Og%lt %4-{ 2

A* 100 987 952 962 941
* = Comparative

From the above data, it can be seen that the stability of 2-n-octyl-3-

isothiazolone in the microemulsion concentrates is comparable to state of the. art
solvent, based formulations.

- Example 5
~Microemulsion concentrate samples 2, 5 and 6 were evaluated for use as paint

film mildewcides. An unpreserved latex paint (Sample B) was used as a control.
Samples 2, 5, and 6 ("mildewcide") were added to an exterior latex paint at
100, 200, and 500 ppm Al concentrations. For each concentration of Al triplicate
wooden panels (100 x 75 x 5 mm) of unpreserved white pine (Pinus monticola) were
painted with 2 coats of the paint. All surfaces of the panels were coated. With the
panels in a horizontal position, they were spray inoculated with a mixed spore
suspension at a concentration of approximately 106 spores per gram of paint, and
allowed to dry for 48 hours before being placed in a humidity cabinet (25° C and 85%
relative humidity). The panels were visually examined and rated on a scale of 0 to 10
for fungal growth at 2 weeks and again at 4 weeks. A rating of 0 indicates 100%
coverage of one panel face by the fungi and a rating of 10 indicates no fungal growth
atall on the paint film. A rating greater than 7 is considered passing. These data are

reported in Table 4.
The mixed spore suspension used in this test consisted of the following fungi:
Aspergillus niger ATCC 6275
Aureobasidium pullulans ATCC 12536
Cladosporium cladosporioides ATCC 16022
Penicillium purpurogenum ATCC 52427
Stachybotrys chartarum ATCC 16026
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in the foll owing exanpl es.

i ngredient ("Al")
concentrates.

2-n-octylg

2-n-octyl -

§0W§0t hi azol one A-2 .

I sot hi azol one/ 2- rret hyl

Sur f act ant BL1. Noni oni ¢

Materials

_ Hundred

Hydroxyethyl cellulose
Ethylene glycol

Water

Poly(methacrylic acid), 40%
Potassium tripolyphosphate
alkyl aryl polyether surfactant
Colloid 643 defoamer
Propylene glycol

Titanium dioxide

~ Minex 4 extender

Icecap K extender
Attagel 50 clay

The above mixture is milled for 10 to 15 minutes in a Cowles Dissolver at
3800-4500 rpm and the following ingredients are then added at slower speed as

follows:

Film forming acrylic copolymer

Colloid 643 defoamer

2,2,4-trimethaylpentane-1,3-diol

monoisobutyrate coalescent
Mildewcide
Ammonia, 28%
Water

Hydroxyethyl cellulose, 2.5%

The paint had a pigment volume content of 45.4%, a volume solids of 36.2%.

Sanples 1 to 6,

M croenmul sions 7 to 10,
prepared directly by conbining all

representing -the invention,
* conpar ative exanples 12 to 22, were prepared by dissolving the active
in the desired surfactants to yield the microenul sion
resor esentative of the invention,

the i'ngredients, including water.
Substitute sheet - 24 June 1996 -4- The .abbreviations used in the foI | owi ng-

Tabl es and Exanpl eSherfermsildtidn | f\ehe e‘ktenoﬂ@téﬂ;ﬁaxhﬂqﬁaﬁimﬂﬁs teslwas as

-3-isotl hiazolone 1:1 by weight B.

pounds/100 gallons Parts per

3.0 0.26
25.0 2.65
1200 1440
7.1 0.67
1.5 0.07
25 1 0.28
1.0 0.13
34.0 3.94
225.0 6.57
159.4 7.32
50.0 2.33
5.0 0.25

and

wer e

305.9 | 34.10
3.0 0.39
9.3 1.17
2t07 0.25-1.00
2.0 0.27

Enough for 90 to 95 KU and to adjust
to 100 gallons total
about 1162 100.00

an initial viscosity of 90 to 95 KU, and a pH of 9.5.
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B1-1 = 100% et hoxyl ated (EO 30) castor oil (invention) Bl-2 = 100% free

- aliphatic acid of a-conplex organic phosphate ester (conparative - not_an
et hoxyl ated oi-l) B2. Anionic B2-1 = 70%sul fated castor_.oil in aqueous
solution (invention) - B2-2 = cal ci_gm al kyl aryl sul fonate (60%
(conmparative.- not oil) B2-3 = al kyl phénoxy ether sulfate, sodiumsalt .
(conparative - not a sulfated or sulfonated oil) B2-4 = sodi um di anyl
sul f osucci nate (conparative - not. a sTabki4ed or sulfonated oil) C.

Al 51, oA §AA ey P iR O 7 1
Sample ~  ppm Al 2 Weeks 1 Weeks
2 100 10 .10

200 10 9.7
500 10 9.7
5 100 9.7 8.7
200 9.7 9.7
500 10 9.3
6 100 10 8.7
200 10 93
500 10 10
B* 0 3 0.3

* = Comparative

The above reported results are the average rating of the three panels tested at
each concentration of Al Samples 2, 5, and 6 were able to protect the paint films
from fungal growth at each concentration of Al

Example 6
Samples 2, 5, and 6 were added to the exterior latex paint formulation

described in Example 5 to provide a concentration of Al at 500 ppm. These samples,
as well as a sample of B, an unpreserved latex described in Example 5, were heat
aged for 2 weeks at 55° C. All samples were analyzed for Al content by reverse phase
HPLC before and after heat aging. These results are reported in Table 5.

Table 5
ppm Al
Sample  Before Heat Aging  After Heat Aging % Al Remaining
2 482 492 102
5 568 634 112
6 453 423 93
B* 609 628 : 103

* = Comparative
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- Substitute sheet - 24 June 1996 -5- Table 1 M croenul sion Concentr at es
("MC") ‘and Mcroemulsions Sanple %A1 %A-2 % Water Stabi l'izer (9

BL (% - B2 (% 1 40 0o - 0 0
Bl-1 (30) B2-1 (30) 2 .- 50 o 0 - 0
Bl-1 (25) =~  B2-1 (25) 3 2510- 25 0 0
B1-1 (25) B2-1(25) 4 20 20 0 0
B1-1 (30) B2-1 (30) 5 50 S1 (4)

0 e '
Bl-1 (22) From tizpahoyexatagit can beggen that thg fstablllxty ofé”.—n—octyl-} S2(8)
gi i ( i@bthiazoloneB 512 tHe PR} désed with hy of the MRicroemulddn concentrates §
1 )comparable to ijthagt@\ a paint dosed with a current commercial, solvent based

product.

Example 7 .
Water dilutability of microemulsion samples 7 to 10, representing the

invention, was determined by adding water and observing clarity. Each of samples 7
to 10 remained perfectly clear microemulsions (a rating of 0 as described in Example
2) at all dilutions with water.

Example 8 - Compara tive .

Water dilutability of comparative microemulsion concentrate samples 12
through 22 was determined by the method of Example 7, but these comparative
samples did not remain microemulsions in that upon dilution phase separation
occurred. '
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0 72 .0 Bl-1 (6) B2-1 (14) 9
: 76 ' '0_ . Bl1-1 (5.6) ' BZ 1 (10 4) 10

0 . 68 0 BL-1(7.2) TlB&Sh]:et

0 0 0 - B1-1 (20)

(VI 0 0 -1131-2 (18) |

0 ' 0 0 _ B1-2 (30)

What is claifled is: o B1-1 (42) B2- 2 (18) 15 *

o 0 0. BL-1 (48) B2-2 (12) 16*

0 0 0 B1-1 (60) 17+ 40 0

01 A com oﬁlroia e@@éinally free oFgrgani@40lva®is and haviflg low VOC
Lomp(l)'lsmg (A) 7'“‘%}’&&([%%55\1&20?01\9 a%zn r?%)dagb& Reivedn inggpdient, ?B)oa
surfaltant system coBip:;’i.sﬁx%ZBl) an ethoB?}aﬁedi ibﬁ) ndi-idnic surfdrtant and B2) a
sulfa %d or aulfonateé_xia%%g c surtactz.ugt2 tlée %v h t2r2atxo of A: B%emg <50: 5%
and the weight ratio of B1:B2 being 20:80 to 70:30, optionally including 0 to 99.99%
by weight water, said composition being in the form of a microemulsion concentrate
or a microemulsion, said (A) being stable.

2. Composition according to claim 1 wherein said B1 is selected from the
group consisting of ethoxylated castor oil and ethoxylated lanolin oil.

3. Composition according to claim 1 wherein B2 is selected from the group
consisting of-sulfated or sulfonated synthetic sperm oil, sulfated or sulfonated
vegetable fatty acids, sulfated or sulfonated animal oil, sulfated or sulfonated fats,
such as red oil, and sulfated or sulfonated castor oil.

4. Composition according to claim 1 further including up to 6% by weight
defoamers, antifreeze agents, stabilizers, and thickeners.

5. Composition according to claim 1 further comprising one or more
microbicidally active irigredients in addition to (A).

6. Composition acbordix\g to claim 1 in the form of a microemulsion
comprising 60 to 85% by weight water, wherein surfactant system (B) comprises (B1)
ethoxylated castor oil, and (B2) sulfated castor oil, the weight ration of A:B being

- 20:80 to 50:50 and the weight ratio of B1:B2 being 25:75 to 60:40.

7. Method of protecting a locus from microbicidal attack comprising

introducing in said locus a microbicidally effective amount of a composition
according to claim 1.

8. Method according to claim 5 wherein said locus is paints, coatings,
polymer latices, emulsions, lazures, stains, adhesives, caulks, textiles, leather and
hide treatments, inks, textiles, non-woven fabrics, household laundry products,
liquid and powder soaps, laundry sanitizers, cosmetics, toiletries, waxes and
polishes, photographic rinses, metal working fluids, and oilfield fluids.

* [ M $ *



Corrparatlve Exanpl e 2 The wat er dllutabl lity of some of the
"m croerml sion concentrates;of Exanple 1 was determ ned by adding varyi ng

"~ amounts of deionized water and eval uati ng sanple clarity using a rating

scale of ‘0-5. Sufficient water was added to the sanples to formdil utions
containing from10 to 98% water by weight. The rating scale is defined as
follows: 0= perfectly clear; 1 = cleaagsTeacy slight opal escence; 3=

opal escent, slightly cl oudy; 4= cl oudy (nmacroenul sion); and 5= phase
separation. MICROIMULSION COMPOSITIONS OF 3-ISOTHIAZOLONE COMPOUNDS

A composition essentially free of organic solvents and having low VOC
comprising (A) 2-n-octyl-3-isothiazolone as microbicidally active ingredient, (B) a
surfactant system comprising (B1) an ethoxylated oil non-ionic surfactant and (B2) a
sulfated or sulfonated oii anionic surfactant, the weight ratio of A:B being < 50:50
and the weight ratio of Bl:BZ'being 20:80 to 70:30, optionally including 0 to 99.99%
by weight water, said composition being in the form of a microemulsion concentrate
or a microemulsion, said (A) being stable, and a method of protecting a locus using
said composition.
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Conparative Fromthese data it can be

seen that mvﬁdfd%%x%io&?&%%o%ﬁfoﬁg '35?".3-’?.%891—{1.-\201_0:\:5 COMPOUNDS

This invention relates to formulations of water-insoluble 3-isothiazolones
having low volatile organit compound ("VOC") content.

Water-insoluble 3-isothiazolones, such as 2-n-octyl-3-isothiazolone, are
usually formulated and sold commercially in an organic solvent. A 45% solution of
2-n-octyl-3-isothiazolone in propylene glycol has achieved much commercial success.
However, the presence of the organic solvent can limit the use of the water-insoluble
3-isothiazolone in certain aqueous systems or in systems where the large amount of
the organic solvent usually used can cause problems, such as in latices.

One way to formulate water-isoluble compounds so they are compatible with
aqueous systems has been to use emulsions or microemulsions. Emulsions have
large particles of non-uniform size. Emulsions also suffer from being
thermodynamically unstable, in that they phase separate over time. This tendency to
phase separate limits their usefulness. Microemulsions have certain advantages over
emulsions in that the particle size is much smaller and uniform in size, and the
microemulsions are much more stable toward phase separation, i.e., they are
thermodynamically stable. -

U.S. Pat. Application Serial Number 08/255,503 discloses microemulsions of
organic wood preservative compounds having reduced leaching of the wood
preservative compound from the treated wood. The suitable surfactants in that
invention were one or more of sulfated anionics, sulfonated anionics, sulfosuccinated
anionics, quaternary ammonium cationics, and amphoterics. Solvents for the wood
preservative compound were required in that invention when the melting point of
the wood preservative compound was greater than 25° C, but optional when the
melting point was below 25° C. One of the wood preservative compounds in that
invention was 2-n-octyl-3-isothiazolone. Non-ionic surfactants, such as ethoxylated
castor oil, were demonstrated not to work in that invention.

One of the deficiencies of most prior microemulsions is that usually an
organic solvent must be used. Such organic solvent contributes to the overall VOC
content of certain products, such as latex paints. Goverment regulatory pressure is to
reduce the total VOC content of such paints, making such prior microemulsions
undesirable. Another deficiency of prior microemulsions is the high surfactant
content necessary to achieve the microemulsion. Such a high surfactant content,
usually up to 80%, may interfere with the system to be protected, and limits the
amount of active ingredient which can be present in the composition. Yet another
deficiency with prior microemulsions is that they are not always fully water
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of 2-n-oct 91 ng@water, which are fully water-dxlutable to0 yield microemulsions having
substantial amounts of water.

This is achieved by providing a composition essentially free of organic
solvents and having low VOC content comprising (A) 2-n-octyl-3-isothiazolone as
microbicidally active ingredient, (B) a surfactant system comprising (B1) an

 ethoxylated oil non-ionic surfactant and (B2) a sulfated or sulfonated oil anionic
surfactant, the weight ratio of A:B being < 50:50 and the weight ratio of B1:B2 being
20:80 to 70:30, optionally including 0 to 99.99% by weight water, said composition
being in the form of a microemulsion concentrate or a microemulsion, said (A) being
stable. -

In another aspect, the invention comprises a method for inhibiting the growth
of microbicidal organisms.

The term microbicide includes bactericides, fungicides, and algaecides.
Microbial or biocidal activity is intended to include both the elimination of and
inhibition of growth of microbial organisms, such as bacteria, fungi, and algae.

The surfactant system (B) is very important and comprises (B1) one or more
non-ionic ethoxylated oil surfactants and (B2) one or more anionic sulfated or
sulfonated oil surfactants.

Suitable ethoxylated oil non-ionic surfactants include, for example,
ethoxylated lanolin oil and ethyoxylated castor oil. Ethoxylated castor oil is
preferred.

Suitable sulfated or sulfonated oil anionic surfactants include, for example,
sulfated or sulfonated synthetic sperm oil, sulfated or sulfonated vegetable fatty
acids, sulfated or sulfonated animal oil, sulfated or sulfonated fats, such as red oil, _
and sulfated or sulfonated castor oil. Sulfated or sulfonated castor oil is preferred.

~ Prefer_red ratios of B1:B2 are from 25:75 to 60:40, more preferably, 45:55 to
55:45 by weight. Especially preferred is a ratio of 50:50 by weight.

The ratio of 2-n-octyl-3-isothiazolone (A) to surfactant system (B) may be any
ratio from 1:99 to 50:50 by weight. Preferred ratios of A:B are from 10:90 to 50:50 by
weight. More preferred are ratios of A:B of from 20:80 to 50:50 by weight.

The compositions of the invention may optionally contain up to 6% by weight
adjuvants such as defoamers, antifreeze agerits, stabilizers, thickeners, and the like. '

These adjuvants may be added to elther tlie microemulsion concentrates or the
microemulsions.
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.9 91 88 1 2 100 98.8 -96.1 941 920 A* - 100

98. 7 95. 2 96. 2 94.1 * = Conparative
' When defoamers are used, they are present in an amount of from 0. 001% to
0.5 % by weight. Suitable defoamers include, for example, silicon based defoamers,
such as Antifoamer™ 1430, available from the Dow Corning Co. '

When antifreeze agents are used, they are present in an amount of from
0.001% to 6% by weight.

When stabilizers are used, they are present in an amount of from about 0.1%
to about 5.5% by weight. Suitable stabilizers include, for example, inorganic or
organic copper-based stabilizers, such as copper nitrate and copper octonoate.

The microemulsion concentrates of the invention are prepared by mixing the
2-n-octyl-3-isothiazolone, surfactant, and any optional ingredients, in any order.
Microemulsions of the invention are prepared by diluting the microemulsion
concentrates with a desired amount of water. The microemulsions can also be
prepared directly by mixing 2-n-octyl-3-isothiazolone, surfactant, any optional
ingredients, and the desired amount of water in any order.

When the compositions are in the form of a microemulsion, they remain a
microemulsion at all lévels of water dilution. The microemulsion compositions
remain thermodynamically stable and clear, opalescent, or only slightly cloudy at all
levels of water dilution up to 99.99%. A preferred amount of water is 60 to 85% by
weight.

The microemulsion concentrates and microemulsions of the invention are
useful in many areas of preservation, such as preservatives in paints, coatings,
polymer latices, emulsions, lazures, stains, adhesives, caulks, textiles, leather and
hide treatments, inks, textiles, non-woven fabrics, household laundry products,
liquid and powder soaps, laundry sanitizers, cosmetics, toiletries, waxes and
polishes, photographic rinses, metal working fluids, oilfield fluids, and many other
applications where water and organic materials come in contact under conditions
which allow the growth of undesired microorganisms.

Itis known in the art that the performance of microbicides may be enhanced
by combination with one or more other microbicides. Thus, other known

microbicides may be combined advantageously with the compositions of this
invention. -

Example 1
Table 1 shows the composition of microemulsion concentrates and

microemulsions used in the following examples. Samples 1 to 6, representing the
invention, and comparative examples 12 to 22, were prepared by dissolving the

-active ingredient ("AI") in the desired surfactants to yield the microemulsion
concentrates. Microemulsions 7 to 10, representative of the invention, were prepared
directly by combining all the ingredients, including water.
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weeks and again at 4 weeks

B.  Surfactant
Bl.  Nonionic
B1-1 = 100% ethoxylated (EO 30) castor oil (invention)
B1-2 = 100% free aliphatic acid of a complex organic phosphate
ester (comparative - not an ethoxylated oil)

B2.  Anionic
- B2-1=70% sulfated castor oil in aqueous solution (invention)
- B2-2 = calcium alkylaryl sulfonate (60%) (comparative - not oil)

B2-3 = alkyl phenoxy ether sulfate, sodium salt (comparative -
not a ' '

sulfated or sulfonated oil)

B2-4 = sodium diamyl sulfosuccinate (comparative - not a
sulfated

or sulfonated oil)

C.  Stabilizer
S-1 = copper nitrate in water
S-2 = 55% copper octonoate in mineral spirits
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Substitute sheet
rior latex paint used in this test
Xlta%le? P

Microemuision Concentrates ("MC") and Microemuisions

Sample % A-1 %A-2 % Water Stabilizer (%) Bl (%) B2 (%)
1+ 40 0 0 0 B1-1 (30) B2-1 (30)
2 50 0 0 0 Bl-1 (25) B2-1 (25)
3 25 25 0 0 Bl-1 (25) B2-1 (25)
4 20 20 0 0 B1-1 (30) B2-1 (30)
5 50 0 2 S1(4) B1-1 (22) B2-1 (22)
6 40 0 0 S2 (8) B1-1 (26) B2-1 (26)
7 8 0 84 0 Bl-1 (4) B2-1 (4)

'8 8 0 72 0 B1-1 (6) B2-1 (14)
9 8 0 76 0 " B1-1 (5.6) B2-1 (10.4)
10 8 0 68 0 Bl-1 (7.2) B1-1 (16.8)
11* 60 0 0 0 B1-1 (20) ' B2-1 (20)
12* 40 0 0 0 B1-2 (18) B2-1 (42)
13* 40 0 0 0 B1-2 (30) B2-1 (30)
14* 40 0 0 0 Bl-1 (42) B2-2 (18)
15* 40 0 0 0 B1-1 (48) B2-2 (12)
16* 40 0 0 0 B1-1 (60) -

17+ 40 0 0 0 B1-1 (36) B2-2 (24)
18+ 40 0 0 0 Bl-1 (38) B2-2(16) +B2-4 (6)
19* 40 0. 0 0 B1-1 (30) B2-3 (30)
20* 40 0 0 0 Bl-1 (42) B2-3 (18) -
21* 40 0 0 0 B1-1 (18) B2-3 (42)
22* 40 0 0 0 Bl-1 (48) B2-3 (12)

* = Comparative

Example 2

The water dilutability of some of the microemulsion concentrates of Example
1 was determined by adding varying amounts of deionized water and evaluating
sample clarity using a rating scale of 0-5. Sufficient water was added to the samples
to form dilutions containing from 10 to 98% water by weight. The rating scale is
defined as follows: '

0.= perfectly clear;

1 =clear, very slight opalescence;

3 = opalescent, slightly cloudy;

4 = cloudy (macroemulsion); and

5 = phase separation.




Mat eri al s ' pounds/ 100 gal | ons Parts per
Hundred Hydroxyet hyl cell ul ose _ 3.0 ,
0. 26 Ethyl ene gl ycol 25.0 2.65
Wat er : 120.0 ) 14.40
Pol y(met hacrylic acid), 40% -6- /- Substitute sheet - 24 June 0908
Pot assi um tri pol yphosphat e 1.5 0. 07

2.5 0. 28

al kyl aryl polyether surfactant
Col | 0i d 643 defbEaHE of 3 or lower is considered pas&irg. These data are presented ik Table
34. - 3.94

Propyl ene 2gl ycol

Ti t ani um di oxi de : 225.0 6. 57
M nex 4 extender 159. 4 7.32
| cecap K extender Table20- O 2:33
Attagel 50 clay oo 2 0. 25 The
above mixture is milled for %t?%oilgtarhlhm %rﬁaé“ﬁﬁﬁ es Di ssolver at
| Wt % Water
2ample 0 10 20 30 4 5 6 70 8 N 95 9%
1 6 0o 0o o o0 o0 2 1 0 0 o0 o
2 0 0 0o o 0o o0 2 2 0 o0 o0 ¢
3 0 0 o0 0 0 0 1 1 0 0 0 0
4 0 o o0 o 0 o0 2 1 0o 0 0 o

n* 0 o s 5 5 5 4 3 0 1 1 1
} * = Comparative

From these data it can be seen that microemulsion concentrates containing

| o . .
less than 60% active ingredient are fully water dilutable at any dilution with water to
form microemulsions.

Example 3
Two sets of microemulsion concentrate samples 1to 4 were prepared. One set

was stored in a freezer at 0° C for three months. The second set was stored in an oven
(-]

at 55° C for one month. A_fter storage, both sets of samples were examined visually

for their physiacl stability. All samples, whether frozen or heated, remained clear

a“‘; lll‘°m°gen80us with no phase separation. These samples showed good'physical
stability. . ... .

Example 4

The chemical stability of the active ingredient in microemulsion concentrate
samplgs 1 and 2 was determined. Samples 1 and 2 were compared side by side with
a sample of 45% 2-n-octyl-3-isothiazoloneé in propylene glycol, labeled Sample A. All
thre-e samples were stored in an oven at 55° C with aliquots of each sample taken at
various time points. The aliquots were analyzed for the presence of 2-n-octyl-3-

:o:llizzolone by reverse phase HPLC with UV detection. The results are reported in
able 3.




3800-4500 rpm and the follow ng irngredients are then added at sl ower speed

as follows: Filmformng acrylic copol yner 305.9

34.10 Col | oi d 643 def oaner 3.0

0.39 2,2,4-trinet hay_l pent ane- 1, 3-di ol nonoi sobutyrat e coal escent

>3 0.25-1 00 mmacr ol 08 . Substitute shest - 24 June 1996 5 °
0. 27 Water Eno(i?gh for 90 to 95 KU and to adj ust
Hydr oxyet hyl cellul ose, 2.5% to 100 gallons total about 1162

100. 00 The paint had a pignent vol une qablemt of 45.4% a volunme solids of
o L \ ,
36.2% an initial WegaR%, by Z-QJ-O%Pyl- ;s DthikTbtoal Refhadling afterStorage

Weeks of Storage at 55° C

Sample 0 1 2 3 4
1 100 986 99 911 881
2 100 988 961 - 941 920
A* 100 987 952 962 941

* = Comparative

From the above data, it can be seen that the stability of Z—n-octyl-S-

isothiazolone in the microemuision concentrates is comparable to state of the art
solvent, based formulations.

Example 5
Microemulsion concentrate samples 2, 5 and 6 were evaluated for use as paint

film mildewcides. An unpreserved latex paint (Sample B) was used as a control.
Samples 2, 3, and 6 ("mildewcide") were added to an exterior latex paint at
100, 200, and 500 ppm AI concentrations. For each concentration of Al, triplicate
wooden panels (100 x 75 x 5 mm) of unpreserved white pine (Pinus monticola) were
painted with 2 coats of the paint. All surfaces of the panels were coated. With the
panels in a horizontal position, they were spray inoculated with a mixed spore
suspension at a concentration of approximately 106 spores per gram of paint, and
allowed to dry for 48 hours before being placed in a humidity cabinet (25° C and 85%
 relative humidity). The panels were visually examined and rated on a scale of 0 to 10
for fungal growth at 2 weeks and again at 4 weeks. A rating of 0 indicates 100%
coverage of one panel face by the fungi and a rating of 10 indicates no fungal growth
atall on the paint film. A rating greater than 7 is considered passmg These data are

reported in Table 4. B :
The mixed spore suspension used in this test consisted of the following fungi:
Aspergillus niger - ATCC 6275
Aureobasidium pullulans ATCC 12536
Cladosporium cladosporioides ATCC 16022
Penicillium purpurogenum ATCC 52427

Stachybotrys chartarum ATCC 16026



The above mixture is milled for 10 to 15 minutes in a Cowles Dissolver at
3800-4500 rpm and the following ingredients are then added at slower speed as

follows:

Film forming acrylic copolymer
Colloid 643 defoamer

2,2, 4-trimethaylpentane-1,3-diol

monoisobutyrate coalescent

Mildewcide
Ammonia, 28%
Water

Hydroxyethyl cellulose, 2.5%

The paint had a pigment volume content of 45. 4%, a volume solids of 36 2%.

305.9
3.0

9.3

2to7

2.0

to 100 gallons total

about 1162

an initial viscosity of 90 to 95 KU, and a PH of 9.5.

34.10
0.39

117

0.25-1.00

0.27
Enough for 90 to 95 KU and to adjust '

100.00

-9-" Substitute sheet - 24 June 1996 Table 4 M| dewcide Resistance. Rating
of Pai nt Sanpl es Sanpl e ppm Al 2 \Weeks 4 \Weeks 2
100 10 10 200 10 9.
500 10 9.7 5 100 9.7
8.7 200 ' 9.7 9. 87 50§ubstltute sheet 124 June 1996
9.3 6 100 10 .7 200 10
9.3 500 10 10 B* 0 3
0.3 The formulation of the exterior latex paint used in this test was as
follows:
Materials pounds/100 gallons Parts per
Hundred '
Hydroxyethyl cellulose 3.0 0.26
Ethylene glycol 25.0 2.65
- Water 120.0 14.40
Poly(methacrylic acid), 40% 7.1 0.67
Potassium tripolyphosphate 1.5 0.07
alkyl aryl polyether surfactant 25 0.28
Colloid 643 defoamer 1.0 0.13
Propylene glycol 34.0 -3.94
Titanium dioxide 225.0 6.57
Minex 4 extender 159.4 7.32
Icecap K extender 50.0 2.33
Attagel 50 clay 5.0 0.25

7



* = Conparative The above reported results are the average rating of the
‘three panels tested at each concentration of Al. Sanples 2,5 and 6 were
able to protect the paint filnms fromfungal growh at each concentrati.on of
Al. Exanple 6 Sanples 2, 5, and 6 were added to the exterior |atex paint
formul ati on described in Exanple 5 to pgavi Gubstiesecsheet at2oduoe 189Gt 500
ppm These sanples, as well as a sanple of B, an unpreserved | atex
described in Exanple 5, were heat aged for 2 weeks at 55[err] C. All

sanpl es were analyzed for Al content Egbledverse phase HPLC before and after

heat aging. These’ resubMiide@de Maistfiftel RatabEraint JalibRs> PPM A Sanpl e

Bef ore Heat Agi ng Af ter a grng 0 enal ni ng 482
492 102 5 . 568 634
112 Sample ppm Al 2 Weeks 4 Weeks
2 100 10 10
200 10 9.7
500 10 9.7
5 100 9.7 8.7
| 200 9.7 9.7
500 10 9.3
6 100 10 8.7
200 10 9.3
500 10 10
B* 0 3 ' 0.3

* = Comparative

The above reporfed results are the average rating of the three panels tested at
each concentra tion of Al Samples 2, 5, and 6 were able to protect the paint films
from fungal growth at each concentration of Al

~ Example6
Samples 2, 5, and 6 were added to the exterior latex paint formulation

‘described in Example 5 to provide a concentration of Al at 500 ppm. These samples,
as well as a sample of B, an unpreserved latex described in Example 5, were heat
aged for 2 weeks at 55° C. All samples were analyzed for Al content by reverse phase
HPLC before and after heat aging. These results are reported in Table 5.

Table 5
ppm Al : '
Sample Before Heat Aging  After Heat Aging % Al Remaining
2 482 492 102
5 568 634 112
6 453 423 93
B* 609 628 103

* = Comparative
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-10- Fromthe above data, it can be seen that the stability of 2-n-octyl-3-
| sot hi azol one in the paint dosed with any of the m croenul sion concentrates
is comparable to a that in a paint doseg wi t Bubstitute sheetcodftetineal 9980 vent
based product. Exanple 7 Water dil ut apil Ity of m croenmul sion sanples 7 to
10, representing the invention, was determ ned by addi ng water and

observi ng cl aFtdm th&abivedfiatapitRh] He Geen that the stability of 2-n-octyl-3- _
isothiazolone in the paint dosed with any of the microemulsion concentrates is
comparable to a that in a paint dosed with a current commercial, solvent based
product.

Example 7
Water dilutability of microemulsion samples 7 to 10, representing the

invention, was determined by adding water and observing clarity. Each of samples 7

to 10 remained perfectly clear microemulsions (a rating of 0 as described in Example
2) at all dilutions with water.

Example 8 - Comparative .
Water dilutability of comparative microemulsion concentrate samples 12

through 22 was determined by the method of Example 7, but these comparative

samples did not remain microemulsions in that upon dilution phase separation
occurred.



t'o 10 r emai ned perfectly clear mcroenulsions (a rating of 0 as descri bed
' X z ' CH&f ONS Wi th water. Exanple 8 - Conparative Water
¥¢ mi croenul sion concentrate sanples 12 through 22

ihed of Exanple 7, bd,diRG@ SKEBIY AiMaRhS1gBY7eS
I 9i @qns in that upon di

was det er-m'"' -'.  :
did not ri )=

occurred.i | ingd is: 1. A corrp05|t|on free of organi-c
sol vents }1 +Ag—towVOQE cont ent cdn'prl sing (A)
2-n-octyl 13-1i sot h| azolone_aks mcrobicidally active ingredient, (B) a

sur f act ant =system conprising (Bl) an ethoxylated oil non-ionic surfactant
sel ect ed MIGROEMUISSION COMBOSITIONSOOFS-ISOTHEAZALONE COMPOUNDS

et hoxylated lanolin oil, and (B2) a sulfated or

This invention relates to formulations of water-insoluble 3-isothiazolones having low
volatile organic compound (“VOC”) content.

Water-insoluble 3-isothiazolones, such as 2-n-octyl-3-isothiazolone, are usually
formulated and sold commercially in an organic solvent. A 45% solution of 2-n-octyl-3-
isothiazolone in propylene glycol has achieved much commercial success. However, the
presence of the organic solvent can limit the use of the water-insoluble 3-isothiazolone in
certain aqueous systems or in systems where the large amount of the organic solvent usually

S used can cause problems, such as in lattices.

One way to formulate water-insoluble compounds so they are compatible with aqueous
systems has been to use emulsions or microemulsions. Emulsions have large particles of non-
uniform size. Emulsions also suffer from being thermodynamically unstable, in that they phase
separate over time. This tendency to phase separate limits their usefulness. Microemulsions
have certain advantages over emulsions in that the particle size is much smaller and uniform
in size, and the microemulsions are much more stable toward phase separation, ie. they are
thermodynamically stable.

U.S. Patent 5,536,305 discloses microemulsions of organic wood preservative
compounds having reduced leaching of the wood preservative compound from the treated
wood. The suitable surfactants in that invention were one or more of sulfated aﬁionics,
sulfonated anionics, sulfosuccinated anionics, quaternary ammonium cationics, and

o amphoterics. Solvents for the wood preservative compound were required in that invention
when the melting point of the wood preservative compound was greater than 25°C, but optional
when the melting point was below 25°C. One of the wood preservative compounds in that
invention was 2-n-octyl-3-isothiazolone. Non-ionic surfactants, such as ethoxylated castor oil,
were demonstrated not to work in that invention.

One of the deficiencies of most prior microemulsions is that usually an organic solvent
must be used. Such organic solvent contributes to the overall VOC content of certain products,
such as latex paints. Government regulatory pressure is to reduce the total VOC content of
such paints, making such prior microemulsions undesirable. Another deficiency of prior
microemulsions is the high surfactant content necessary to achieve the microemulsion. Such
a high surfactant content, usually up to 80%, may interfere with the system to be protected,
and limits the amount of aétive ingredient which can be present in the composition. Yet
another deﬁciency with prior microemulsions is that they are not always fully water
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g stable. 2. ma '
t he groug consisting of sulfated or

sul fonated s$ynthetic spermoi}], sulfated or sulfonated vegetable fatty

acids, sulfa animal oil, sulfated or sulfonated fats, such

as red oil, and sulfated or sulfonated castor oil. 3. Conposi tion

accor di nglitutablé.ai @ftdn when Iwiten iz added ke prionalicrdemylsioos tto fafthérydileie diem, the
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ratio of foBiekatraiuBBld 8 yidld aicRRfhulsions having substantial amounts of water.

This is achieved by providing a composition free of organic solvents and having low
VOC content comprising (A) 2-n-octyl-3-isothiazolone as microbicidally active ingredient, (B)
a surfactant system comprising (B1) and ethoxylated oil non-ionic surfactant selected from
ethoxylated lanolin oil and ethoxylated castor oil, and (B2) a sulfated or sulfonated oil anionic
surfactant, the weight ratio of A:B being in the range 1:99 to 50:50 and the weight ratio of
B1:B2 being in the range 20:80 to 70:30, optionally including 0 to 99.99% by weight water,
said composition being in the form of a microemulsion concentrate or a microemulsion, said
(A) being stable.

In another aspect, the invention comprises a method for inhibiting the growth of
microbicidal organisms. ’

The term microbicide includes bactericides, fungicides, and algaecides. Microbial or
biocidal activity is intended to include both the elimination of and inhibition of growth of
microbial organisms, such as bacteria, fungi, and algae. _

The surfactant system (B) is very important and comprises (B1) one or more non-ionic
ethoxylated oil surfactants and (B2) one or more anionic sulfated or sulfonated oil surfactants.

Ethoxylated castor oil is the preferred ethoxylated oil non-ionic surfactant.

Suitable sulfated or sulfonated oil anionic surfactants include, for example, sulfated or
sulfonated synthetic sperm oil, sulfated or sulfonated vegetable fatty acids, sulfated or
sulfonated animal oil, sulfated or sulfonated fats, such as red oil, and sulfated or sulfonated
castor oil. Sulfated or sulfonated castor oil is preferred.

Preferred ratios of B1:B2 are from 25:75 to 60:40, more preferably, 45:55 to 55:45 by
weight. Especially preferred is a ratio of 50:50 by weight.

The ratio of 2-n-octyl-3-isothiazolone (A) to surfactant system (B) may be any ratio
from 1:99 to 50:50 by weight. Preferred ratios of A:B are from 10:90 to 50:50 by weight.
More preferred are ratios of A:B of from 20:80 to 50:50 by weight.

The compositions of the invention may optionally contain up to 6% by weight adjuvants
such as defoamers, antifreeze agents, stabilizers, thickeners, and the like. ‘These adjuvants may
be added to either the microemulsion concentrates or the microemulsions.
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sanitizers, beoswet+esT—tOITEITI es, waxes and polishes, photographic rinses,
metal working fluids, and 0|If|eld fl uids.
When defoamers are used, they may be present in an amount of from 0.001% to 0.5%

by weight. Suitable defoamers include, for example, silicon based defoamers, such as
Antifoamer™ 1430, available from the Dow Corning Co.

When antifreeze agents are used, they may be present in an amount of from 0.001%
to 6% by weight.

When stabilizers are used, they may be present in an amount of from about 0.1% to
about 5.5% by weight. Suitable stabilizers include, for example, inorganic or organic copper-
based stabilizers, such as copper nitrate and copper octonoate.

| The microemulsion concentrates of the invention are prepared by mixing the 2-n-octyl-

L 3-isothiazolone, surfactant, and any optional ingredients, in any order. Microemulsions of the

invention are prepared by diluting the microemulsion concentrates with a desired amount of

water. The microemulsions can also be prepared directly by mixing 2-n-octyl-3-isothiazolone,
surfactant, any optional ingredients, and the desired amount of water in any order.

When the compositions are in the form of a microemulsion, they remain a
microemulsion at all levels of water dilution. The microemulsion compositions remain
thermodynamically stable and clear, opalescent, or only slightly cloudy at all levels of water
dilution up t0 99.99%. A preferred amount of water is 60 to 85% by weight.

‘The microemulsion concentrates and microemulsions of the invention are useful in many
areas of preservation, such as preservatives in paints, coatings, polymer lattices, emulsions,
lazures, stains, adhesives, caulks, textiles, leather and hide treatments, inks, textiles, non-
woven fabrics, household laundry products, liquid and powder soaps, laundry sanitizers,

U cosmetics, toiletries, waxes and polishes, photographic rinses, metal working fluids, oilfield
fluids, and many other applications where water and organic materials come in contact under
conditions which allow the growth of undesired mircoorganisms. "

It is known in the art that the performance of microbicides may be enhanced by
combination with one or more other microbicides. Thus, other known microbicides may be
combined advantageously with the compositions of this invention.

claime 1 topH

Example 1
Table 1 shows the composition of microemulsion concentrates and microemulsions used

in the following examples. Samples 1 to 6, representing the invention, and comparative
examples 12 to 22, were prepared by dissolving the active ingredient (“AI”) in the desired
surfactants to yield the microemulsion concentrates. Microemulsions 7 to 10, representative
of the invention, were prepared directly by combining all the ingredients, including water.
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What is claimed is:
1. A composition free of organic solvents and having low VOC content

comprising (A) 2-n-octyl-3-isothiazolone as microbicidally active ingredient, (B) a surfactant
system comprising (B1) an ethoxylated oil non-jonic surfactant selected from the group
consisting of ethoxylated castor oil and ethoxylated lanolin oil, and (B2) a sulfated or

~ sulfonated oil anionic surfactant, the weight ratio of A:B being in the range 1:99 to 50:50 and

the weight ratio of B1:B2 being in the range 20:80 to 70:30, optionally including O to 99.99%
by weight water, said composition being in the form of a microemulsion concentrate or a
microemulsion, said (A) being stable.

2. Composition according to claim 1 wherein B2 is selected from the group
consisting of sulfated or sulfonated synthetic sperm oil, sulfated or sulfonated vegetable fatty
acids, sulfated or sulfonated animal oil, sulfated or sulfonated fats, such as red oil, and
sulfated or sulfonated castor oil.

3. Composition accordiné to claim 1 or claim 2 further including up to 6% by
weight defoamers, antifreeze agents, stabilizers, and thickeners.

4. Composition according to any one of claims 1 to 3 further comprising one or
more microbicidally active ingredients in addition to (A).

5. Composition according to claim 1 in the form of a microemulsion comprising
60 to 85% by weight water, wherein surfactant system (B) comprises (B1) ethoxylated castor
oil, and (B2) comprises sulfated castor oil, the weight ratio of A:B being 20:80 to 50:50 and
the weight ratio of B1:B2 being 25:75 to 60:40.

- 6. Method of protecting a locus from microbicidal attack comprising introducing
in said locus a microbicidally effective amount of a composition according to any one of
claims 1 to §.

7. Method according to claim 6 wherein said locus is paints, coatings, polymer
lattices, emulsions, lazures, stains, adhesives, caulks, textiles, leather and hide treatments,
inks, textiles, non-woven fabrics, household laundry products, liquid and powder soaps,
laundry sanitizers, cosmetics, toiletries, waxes and polishes, photographic rinses, metal

working fluids, and oilfield fluids.
O O R




