
Heat reflective dry mix comprising of dry particulate, the said dry
particulate matter comprising of pigment in the range of 20 to 45%, the
balance proportion being extenders / fillers wherein the extenders/ fillers
shall consist of calcium carbonate not less than 15% with respect to total
particulate matter having the average particle size of the dry particulate
matter in the range of 2 to 6 micrometers. 


