
A fire retardant agent to be incorporated in a plastic, especially
polyurethane foam which functions as a foaming agent and comprises a
mixture of soluble ammonium salts selected from the group consisting of
ammonium monophosphate, ammonium diphosphate and an ammonium halide; and
urea. Processes and apparatus for the production of a polyurethane foam are
also described.    


