


A composite magnetic material which is used as an electromagnetic
interference suppressing material over a wide band in a high-frequency
region is substantially made of powder of a soft magnetic material and an
organic binder. In order to give high flexibility and fire retardancy to
the material, chlorinated polyethylene is used as the organic binder.    


