
A biodegradable polyester prepared from lactic acid, and, optionally, other
hydroxy acid or acids. The polyester contains 4-100 carboxyl groups and has
an average molecular weight of 1,000 to 200,000 g/mol. Also disclosed are
methods of making such polyesters.    


