WO 2007/149847PCT/US2007/071545 SYSTEMS AND METHODS FOR
CRYOPRESERVATION OF CELLS CROSS-REFERENCE TO RELATED
APPLICATION [0011The present application claims priority to co-pending
provisional application No. 60/814,982, entitled "Systems and Methods for
Cryopreservation of Cells", which was filed on June 20, 2006, the entire
discleswm@mofwsiich is incorporated herein by reference. BACK&R@EMND/071545
OF THE INVENTION [2] The present invention concerns storage

methods and associated devices for cryopreservation of cells, such as
mammalian cells, and tissue samples/specimen. [3] Cells and tissues are
frequently cryopreserved to temporally extend their viability and
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involves, in part, placing cells into aqueous solutions containing
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[004e vicersr dateel shinting shascenmmrie ¢ du sos ibabaes gt v bdeng dhe irded zing point, the
sol ARAIRGHAI 1A fReRIARIS B eFM& condition in which the solution remains liquid below its

phase transition temperature is termed supercooling. As the aqueous solutions are cooled
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further below their freezing point, the extent of supercooling increases. In the absence of
intervention, the water molecules in the solution wili, at a point usually no more than 15°C
below the freezing point, spontaneously crystallize, and pure water will precipitate as ice.

[005] During this transition from the liquid to the solid state, the solution moves from a higher
to a lower free energy state, resulting in an exothermic reaction. The heat produced during
this phase transition causes a transient warming of the sample during which the sample
temperature increases. Meanwhile the surrounding environment (e.g. the device in which the
sample is being cryopreserved) either remains at a constant temperature or continues to cool
(depending upon the cooling approach used). Subsequently, as the heat in the sample
dissipates, the thermal dis-equilibrium between the sample and cooling device created during
this event causes the sample to undergo a rapid cooling rate to re-establish thermal
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rapid cooling rate causes the formation of intracellular ice, which usually
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depengen upon the mass of the sample, the heat transfer properties of

the sample container, the cooling protocol used and the fundamental

cryobiological properties of the cells. [6] The relationship between the

frozen state and living systems has been fascinating mankind for years.
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random, unpredictable temperatures; consequently, sample survival rates
will be highly variable between repeated trials with the same freezing
protocol. Furthermore, the extremely rap?d crystallization which results
when ice forms in a highly supercooled solution causes damage to cells
and tissues. Moreover, it has been shown that if extracellular ice formation
is initiated at high degrees of supercooling, the probability of damaging
intracellular ice formation is drastically increased. This phenomenon
results from the delayed onset of freeze-induced cell dehydration, which
results in increased retention of intracellular water, and thus higher
likelihood of ice formation in the cell.



[9] As noted above, during the transition from the liquid to the solid state,
the solution moves from a higher to a lower free energy state which
results in thermal disequilibrium between the sample that continues to
warm and the cooling device that continues to cool. This disequilibrium
ultimately results in a severe deviation from the cooling rate prescribed for
thevpaxticukasicell type, and the potential for cell damage duriRgTRg&2007/071545
process. [10] To prevent these potentially damaging situations from
occurring, steps in the cryopreservation process often include
interventions to introduce ice crystals in the extracellular solution near the
solution freezing point. This process called "seeding" is typicall
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cell d-léﬁyd}yt}éﬁ!\mgk\lresuits in increased retention of intracellular water, and thus higher
likelihood of ice formation in the cell.

[009] As noted above, during the transition from the liquid to the solid state, the solution
moves from a higher to a lower free energy state which results in thermal disequilibrium
bétween the sample that continues to warm and the cooling device that continues to cool. This
disequilibrium ultimately results in a severe deviation from the cooling rate prescribed for the
particular cell type, and the potential for cell damage during the process.

[010] To prevent these potentially damaging situations from occurring, steps in the
cryopreservation process often include interventions to introduce ice crystals in the
extracellular solution near the solution freezing point. This process called "seeding” is typically
performed by cooling the samples to near the solution freezing point, then touching the outside
of the sample container with a metal device (e.g. forceps or a metal rod) precooled in a
cryogenic fluid (e.g. liquid nitrogen). This seeding step produces ice crystals in the
extracellular solution and provides a "template" upon which supercooled water molecules in
the solution organize and produce further ice. However, seeding samples in this manner is

time consuming and places the samples at risk in cases where they are temporarily removed



[12] These and other needs in the field of cryopreservation are met by
several aspects of the present invention. In one aspect of the invention, an
auto-nucleating device is provided for introduction into a cryopreservation
vessel prior to freezing of a liquid contained therein. The device comprises
an elongated hollow tube sized for introduction into the cryopreservation
ve¥O 'Yt ®ice-nucleating composition disposed within th@ GERENfUa54S
Both ends of the tube are sealed, while at least one end is sealed with a
membrane that is impermeable to the ice-nucleating composition but
permeable to the liquid contained within the cryopreservation vessel.
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auto-nucleating device is affixed to the interior of the tubular body offset
from the inlet so that it cannot be contacted by a needle piercing the
closed port. [15] In another embodiment, the cryopreservation device
comprises a container for receiving and storing a liquid sample, the
container having an inlet fitting opening into the container and an adaptor
mounted to the fitting. The adaptor has a first tubular branch and a second
tubular branch, with the second tubular branch terminating in a tube
engaging fitting. A septum closes the first tubular branch, in which the
septum is adapted to be pierced by a needle. The cryopreservation device
is further provided with a tube engaged at one end to the tube engaging
fitting on the second tubular branch and a closure at the opposite end of
the tube. WO 2007/149847PCIIUS2007/071545 [16] The closure for the
second branch is initially a septum that may be pierced by a needle for
introduction of the sample liquid into the vessel. The container may be
initially at below-atmospheric pressure to enhance transfer of the sample
liquid from a syringe into the vessel. Once the sample liquid has been
transferred, the tube on the second branch is heat sealed and severed
just above the tube engaging fitting to form a final closure for the second
branch. The closed device may then be subject to a freezing and thawing
protocol. After thawing a syringe may be used to withdraw the sample
liquid through the septum in the first branch of the adaptor. [17] Itis
contemplated that the present invention will provide a simple and
reproducible system for induction of ice and reduction of supercooling in
many different cell freezing applications. The invention contemplates
methods and devices for the controlled extracellular induction of ice
crystals during cryopreservation of cells and tissues via the construction of
solid-state matrix devices where ice nucleation will occur spontaneously.
[18] The present invention poses several advantages over prior systems
and methods. Currently, most methods of inducing controlled ice
nucleation are cumbersome, difficult to reproduce, and are many times
over-looked, despite the large body of literature pointing to the enhanced
freeze-thaw survival of many cells and tissues when the technique is
employed. To date, the most commonty used methods have ranged from
simply touching the side of a vial or straw with a chilled (usually to -196C)
metal object or cotton swab, to elaborate devices designed to spay liquid
nitrogen on a small area of the sample. However, even when performed
under optimal conditions, mechanically seeding ice crystals in this manner

can result in a failure to induce a large enough ice crystal to allow full
nronanatinn throtinchoi it the aviracelliilar ealiition or in localized call



that significantly facilitate the freezing of a sample liquid. One benefit of
the invention is that it greatly reduces the quantity of cells that are
damaged during cryopreservation. Another benefit is that it permits
cryopreservation of low-motility and/or low count sperm samples that
could not be preserved using prior techniques. WO

2MY0) UGS HTPCT/1JS2007/071545 [020]Another benefit oP fHEGSRAEEHHS45
invention is that it provides cryopreservation vessels that are closed
systems but that are readily accessible for multiple sample storage
subjected to different freeze/thaw regimes. Other benefits and objects of
the invention will become apparent upon nsiéier ti%n of the following
written description and &e¢ OIPNL I =RINNAS P2
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IG. 1 is a view of an auto-nucleating device according to one .
the PrepeRbEMSBIERT IR PreRRfCRIERE N eI FG aptR- LIl ae ReBIRe is provided for
introdGtyloRress &y atiepresssRiSdNGRRI g the aidingwickaating cevitesshewiin. The

devicéncoFrln%ri%es an elongated hollow tube sized for introduction into the cryopreservation

vessel and an ice-nucleating composition disposed within the hollow tube. Both ends of the
tube are sealed, while at least one end is sealed with a membrane that is impermeable to the
ice-nucleating composition but permeable to the liquid contained within the cryopreservation
vessel. Preferably, both ends include the membrane to permit flow of the sample liquid into
and through the device.

[013] In the preferred embodiment, the ice-nucleating composition is a sterol, and most
preferably cholesterol. The cholesterol may be a coating on the interior of the hollow tube or
may be provided as a solid matrix within the tube.

[014] In another aspect of the invention, cryopreservation vessels are provided that may
be used with the auto-nucleating device. In one embodiment, the cryopreservation vessel
comprises a flexible tubular body having one end initially open for the introduction of a liquid
sample into the body and a closed port defined at an opposite end of the body. The port is
adapted to be pierced by a needle for withdrawal of the liquid sample. The open end is heat
sealed after the liquid sample ha been introduced into the vessel. The auto-nucleating device
is affixed to the interior of the tubular body offset from the inlet so that it cannot be contacted
by a needle piercing the closed port.

[015] In another embodiment, the cryopreservation device comprises a container for
receiving and storing a fiquid sample, the container having an inlet fitting opening into the
container and an adaptor mounted to the fitting. The adaptor has a first tubular branch and a
second tubular branch, with the second tubular branch terminating in a tube engaging fitting. A
septum closes the first tubular branch, in which the septum is adapted to be pierced by a
needle. The cryopreservation device is further provided with a tube engaged at one end to the
tube engaging fitting on the second tubular branch and a closure at the opposite end of the
tube.



[23] FIG 3a is a view of a flexible closed system vial for cryopreservation

of liquid samples according to a further embodiment of the invention, with
the vial shown in an initial condition for delivery of a sample. [24] FIG. 3b

is a view of the vial shown in FIG. 3a, shown with the vial end sealed. [25]
FIG. 4 is a perspective view of a cell cryopreservation device according to
andhér@iiB¥diment of the invention. [26] FIG. 5 is a perspeREVESHONIGS4S
an adaptor used in the device shown in FIG. 4. [27] FIG. 6 is an exploded
view of the device shown in FIG. 4. WO
20071149847PCT1US2007/071545 DESCRIPTION OF THE

ILLUSTRATED ODIMENTS [28] For the purposes of promoting an
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introduced into the tube to form a solid matrix within the tube whi
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induction of ice crystals during cryopreservation of cells and tissues via the construction of
solid-state matrix devices where ice nucleation will occur spontaneously.

[018] The present invention poses several advantages over prior systems and methods.
Currently, most methods of inducing controlled ice nucleation are cumbersome, difficult to
reproduce, and are many times over-looked, despite the large body of literature pointing to the
enhanced freeze-thaw survival of many cells and tissues when the technique is employed. To
date, the most commonly used methods have ranged from simply touching the side of a vial or
straw with a chilled (usually to —196°C) metal object or cotton swab, to elaborate devices
designed to spay liquid nitrogen on a small area of the sample. However, even when
performed under optimal conditions, mechanically seeding ice crystals in this manner can
result in a failure to induce a large enough ice crystal to allow full propagation throughout the
extracellular solution, or, in localized cell damage and loss due to the enormous cooling rates
observed in the portion of the sample closest to where the metal object or liquid nitrogen spray
is being directed on the container.

[019] One object of the invention is to provide cell cryopreservation methods and devices
that significantly facilitate the freezing of a sample liquid. One benefit of the invention is that it
greatly reduces the quantity of cells that are damaged during cryopreservation. Another
benefit is that it permits cryopreservation of low-motility and/or low count sperm samples that
could not be preserved using prior techniques.



[30] In a preferred embodiment, the nucleating composition is crystalline
cholesterol. The use of sterol compositions, and especially cholesterol, is
known in other fields, such as in chill water systems, as shown in U.S.
Patent No. 4,928,493. In these other uses, powdered compositions are
disposed within a container for exposure to water to assist in the formation
of @ 2N/ Eplained below, it was determined after experimeRtAHOTATAL71545
- crystalline cholesterol was non-toxic to the sample cells and liquids being
prepared for cryopreservation, such as blood, stem cell solutions and
semen. [31] The ends 16 of the tube are sealed with a
solutjon-permeable membrane 18. In particular, the membrane is ,
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the surrounding liquid. It is also important that the membrane permit free
flow of the cryopreservation liquid into the tube 12. The tube and the
interstices in the solid matrix nucleating composition may also be initially
filled with an isotonic buffer. WO 2007/149847PCTAIS2007/071545 [32]
This auto-nucleating device 10 is sized to be placed into a
cryopreservation vessel such as a vial 30 or a blood bag 40, as shown in
FIG. 2. The device may be free within the vessels or may be affixed to an
interior surface. Since the device is intended as a nucleation site for ice
formation, it does not need to be very large. In a specific embodiment, the
tube 12 is 0.25 inches long and 0.0625 inches in diameter. The
cryopreservation vessel may be filled with the particular specimen or
sample, and a cryopreservation solution, where appropriate, as is known
in the art, while the device 10 remains within the container. The container
30 or 40 is then subjected to a cryopreservation protocol. Since the
cryopreservation liquid is in contact with the ice nucleating composition 20
within the device, ice will spontaneously form inside the tube 12 of the
device 10 with little or no supercooling. Ice then continues to build off the
tube into the surrounding solution, resulting in freezing of the cell
suspension with little or no supercooling and minimal intracellular ice
formation. [33] In one specific embodiment, a first experiment was
designed to determine that cholesterol physically bound to the inside of
cryo-storage vessels will induce ice nucleation. In this embodiment, the
working sterol solution was prepared by adding 0.025g of dry cholesterol
to 3m1 of methanol. The resulting suspension was then placed into a 70C
dry bath and agitated intermittently until all solid sterol had dissolved.
Commercially available vials were coated with 100l of the sterol solution
and placed in the dry bath at 75C to allow the methanol to evaporate, and
to achieve cholesterol recrystallization and adhesion. Vials were then
rinsed with 1ml of PBS, 2-3 times, to remove any loose crystals.
[036]Next, solutions of 6% glycerol (to replicate a typical sperm bank
cryopreservation media) and 10% DMSO (to replicate a generalized
cell-line cryopreservation system) were prepared in PBS and were
evaluated by cooling at -5C/minute in a sterol coated vial and in a
non-coated (control) vial. To achieve statistical power, 20 vials containing
DMSO and 12 vials containing glycerol were evaluated. The temperature
inside each vial was monitored using a thermocouple at one second
intervals to allow resolution of the solution freezing point and release of
the latent heat of fusion.
7



WO 2007/149847PCT/US2007/071545 [038]The results of this
experiment indicated that in both DMSO and glycerol the freezing point
was higher and the temperature change during heat of fusion (AT) was
reduced for vials coated with the sterol. These results are summarized in

the following table: FREEZING POINT AT
WO 2007/149847 PCT/US2007/071545

DESCRIPTION OF THE FIGURES

[021] FIG. 1 is a view of an auto-nucleating device according to one embodiment of the

present invention.

[022] FIG. 2 is a view of known cryopreservation vessels incorporating the auto-nucleating
device shown in FIG. 1.

[023] FIG. 3a is a view of a flexible closed system vial for cryopreservation of liquid
samples according to a further embodiment of the invention, with the vial shown in an initial
condition for delivery of a sample.

[024] FIG. 3b is a view of the vial shown in FIG. 3a, shown with the vial end sealed.

[025] FIG. 4 is a perspective view of a cell cryopreservation device according to another
embodiment of the invention.

[026] FIG. 5 is a perspective view of an adaptor used in the device shown in FIG. 4.

[027] F1G. 6 is an exploded view of the device shown in FIG. 4.
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DESCRIPTION OF THE ILLUSTRATED EMBODIMENTS

[028] For the purposes of promoting an understanding of the principles of the invention,
reference will now be made to the embodiments illustrated in the drawings and described in
the following written specification. It is understood that no limitation to the scope of the
invention is thereby intended. It is further understood that the present invention includes any
alterations and modifications to the illustrated embodiments and includes further applications
of the principles of the invention as would normally occur to one skilled in the art to which this

invention pertains.

[029] In one embodiment of the invention, an auto-nucleating device 10 is provided, as
shown in FIG. 1, which involves the use of compositions capable of ice nucleation. . In
accordance with the present invention, an ice nucleating composition 20 is bound to the inner
surface 14 of a hollow open tube 12. In a preferred embodiment, the tube is formed of plastic.
A sufficient amount of the nucleating composition is introduced into the tube to form a solid
matrix within the tube while permitting liquid flow through the tube.

[030] In a preferred embodiment, the nucleating composition is crystalline cholesterol.

The use of sterol compositions, and especially cholesterol, is known in other fields, such as in
chill water systems, as shown in U.S. Patent No. 4,928,493. In these other uses, powdered
compositions are disposed within a container for exposure to water to assist in the formation of
ice. As explained below, it was determined after experimentation that crystalline cholesterol
was non-toxic to the sample cells and liquids being prepared for cryopreservation, such as
blood, stem cell solutions and semen.

[031] The ends 16 of the tube are sealed with a solution-permeable membrane 18. In
particular, the membrane is permeable to the cryopreservation liquid and impermeable to cells
or tissue to be preserved. It is important to maintain separation and prevent direct contact
between the cells/tissue and the ice nucleating composition. The membranes at each end will
also contain any cholesterol crystals that may dislodge from the tube and prevent the crystals
from contaminating the surrounding liquid. [t is also important that the membrane permit free
flow of the cryopreservation liquid into the tube 12. The tube and the interstices in the solid
matrix nucleating composition may also be initially filled with an isotonic buffer.
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[032] This auto-nucleating device 10 is sized to be placed into a cryopreservation vessel
such as a vial 30 or a blood bag 40, as shown in FIG. 2. The device may be free within the
vessels or may be affixed to an interior surface. Since the device is intended as a nucleation
site for ice formation, it does not need to be very large. In a specific embodiment, the tube 12
is 0.25 inches long and 0.0625 inches in diameter. The cryopreservation vessel may be filled
with the particular specimen or sample, and a cryopreservation solution, where appropriate, as
is known in the art, while the device 10 remains within the container. The container 30 or 40 is
then subjected to a cryopreservation protocol. Since the cryopreservation liquid is in contact
with the ice nucleating composition 20 within the device, ice will spontaneously form inside the
tube 12 of the device 10 with little or no supercooling. Ice then continues to build off the tube
into the surrounding solution, resulting in freezing of the cell suspension with little or no

supercooling and minimal intracellular ice formation.

[033] In one specific embodiment, a first experiment was designed to determine that
cholesterol physically bound to the inside of cryo-storage vessels will induce ice nucleation. In
this embodiment, the working sterol solution was prepared by adding 0.025g of dry cholesterol
to 3ml of methanol. The resulting suspension was then placed into a 70°C dry bath and
agitated intermittently until all solid sterol had dissolved. Commercially available viais were
coated with 100ul of the sterol solution and placed in the dry bath at 750C to allow the
methanol to evaporate, and to achieve cholesterol recrystallization and adhesion. Vials were -
then rinsed with 1ml of PBS, 2-3 times, to remove any loose crystals.

[036] Next, solutions of 6% glycerol (to replicate a typical sperm bank cryopreservation
media) and 10% DMSO (to replicate a generalized cell-line cryopreservation system) were
prepared in PBS and were evaluated by cooling at -5°C/minute in a sterol coated vial and in a
non-coated (control) vial. To achieve statistical power, 20 vials containing DMSQ and 12 vials
containing glycerol were evaluated. The temperature inside each vial was monitored using a
thermocouple at one second intervals to allow resolution of the solution freezing point and
release of the latent heat of fusion.
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3.61 C [39] In this experiment, some sloughing or chipping of the crystals
(and some degree of dissolution in the DMSO samples) was also

observed, resulting in solution contamination (possibly due in part to
unavoidable physical manipulation of the containers and the solutions). In
order to address this problem, one embodiment of an auto-nucleating
deV&?4 4% brovided in which a 0.25 inch hollow tube was REEIERMEH071545
the interior with 100 pl of sterol solution and allowed to dry for 48 hours.

One end of the tube was sealed with a permeable cotton plug, while the
other end of the tube was attached to the inside of a viaI lid using an

[038ﬁpox¥ﬁgs§sﬁ'@s o?l Q cé&gpdr rc:aZtA'(Jﬁ| t%u rn-E wﬁqg % erogtﬁe freezing

ound cho est in a se ues ere enwronmen
pomtarramﬂ@%mﬁ)ﬁt?d@mnﬁr @tetrg)qrqaragméker@dmatpf {49pm(ABerendeduced for vials

coatRXRRHMHIEIBMIR SRMESLIAS-ETYORIRSR EUBIE GilRiAY R ECleating
device 10 and was specifically analyzed to determine whether the

samples cryopreserved in accdre@Eica N PGB Present invention haghd
higher post-thaw viability than semen frozen using standard configuration

Sterq)igratrfiMSQPeriment, |discardet Humad £&men samples (20&8mpleg9 °C

m-4-dopers)were obtained-and were placed.into a humidified 37C

Non"ﬁ%ﬁfﬁgto'?%%p, 002, 95%; air) for 3(9 @é ﬁtﬁtﬁ%e§untrl liquefied. Ooneg £4.36 °C

Sterdt t g, Blecampptes were adjusteg to-prybspsing-isotonic PBS 77— 5w
(equilibrated to 37C) and evaluated using a computer assisted seméen

Non-88abgsiscipyiee to measlire and tgeeyd av@ralt initial cqountand Fstititg 41 5¢
The samples were then equilibrated to 6% glycerol in @ TEST egg yolk

buffer through WO 2007/149847PCT/U82007/071545 a step-wise

addition procedure. Following equilibration, each sample was divided into
[03%hredn BitnPHIR|iBEN A SETHE SESIEINGE ChyRPVIRIE dretniRR s wema degree of

disso(@jienstamdaniigal $arhpleanslKLEEESNEOTEMA RN @I CDnBamination

ard V|aI hICh was,t rec ive no seedi ve control
o B A UL s <OSIET3 s golutons).
n ordedtaﬁdsitﬁﬁsrﬁﬂIﬁ\ft@b@mrmeerab@mawtoﬁan avadintickeetiad dedoe 10 was
provr§@@|ﬁ$wm&*ﬁ’&@ﬁtf@@?ﬁdﬂ@§ ugrdfadriiaigispedieshiBAbRMAN R of sterol

seed Yral fter an ddltlonal 7 minutes at -
solution an allowed to dry or 48 hours. One end of the tube was sealed with a permeable

cotton plug, while the other end of the tube was attached to the inside of a vial lid using an
epoxy resin and allowed to dry for 14-24 hours. The stent was designed to keep the bound
cholesterol in a sequestered environment while still allowing solution (but not cells) in to make
contact.

[040] In a second experiment, human semen was cryopreserved using this auto-
nucleating device 10 and was specifically analyzed to determine whether the samples
cryopreserved in accordance with the present invention had a higher post-thaw viability than
semen frozen using standard configuration vials. In this experiment, discarded human semen
samples (20 samples from 4 donors) were obtained and were placed into a humidified 37°C
incubator (5% CO2, 95% air) for 30-60 minutes until liquefied. Once liquefied, the samples

were adjusted to 5ml using isotonic PBS (equilibrated to 37°C) and evaluated using a
computer assisted semen analysis device to measure and record ovérall initial count and
motility. The samples were then equilibrated to 6% glycerol in a TEST egg yolk buffer through
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8C, specimens were cooled again at -10C /minute down to -40C. At -40C
the rate was increased to -20C/minute, and at -80C samples were
plunged into liquid nitrogen (LN2). [43] Following freezing, the samples
were thawed by placing on the bench top (corresponding to -300C/min

thawing rate). Once the last of the ice had melted, the glycerol was then
dilt8dWrop%iiise over a 10-minute period by the addition of PEEVSHIES*
were then washed and re-suspended in glycerol-free PBS. Finally,

samples were incubated (37C, humidified atmosphere, 5% CO2, 95% air)
for at least one hour prior to evaluation of post thaw count and motility.

a ste#\ﬂsgh??icrﬁ%%lt;?rg&%g{?{g.eﬁoﬂgvﬁr)w( %t”m i nrta%%lcgé%g g%%ﬁﬁ%%'se%\ﬁ%g ri‘nto three
using the"autonucleating device of the present invention retaine

1.5 miiglitifioiand geomsBeaighet hatiie) edanng errerne IBMF asiandrd vial to be

manJEA¥@B&HAY ﬁ\!ﬁ@l:éﬁ@giﬂ%@?{é?]@&3@%@%5@&%%@@&5@@@&% MEEBeding
significantly higher (p<0.05) than the unseeded, negative control samples

(negql¥ £OBYRYY) as determined using analysis of variance techniques. [45] In

athiréi experiment it was determined th t%oun cholesterol wou o o
0420, R R s e U e e A et hom 22°C o -e°C

at —sabine. Kyt axpedeent. ditpieliedsprenaisampies wese sypaseth iquid nirogen
was (ST ke haLhad Aeen conieR W 00T e leral

ee ﬂ!urtwigln7 minutes at -
ity evaluatio erfor hours ot Incubation showed

8°C, pocsigiuficanireydottedcagiachol difecimpntaciomithideuntichatestetol s rate was
human spermatozoa over 8 hours of culture. [O471Thus, the

increasg-uctedito BelRe a3t 1 SreaemrifERtN S SRLIRs iRt tsapenLN2)
1043 S0, R ) SRR LORRRATS
(corresponding to ~300°C/min thawing rate). Once the last of the ice had melted, the glycerol
was then diluted drop-wise over a 10-minute period by the addition of PBS; samples were then
washed and re-suspended in glycerol-free PBS. Finally, samples were incubated (37°C,
humidified atmosphere, 5% CO2, 95% air) for at least one hour prior to evaluation of post thaw

count and motility.

[044] The results of this second experiment indicated that samples frozen using the auto-
nucleating device of the present invention retained significantly (p<0.05) higher motility (66.1 +
4 7% mean + SEM) than those frozen using manual seeding (566.0 + 3.8%). Both seeding
approaches were significantly higher (p<0.05) than the unseeded, negative control samples
(43.4 £ 3.7%) as determined using analysis of variance techniques.

[045] In a third experiment it was determined that bound cholesterol would produce no
cytotoxic effects on semen cultured over an extended period of time. In this experiment,
liquefied semen samples were exposed to culture plates that had been coated with 100u! of
the sterol solution. Motility evaluations performed at 1, 2, 4 and 8 hours of incubation showed
no significant cytotoxic effect of direct contact with bound cholesterol on human spermatozoa

over 8 hours of culture.

[047] Thus, the auto-nucleation device 10 of the present invention is demonstrated to yield
better post-thaw motility than using either manual seeding or no seeding in sperm
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cryopreservation procedures. These experiments demonstrated that
sterol-induced ice nucleation is a consistent, reliable method which can
reduce supercooling and therefore reduce the associated rapid increase in
temperature following the "flash™ of ice crystal formation typical of the
supercooled solution freezing event with better outcomes. The device and
methBd*8F1h&43resent invention allows the samples to remainPfl{HE2007/071545
cooling chamber undisturbed throughout the entire duration of freezing
because there is no need for the manual seeding techniques of the prior
art. [48] It is believed that the device and methods of the present
j i r jcularly_suited for standard, commercjal sperm panking, .
et e e S SR R e S
nuclgptive dsadalinibtink /sidbomstinodtyidehrsraierdiss slparéootiomantidaerefore
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excluded from donor pools. [49] Similarly, the device 10 and methods o

seedifg AUMSAN RBRTIRRS have significant impact on the ability to store

ryo r topoietic stem and/ar pragenitor cells. (PCB HPCs) in.
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2007/149847PCTATS2007/071545 samples than has heretofore been .
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cryopreservation of various cord blood derived stem/progenitor cells may
(.9 Byl ETAHI AR iR BROF o R AL AT BRI SHR iR el he Sitsizgyd invention
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storage of multiple cell types derived from umbilical cord blood, it may be

optimum to use very different freezing protocols including different

cooling/warming rates. Current technolty relies either on cryogenic bags,

some with multiple chambers, or vials. However both of these systems

have substantial drawbacks. The multiple chamber bags do not allow for

different cooling rates or CPAs to be used in the different chambers. Vials

by themselves cannot be considered "closed" systems at cryogenic

temperatures unless a heat sealed over wrap is used, the application of
which can comnromice cancitivie ecamnlece [RB11 To nvvercome thic



WO 2007/149847PCDUS2007/071545 adhered to the inner wall of the

body 52 so that it is not accessible by a needle passing through the port

52. [53] Itis contemplated that the vial 50 of the present embodiment may

be used for multiple freeze/thaw protocols in discrete cryo-containers.

Thus, an array of vials 50 may be supported in a fixture with the open end

56 'ﬁ’\?aﬁﬂgfﬂb%? introduction of multiple aliquots of the liquid s&MIE2WHERS4S

each vial is filled, the corresponding end is sealed to provide a closed

system vial for cryopreservation. [54] In a further embodiment of the

invention, a cryopreservation device 60 is provided, as shown in FIGS.
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or other suitable means for providing an air and liquid-tight seal between
desqiiRed Jhiamares: éﬁ@%caagﬁ%fswa'[seyfﬁ%%a&&q%e@&ég tWoich description is
incorpuiratad hexachesréard€9. The branch 67 terminates in an end portion

68 that is configured to engage a needle septum 72 (FIG. 6). The second
[050hrandhfB8herATRaR §fitha Beasr ftvienfio0 rausiebizebdptigmgoTesirvation of various
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is removed [ﬁ% In one specific embodiment, a tubing €
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cell samples for freezing and eventual thawing. It is contemplated that

[051keverd suerranppriediniation, ddvites 6inbadiyneytoaitisampiesdromsales in a
cwo@%mﬂ&%%mﬁxﬁméeg 1R.AFOTIHRER SAILAN %R%Q&%’Ea&l‘m FIGS. 3a,

vice 60 |s initially stored in the configuration shown in F

b, wijgh %ﬂém Bﬁaﬁma S 58] Hbewb?ﬁﬁrﬁe%ﬁtwgélPESrﬁ'ﬁ%ﬁ?@r%@@fd‘ﬁ%em
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at onefén@ Cﬁm@ade&r@egaﬁaar%ﬁ%r%mwée %1 2re Wiy 8“%‘? géqr}egﬁgx&%%%@g but is

like devices 60. The tubing 74 is a bend that exténds outs

adapiRe RPERHHEB Y. Qfﬁﬁ%dé%fﬁ&éﬁﬁt%‘lé@@@ﬁwadhﬁaﬁ@é’r@@@ﬁer thawing.
roper ned, bing 74 will. not integfere with other ce|l containers.
mﬁzlﬂowz—\\/%srﬁlr%' acco%g‘glr%é Wi ﬁ?e dtr%f%r}ae SaffAeRt R SRR HIp RESE
introduglian@tadinga aamipibe %m@l@%alahéﬂlhealbetmﬁéﬂfmhged asdéfesslaped, such as
by a F%QtV&i@l'@Wf%'r&\@ﬁe\ﬁf‘ihﬁrﬁ@n@dnqﬁ@@d@e@%ﬁéﬂ?ﬁ&%ﬁ%t%n available for

freezmdoang storage of a single unit. Optionally, but preferably, each vial includes the auto-
nucleation device 10 described above. As shown in FIG. 3a, the device 10 is preferably
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[59] The tubing 74 is preferably flexible for an additional reason. In

particular, the branch 69 and the attached tubing 74 is used for filling the

container 62 of the device 60. Thus, in accordance with the present

invention, the flexible tubing 74 may be manipulated to permit introduction

of a newly extracted cell sample into the container. This introduction

ocftS1H 88 *dspect by piercing the septum 75 with a need|d oF A2Rj&s+3

containing the extracted liquid sample. Alternatively, the septum 75 may

be removable from the end 74b of the flexible tubing so that the sample

may be injected directly into the tubing without having to pierce a
aae R k0 G GoRe TEs L B RCATB RN AL Fegeaess™

y

throug/mifeetheredAtainer remains in the egg carton container. [60] Once the

samg?le has been introduced into the container 62 it is contemplated that
[053ke pidnER B B Aie 0aptd? MahaMPaHsHATPSEaI& Adineept&hayag used for

multigmeeherértyvthisteeaking discrete lyysealimgitieestlekibie tubang just \adei® may be

suppdrR PR Red NG OnOBRESERess R AR BHIRE IHRINA G PS iquots of the

.. removed since it is no longer needed. In one specific embodiment, a
lIquidR5MRNpINERESERATY WRlrTAG NG RUTRS RARRINGIRESLISI FPARR P thie Yisisirdgs losed
systeheabserldheflatenetdqportion and sever the excess portion. This sealing

and cutting preferably occurs as close to the barbed fitting 70 as possible
[054]s0 thist ;8 FieTapmeRacinens eletkidievemiag, 24onmiraseieide desicediti provided,
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; [
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Once the branch 69 is sealed the device 60 ctontaining the Tiquid sample is
[055]read¥ ferifteciithgyandesiosagedaaiiteraineheds tatemaitharieusedibexdaptor
. ViC [ iling s hen it is.desired to retrieve th mple
o e L e B R R B RS o
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suitatEARER /o QRS a AR fRiLRISIHIR Wek davakaltHecsAmRle- dhisd the

d nggdle and syringe may be used to pierce the septum and withdraw the
adap %ru ‘sample into the syringe. The empty device 60 may then be

[056]discam@%degégrIﬂ%@%@ﬁ@%@r@rgﬁ%ﬂggwigﬁh ds %‘H@tsmﬁ’éﬂ?g\li{ﬁﬁinates in

the container 62 of the cryopreservation device 60 may be provide
an enghPfitian $Eahis PAYYAEGIM RS8R AMARHETEPBIThEIIGR Saminie second
branciusieethenstiep of fillingdacideice containabed.fBinga the iapraIBg:Yagement

. , led by t i tunr 75, th
o S IPER L i TSP BT SRR L T

septUcKAeRPEY BRI SRiB T A TRercaigyed da Vi e geciicand liquid-tight
seal &mkodiaenthEevinbiahvacy N BbtheisRRINGRESdpRIRE AL 5 are configured to be

R B b R e e e
[o57]{0rmﬂ¢d?feséﬁeém@e%%fgﬂ§n%‘§§%Bi‘nﬁ‘ﬁnﬂeég_%f B50dRaBKING A the tubing 74

ong-term storage in standard géc%?enlc conditions (1.e., temperatures as’
whendi> £09P66E 0 Mo AIEPIS RN ShmeidLlgedadA BoriaiBtsoNigdssde slide
over 2 (@Hacisealrgref Hoedlexine uringkabo wokfitwidin s Elomigliesaeteslide over

the tﬁm??a,go rghlg%}gri\'g. ﬂi&e ilexible tubing 74 must also be capable of
with'standing cryogenic temperatures without compromising the ability to
heat seal and sever the tubing when sealing he branch 69 of the adaptor
65. In one specific embodiment, the flexible tube is formed of TYGON(r) or
a similar material. [64] While the invention has been illustrated and
described in detail in the drawings and!foregoing description, the same
should be considered as illustrative and not restrictive in character. It is
understood that only the preferred embodiments have been presented
and that WO 2007/149847PCT/US2007/071545



all changes, modifications and further applications that come within the
spirit of the invention are desired to be protected. What is claimed
is:MCS1.1...P 1. An auto-nucleating device for introduction into a
cryopreservation vessel prior to freezing of a liquid contained therein,
comprising: an elongated hollow tube sized for introduction into the
cryBHé¥BAAkn vessel; an ice-nucleating composition dispoBEd Witp071545
said hollow tube; and a seal at both ends of said tube, at least one
end sealed with a membrane that is impermeable to the ice-nucleating
composition but permeable to the liquid contained within the

ryopygsery tlon vgg 821 2. The auto- ngcleatln devlce of claim 1

I

[058 her C<a ?é%e %‘?ﬂ?&?ﬂgﬂqg QY& 018513 7L 10 be received in the
stancarntb-aggleationy deviretof M@tmﬂmemndat;bre@ﬂummiag foornpeasitipand

eventBANARFHRIOlt is contemplated that several such cryopreservation devices 60 carrying
cell samples from a common source may be housed in a common egg carton separator. In
use, the device 60 is initially stored in the configuration shown in FIG. 4 - i.e., with the tubing
74 projecting upward from the cell container itself. The adaptor 65 is sized so that it does not
extend beyond the vertical envelope of the container and therefore will not interfere with the
storage of other like devices 60. The tubing 74 is shown with a bend that extends outside the
vertical envelope. If the devices in the egg carton container are properly aligned, the tubing 74
will not interfere with other cell containers. However, in accordance with the preferred
embodiment, it is contemplated that the tubing 74 will be flexible so that it can be arranged as
necessary to avoid interfering with other containers 62 in the same egg carton separator.

[059] The tubing 74 is preferably flexible for an additional reason. In particular, the branch
69 and the attached tubing 74 is used for filling the container 62 of the device 60. Thus, in
accordance with the present invention, the flexible tubing 74 may be manipulated to permit
introduction of a newly extracted cell sample into the container. This introduction occurs in one
aspect by piercing the septum 75 with a needle of a syringe containing the extracted liquid
sample. Alternatively, the septum 75 may be removable from the end 74b of the flexible tubing
so that the sample may be injected directly into the tubing without having to pierce a
membrane. In either case, the flexible tubing 74 facilitates this step of filling the container 62
since the tubing can be manipulated as necessary while the container remains in the egg
carton container.

[060] Once the sample has been introduced into the container 62 it is contemplated that
the branch 69 of the adaptor is permanently sealed. In the preferred embodiment, this sealing
occurs by sealing the flexible tubing just above the barbed fitting 70. Once sealed, the.
remainder of the tubing can be removed since it is no longer needed. In one specific
embodiment, a known pinch sealing bar may be used to simultaneously flatten the tubing, heat
seal the flattened portion and sever the excess portion. This sealing and cutting preferably
occurs as close to the barbed fitting 70 as possible so that no remainder of the flexible tubing
74 will fall outside the vertical envelope of the container 62.
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4. The auto-nucleating device of claim 1, wherein said ice-nucleating
composition is a coating on the interior of said hollow tube. 20 5. The
auto-nucleating device of claim 1, wherein said ice-nucleating composition
is a solid matrix disposed within said tube. 6. The auto-nucleating
device of claim 1, wherein said seal at both 25ends of said hollow tube is
saity hEHBrERE. 7. A cryopreservation vessel with said PCT/US2007/071545
auto-nucleating device of claim 1 disposed therein. 308.The
cryopreservation vessel of claim 7, wherein said auto- nucleating device is
attached to the interior of the vessel. 9. The cryopreservation vessel of

Ia|m8 f rther in erX|bI tu ular bod (I}avm one end initially . .
[061@ eSlﬂa] d[‘n g |oﬁn g g]\nc%.u 0 Sam Ing {3(?% r%rﬂge t‘?‘xe stterz% integrity

or c!osed sealed aspect of the cryopreservation dewce 60. When the sample is injected
through the septum 75 the branch 69 remains sealed throughout the process, even after the
needle is removed. Once the branch 69 is sealed the device 60 containing the liquid sample is
ready for freezing and storage in the same egg carton that housed the device during the filling
step. When it is desired to retrieve the sample, the device 60 may be removed from the egg
carton for individual thawing apart from the other devices held in the carton. The needie
septum 72 of branch 67 provides the avenue for sterile withdrawal of the sample. Thus, a
needle and syringe may be used to pierce the septum and withdraw the liquid sample into the
syringe. The empty device 60 may then be discarded.

[062] In a further aspect of the invention, it is contemplated that the container 62 of the
| cryopreservation device 60 may be provided with an initial vacuum. This vacuum assists
withdrawal of the liquid sample during the step of filling the device container 62. Since the
openings to each branch 67, 69 are sealed by the corresponding septums 72, 75, the vacuum
may be maintained over a long period of time. A cap may be provided over each septum to
ensure an air-tight seal. In a specific embodiment, the initial vacuum in the container 62 may
be at a sub-atmospheric pressure of between 100 mmHg (absolute) and about 160 mmHg
(absolute). ‘

[063] The cryopreservation device 60 may be formed of standard materials used in the
field of blood banking and long-term storage in standard cryogenic conditions (i.e.,
temperatures as low as -196°C). In order to fit in standard egg carton containers, the device
60 (after sealing of the flexible tubing) should fit within a 10mm diameter and a 90mm height.
The flexible tubing 74 must also be capable of withstanding cryogenic temperatures without
compromising the ability to heat seal and sever the tubing when sealing he branch 69 of the
adaptor 65. In one specific embodiment, the flexible tube is formed of TYGON® or a similar
material.

[064] While the invention has been illustrated and described in detail in the drawings and
foregoing description, the same should be considered as illustrative and not restrictive in
character. It is understood that only the preferred embodiments have been presented and that
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a closed port defined at an opposite end of said body, said port adapted
5to be pierced by a needle for withdrawal of the liquid sample. 10.
The cryopreservation vessel of claim 9, wherein said auto-nucleating
device is affixed to the interior of said tubular body offset from said inlet.
10 11. The cryopreservation vessel of claim 9, wherein said one end
of SERPHIBIUEbody is formed of a heat-sealable material. ~ PZTAIS2007/071545
cryopreservation device comprising: 15a container for receiving and
storing a liquid sample, said container having an inlet fitting opening into
said container; an adaptor mounted to said fitting, said adaptor having
a second tubular branch, said second tubular

all C%ﬁ%uﬁq ngﬁ%g%%g%ﬁ@%rn%mﬂlﬂ%taat come within the spirit of the invention

are desired to be protected.
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20a septum closing said first tubular branch, said septum adapted to be

pierced by a needle; a tube engaged at one end to said tube engaging

fitting on said second tubular branch; and a closure at the opposite end of

said tube. 75 13The cryopreservation device of claim 12, wherein said

fitting is a barbed fitting. 14.The cryopreservation device of claim 12, MCSLLP
Rlils Shainesskise is a 30 septum adapted to be pierced by a needle.

1. An auto-nucleating device for introduction into a cryopreservation
vessel prior to freezing of a liquid contained therein, comprising:

an elongated hollow tube sized for introduction into the cryopreservation
vessel,

an ice-nucleating composition disposed within said hollow tube; and

a seal at both ends of said tube, at least one end sealed with a
membrane that is impermeable to the ice-nucleating composition but permeable

to the liquid contained within the cryopreservation vessel.

2. The auto-nucleating device of claim 1, wherein said ice-nucleating

composition is a sterol.

3. The auto-nucleating device of claim 2, wherein said ice-nucleating

composition is cholesterol.

4. The auto-nucleating device of claim 1, wherein said ice-nucleating

composition is a coating on the interior of said hollow tube.

5. The auto-nucleating device of claim 1, wherein said ice-nucleating

composition is a solid matrix disposed within said tube.

6. The auto-nucleating device of claim 1, wherein said seal at both

ends of said hollow tube is said membrane.

7. A cryopreservation vessel with said auto-nucleating device of

claim 1 disposed therein.

8. The cryopreservation vessel of claim 7, wherein said auto-

nucleating device is attached to the interior of the vessel.
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MCSLLP 15.The cryopreservation device of claim 12, wherein said tube is

a flexible tube having a length so that said opposite end of said tube is

above said septum closing said first branch when said container is UprigWCSLLP
516.The cryopreservation device of claim 12, wherein said closure is

formed by heat sealing said opposite end of said tube. 17. The
cryopreservatign device of claim 12 further comprising said

auto-nutleating YR G@BIISIPI s tHrgim 8. furfereeanprising:
cryopreseygiing daxice obelpinalidgvdnesr eindshitigpytaieer fisrmaintaioedction of

% RRIRPSATRORS 110 340 TR GRACoHre:
a closed port defined at an opposite end of said body, said port adapted

to be pierced by a needle for withdrawal of the liquid sample.

10.  The cryopreservation vessel of claim 9, wherein said auto-
nucleating device is affixed to the interior of said tubular body offset from said

inlet.

11.  The cryopreservation vessel of claim 9, wherein said one end of

said tubular body is formed of a heat-sealable material.

12. A cryopreservation device comprising:

a container for receiving and storing a liquid sample, said container
having an inlet fitting opening into said container;

an adaptor mounted to said fitting, said adaptor having a first tubular
branch and a second tubular branch, said second tubular branch terminating in
a tube engaging fitting;

a septum closing said first tubular branch, said septum adapted to be
pierced by a needle;

a tube engaged at one end to said tube engaging fitting on said second
tubular branch; and

a closure at the opposite end of said tube.

13.  The cryopreservation device of claim 12, wherein said fitting is a
barbed fitting.

14.  The cryopreservation device of claim 12, wherein said closure is a

septum adapted to be pierced by a needle.
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15.  The cryopreservation device of claim 12, wherein said tube is a

flexible tube having a length so that said opposite end of said tube is above said

septum closing said first branch when said container is upright.

16.  The cryopreservation device of claim 12, wherein said closure is

formed by heat sealing said opposite end of said tube.

17.  The cryopreservation device of claim 12 further comprising said

auto-nucleating device of claim 1 disposed therein.

18.  The cryopreservation device of claim 12, wherein said container is

maintained at a pressure below atmospheric pressure.
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