
A fully perfluorinated thermoplastic hollow fiber membrane fluid-fluid
contactor and a process for manufacturing the contactor is described. The
contactor has a unitary end structure produced by a single step potting and
bonding process. The contactor can be operated with low surface tension
liquids and in harsh chemical environments.    


