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FIG. 1 

(57) Abstract: Additive particles for use in a fluid catalytic 
cracking system are provided for reducing the opacity of flue 
gas that is generated from a regenerator within the system. 
Particles are supplied to the unit to catalyze the cracking of 
hydrocarbon feeds, and to react with sulfur oxides that are 
produced during regeneration of catalysts supplied for the 
cracking reactions. At least a portion of the supplied particles 
include active particulates and a binder, with at least a portion 
of the active particulates being in a size range from 0.5 to 40 
microns. 
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