CLAIMS

1. A polymeric semipermeable membrane comprisingoa-cross-linked base polymer
having reactive pendant moieties, said base polymearg modified by forming a cross-
linked skin onto a surface thereof, said skin bdwmgned by a cross- linking reaction of
reactive pendant moieties on said surface withl@omer or another polymer thereby, said
base polymer is covalently bonded to said oligooreanother polymer; wherein said base
polymer is polyacrylonitrile (PAN) such that at $¢a@ne portion of said cross-linked skin is
covalently bonded to a nanofiltration (NF) layer inymersion of said cross-linked skin of
said base polymer in polyethylenimine (PEI) anddamsate solution comprising cyanuric
chloride and sulfanilic acidsaid layer was dried at elevated temperathereby, said
polymeric semipermeable membrane having acid arghnic solvent stability, said
nanofiltration layer comprises:

a. at least one di-, tri- or tetra-halo substituteczthe or triazine-containing
monomer, oligomer or polymer, and

b. at least one multifunctional amine having a molacweight in the range of 400
to 750,000,

provided that at least one of the di-, tri- oradalo substituted diazine or triazine-containing
monomer, oligomer or polymer is not a di- or trrezimonomer which is substituted only by
Cl.

2. The polymeric semipermeable membrane accordinglaim 1, wherein additionally
comprising a woven or non-woven textile substratgeanlying said base polymer.

3. The polymeric semipermeable membrane accordiriptm 1, wherein said base polymer
is selected from the group consisting polyacryldeipolymer and any copolymers thereof.

4. The polymeric semipermeable membrane accordimgaim 1, wherein said base polymer
preferably comprises polyacrylonitrile.

5. The polymeric semipermeable membrane accordinglaim 1, wherein said another
polymer is selected from polyethylenimine, polyviaicohol and a combination thereof.

6. The polymeric semipermeable membrane accordingaim 1, wherein said polymeric
semipermeable membrane is an ultrafiltration (UFnrhrane or a microfiltration (MF)
membrane.

7. The polymeric semipermeable membrane accordingaim 1, wherein said polymeric
semipermeable membrane is a polyacrylonitrile filtration membrane and said another
polymer is polyethylenimine.

8. The polymeric semipermeable membrane of claimvligrein said diazine or triazine-
containing monomer or oligomer is selected fromgrmup consisting of
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R'is independently selected at each occurrence fnmo, chloro, iodo, fluoro, -NHR -
OR’ and SR, wherein Ris is independently selected at each occurrerme i, optionally
substituted alkyl and optionally substituted aryl;

R? is independently selected at each occurrence firmmo, chloro and fluoro;
R®is independently selected at each occurrence firmmo, chloro, fluoro,

-NHR®, -OR’ and SR, wherein Ris independently selected at each occurrence thm
optionally substituted alkyl and optionally substi#d aryl;

R*is selected from H, bromo, chloro, fluoro, -NHR-OR and SR, wherein Ris
independently selected at each occurrence fronptiprmally substituted alkyl and optionally
substituted aryl; and

R® is independently at each occurrence -NH-A-NH-, refre A is selected from C

20 aliphatic moieties, €10 aromatic moieties, and combinations thereof; mledithat at at
least two occurrences R¥?, Rand R, taken together, are selected from bromo, chlo a
fluoro, and further provided that when bothdhd R on a single ring are Cl, at least one of
R*and R is not Cl.

9. The polymeric semipermeable membrane of anyaiine 1, wherein said multifunctional
amine has a molecular weight of in the range of @d@650,000.

10. The polymeric semipermeable membrane of amjairhs 1, wherein said multifunctional
amine is selected from the group consisting of @iblylenemine, polyvinylamine,
polyvinylanilines,  polybenzylamines, polyvinylimigalines, and amine-modified
polyepihalohydrins.

11. The polymeric semipermeable membrane of anglasins 1 to 10, further comprising
supplementatross-linker selected from the group consisting,df6-trichloro-s-triazine, 4,6-
dichloro-2-sodium p-sulfoanile-s-triazine (4,6-dmto-2-p-anilinesulfonic acid sodium salt-
s-triazine), 4,6-dichloro-2-diethanolamine-s-triszand 4,6-dichloro-2-amino-s-triazine.

12. A method of forming a polymeric semipermeablembrane comprising steps of:
providing a non-cross-linked base polymer haviragtige pendant moieties;
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cross-linking said said reactive pendant moietigl & solution comprising an oligomer or
another polymer, thereby forming a cross-linkeah gii a surface of said base polymer;
covalently bonding said cross-linked skin to a rigination (NF) layer by immersing said
cross-linked skin in a condensate solution compgisiyanuric chloride and sulfanilic acid;
drying said layer at elevated temperature, saidfignation layer comprises:

a. at least one di-, tri- or tetra-halo substituteczthe or triazine-containing
monomer, oligomer or polymer, and

b. at least one multifunctional amine having a molacweight in the range of 400
to 750,000,

provided that at least one of the di-, tri- oradalo substituted diazine or triazine-containing
monomer, oligomer or polymer is not a di- or trrezimonomer which is substituted only by
Cl.

13. The method according to claim 12, wherein séég of forming further comprising step
of covalently bonding said NF layer to said craskdd skin.

14. The method according to claim 12, wherein sagthod additionally comprising step of
providing said base polymer selected from the grmusisting of polyacrylonitrile polymer
and any copolymers thereof.

15. The method according to claim 12, wherein sagthod additionally comprising step of
providing said another polymer selected from pdlyknimine and polyvinyl alcohol.

16. The method according to claim 12, wherein sagthod additionally comprising step of
providing said another polymer comprising polye¢myiine.

17. The method according to claim 12, wherein st&p of effecting said cross-linking
reaction at a first elevated temperature utilizeagsolution of said oligomer or another
polymer.

18. The method according to claim 17, wherein §astl elevated temperature is in the range
of 50 - 100°C.

19. The method according to claim 17, wherein figstl elevated temperature in the range of
70 - 90°C.

20. The method according to claim 12, wherein saep of effecting said cross-linking
reaction is carried out for 5 - 32 hours.

21. The method according to claim 12, wherein sa@p of effecting said cross-linking
reaction is carried out for 10 - 20 hours.
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22. The method according to claim 12, wherein sagthod additionally comprising step of
providing said oligomer or another polymer in samution with the concentration in the
range of 2 - 10%.

23. The method according to claim 12, wherein sagthod additionally comprising step of
providing said oligomer or another polymer in sadlution having concentration of
preferably 4%.

24. The method according to claim 12, wherein sa#thod additionally comprising step of a
drying step at a second elevated temperature iratige of 70 — 12C.

25. The method according to claim 12, wherein sagthod additionally comprising step of
providing said polymeric semipermeable membrane prmimg polyacrylonitrile
ultrafiltration membrane and said another polymnsgvalyethylenimine.

26. The method according to claim 12, wherein &olakilly comprising step of selecting said
diazine or triazine-containing monomer or oligonseirom the group consisting of

R R! R’
N)“\HN N)\\‘*M M)\N
R? N R R2 N RE N R?
R’ R R’
seiouel
)l\ F //L /}\\
RS N R? and R N RE N R? | wherein:

R'is independently selected at each occurrence fnmmo, chloro, iodo, fluoro, -NHR -
OR’ and SR, wherein Ris is independently selected at each occurrerme f, optionally
substituted alkyl and optionally substituted aryl;

R? is independently selected at each occurrence firmmo, chloro and fluoro;

R®is independently selected at each occurrence firmmo, chloro, fluoro,

-NHR®, -OFR® and SR, wherein Ris independently selected at each occurrence fpm
optionally substituted alkyl and optionally substi#d aryl;

R'is selected from H, bromo, chloro, fluoro, -NHR-OR? and SR, wherein Ris
independently selected at each occurrence fronptihraally substituted alkyl and optionally
substituted aryl; and

R® is independently at each occurrence -NH-A-NH-, rgfre A is selected from C
20 aliphatic moieties, €0 aromatic moieties, and combinations thereof; mtedithat at at
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least two occurrences,'RR%, R’and R, taken together, are selected from bromo, chlab a
fluoro, and further provided that when bothdhd R on a single ring are Cl, at least one of
R®and R is not ClI.

27. The method according to claim 12, wherein anladtly comprising step of providing
said multifunctional amine having a molecular weighin the range of 400 to 250,000.

28. The method according to claim 12, wherein aaluilly comprising step of selecting said
multifunctional amine from the group consisting pblyethylenemine, polyvinylamine,
polyvinylanilines,  polybenzylamines, polyvinylimigalines, and amine-modified
polyepihalohydrins.

29. The method according to claims any of 12 tov#&rein additionally comprising step of
providing supplemental cross-linker selected frdva group consisting of 2,4,6-trichloro-s-
triazine, 4,6-dichloro-2-sodium p-sulfoanile-s-milge (4,6-dichloro-2-p-anilinesulfonic acid
sodium salt-s-triazine), 4,6-dichloro-2-diethanoilaeas-triazine and 4,6-dichloro-2-amino-s-
triazine.
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