
A cushioning material for forming press includes fiber material layers 31
and 32 superimposed with a bonding material layer 30 interposed, an upper
rubber layer 33 positioned on an upper surface of one fiber material
layer.31, a lower rubber layer 34 positioned on a lower surface of the
other fiber material layer 32, an upper exudation preventing layer 35
positioned on an upper surface of the upper rubber layer 33, and a lower
exudation preventing layer 36 positioned on a lower surface of the lower
rubber layer 34.    


