WO 2014/043188

100% 1

101

1/3

PCT/US2013/059191

—aA—— Zeolite Y
—¥—— MCM-49
—B— 0.3 wit% Pd/Zeolite Y
—¢—— 0.3 wt% Pd/MCM-49

105

103

80%

107

o
o3
X

I
o
R

~

Conversion (wt%)

20%

0%

50

100 150 200 250
T.0.S. (Hour)

FIG. 1

300

360



WO 2014/043188

80%

o
o
S

40%

Selectivity (mol%)

20%

0%

2/3

MCM-49
Zeolite Y
Y 0.3 wt% Pd/MCM-49
B 0.3 wt% Pd/Zeolite Y

PCT/US2013/059191

L

AUIUIIIIT I IR IR RN I

RI

BCH OLF

FIG. 2

CHB

BP




WO 2014/043188 PCT/US2013/059191

3/3

—&——— MCM-49 without H,
—&——— MCM-49 with H,,
—A—— Pd/MCM-49 with H,

100% -
303 301

80% 4

305

@
S
X

.

40%

Conversion (wt%)

20%

OOA) T T T T T T
0 50 100 150 200 250 300 350

T.0.S. (Hour)

FIG. 3



