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A coating composition is composed of a water soluble polysaccharide composition comprising at least one hydrophobic group selected
from aryl, alkyl, alkenyl, aralkyl and mixtures thereof and at least one quaternary ammonium salt group, both connected to a polysaccharide
backbone by covalent bonds. This coating is used for improving the leveling of waterborne paints.
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