
Abstract     POLYPROPYLENE RESIN COMPOSITION AND FILM  There are provided a
polypropylene resin composition comprising:  (i) 10 to 99% by weight of a
specific propylene copolymer (X), (ii) 0 to 60% by weight of a specific
copolymer (Y) , and (iii) at least one member selected from the group
consisting of 1 to 30% by weight of a specific propylene polymer
(W) and 0. 1 to 3 parts by weight of a nucleating agent (N) ; and a film
comprising said polypropylene resin composition, or a laminated film having
a layer comprising s aid polypropylene resin composition.  


