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Laying a base coat of paint

A 4

Allowing the base coat to dry to
bind the base coast to road surface

A 4

Selecting a pre-defined binary
signal for transmission from the
paint indicia

A 4

Applying a plurality of magnetized
particles within the base coat

Y

Allowing the base coat to harden

A 4

Laying a secondary coat of paint
onto the base coat of paint
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FIG. 4
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Detecting magnetic flux readings
from road markings

\

Determining at least one binary
signal from the flux readings

A\

Providing instructions to the vehicle
pursuant to the determined binary
signal

FIG. 5
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