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Dianhydrohexitol diester mixture GC 

Abstract 

S An ester mixture of dianhydrohexitol, a composition comprising the ester mixture and a polymer 

composition comprising the ester mixture or the composition, the use thereof, and a process by 

which the ester mixture can be prepared, where the proportion of C8 based on the sum of C8 

and C10 in the overall ester mixture is 45 moi% to 85 mo!%. 

10 No figure 


