
ABSTRACT 

 

 There is provided a plasma etching method having a high 

etching rate of a silicon nitride film.  A plasma etching 

method includes an etching step of etching a silicon nitride 5 

film formed on a substrate (20) using plasma obtained by 

converting an etching gas containing iodine heptafluoride 

into plasma. 
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