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Functionalized Thin Film Polyamide Membranes 

The present invention relates to a method of preparing RAFT, ATRP or NMRP functionalized 

!hin film gomposite (TFC) polyamide membranes on a microporous substrate. A further 

aspect of the invention is the subsequent modification of the thin film composite polyamide 

5 membrane by gontrolled free [adical Qolymerization (CFRP) to yield membranes having new 

chemical and physical properties, e.g. antifouling and/or antibacterial properties. Further 

aspects of the invention are the functionalized thin film composite (TFC) polyamide 

membranes on the microporous substrate itself and the membranes modified by controlled 

free radical polymerization. 

10 

15 

Under the term RAFT there is understood [eversible 2ddition fragmentation chain !ransfer 

polymerization (RAFT), which is a well known controlled free radical polymerization 

technique and for example described in WO 98/01478, W098/58974, WO 99/31144, WO 

99/05099, WO 02/094887, WO 02/26836, WO 01/42312, WO 00/75207, and WO 99/35177. 

Under the term ATRP there is understood 2tom !ransfer [adical Qolymerization (ATRP). This 

type of controlled free radical polymerization is, for example, described in WO 96/30421. 

Under the term NMRP there is understood D.itroxyl mediated [adical Qolymerization, a free 

20 radical polymerization process by controlled or "living" growth of polymer chains, which 

produces defined oligomeric homopolymers and copolymers, including block and graft 

copolymers. In U.S. 4,581,429 disclosed is the use of initiators of the partial formula R'R"N-

0-X. In the polymerization process the free radical species R'R"N-0• and •X are generated. 

•X is a free radical group, e.g. a tert.-butyl or cyanoisopropyl radical, capable of polymerizing 

25 monomer units containing ethylene groups. 

30 

A variation of the above process is disclosed in US 5 322 912 wherein the combined use of a 

free radical initiator and a stable free radical agent of the basic structure R'R"N-0• for the 

synthesis of homopolymers and block copolymers is described. 

lnterfacial polymerization is copolymerization of two reactive monomers dissolved in two 

immiscible solutions respectively. The monomers can meet and react only at the interface of 

the solutions when two solutions are contained in a reaction chamber. As the reaction 
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continues, polymer film is formed at the interface. The film is usually very thin because the 

growing interfacial polymer behaves as a barrier to diffusion of the two monomers, and the 

polymerization levels off at a limiting thickness, typically of the order of a micrometer or less. 

To provide durability to the fragile films, the interfacial polymerization was frequently carried 

5 out at the surface of a microporous substrate, in which case the result is called a thin-film 

composite membrane. This is for example described by Wamser et al., J. Am. Chem. Soc. 

111, 1989, 8485-8491. 

The current worldwide expansion and diverse application of Reverse Osmosis (RO) 

10 technology has resulted from the introduction of thin-film-composite (TFC) membranes by 

interfacial polymerization. Most commercial TFC membranes are aromatic polyamides or 

their derivatives. It is well known that aromatic polyamide composite membranes have 

excellent salt rejection and water flux, and they are applicable in a wide range of water 

purification applications. 

15 However, fouling is currently one of the major remaining problems for aromatic polyamide 

RO membranes. Fouling causes deterioration of the membrane performance and shortens 

membrane life, limiting further application of RO membrane technology. It is thus desirable to 

improve the surface properties of RO membranes without impairing their transport 

characteristics in order to enhance their resistance to fouling. There is obviously a need for a 

20 process which allows the surface modification of TFC polyamide membranes to overcome 

these problems. 

Surprisingly it has been found that RAFT/ATRP/NMRP functionalized TFC polyamide 

membranes can be prepared by interfacial reaction of an aromatic polyamide and a mixture 

of an aromatic acyl halide and a RAFT-functional or ATRP-functional acid halide or epoxy 

25 functional alkoxyamine (NMRP) on a microporous substrate. These RAFT/ATRP/NMRP 

functionalized TFC polyamide membranes can be used for the controlled radical 

polymerization of ethylenically unsaturated monomers or oligomers for improving or 

modifying chemical and physical properties on the surface of the membrane, which may be 

suitable, for example, to prepare membranes having new antifouling and/or antibacterial 

30 properties. 

The present invention provides a method for preparing RAFT, ATRP or NMRP functionalized 

TFC polyamide membranes by condensation polymerization on a microporous substrate. 
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As mentioned above it is mandatory that the subsequent modification step is carried out by 

Qontrolled free radical Qolymerization (CFRP) where the functionalized sites serve as starting 

points for the chain growth. 

5 One aspect of the invention is a method for the preparation of a functionalized thin film 

composite polyamide membrane on a microporous substrate comprising carrying out on the 

porous substrate a polycondensation reaction of 

a) an aromatic amine with at least two amine functionalities; with 

an aromatic acyl halide with at least 3 -C(O)CI groups; in the presence of 

10 b1) a radical addition fragmentation chain transfer (RAFT) control agent or 

b2) an atom transfer radical polymerization (ATRP) control agent or 

b3) a nitroxide-mediated radical polymerization (NMRP) control agent having a glycidyl 

functionality. 

15 Preferred is a method for the preparation of a functionalized thin film composite membrane 

as defined above consisting of a continuous polyamide layer on a microporous substrate 

comprising carrying out on the porous substrate a polycondensation reaction of 

a) an aromatic amine with at least two amine functionalities; with 

an aromatic acyl halide with at least 3 -C(O)CI groups; and 

20 b1) a radical addition fragmentation chain transfer (RAFT) control agent having an acid 

halide functionality, 

b2) an atom transfer radical polymerization (ATRP) control agent having an acid halide 

functionality, or 

b3) a nitroxide-mediated radical polymerization (NMRP) control agent having a glycidyl 

25 functionality. 

Preferably the aromatic amine compound is of low molecular weight and soluble in water. 

The amine functional group is preferably primary rather than secondary and less (in number) 

than the functionality of the acyl halide compound. Preferably the aromatic acyl halide 

30 compound has at least three or more acyl chloride functionalities and should be soluble in a 

non-polar solvent. 

A non-polar solvent is a solvent that is considerably less polar than the typical polar solvents, 

such as water, C1-C3 alkanols, ammonia and the like and for instance less than 5 weight-
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percent soluble in water at 20°C. Typical examples are C1-C12 aliphatic hydrocarbons such 

as pentane, hexanes, heptanes, octanes; cycloalkanes, for example cyclohexane. 

The term "polymer" as used herein includes oligomers and polymers with (units)n· The upper 

5 limit of an "n" will be defined by the particular characteristics of the polymer chain. 

The porous substrate comprises polymeric material containing pore sizes which are sufficient 

to permit the passage of permeate but are not large enough so as to interfere with the 

bridging over of the resulting RAFT/ATRP/NMRP functionalized TFC polyamide film. 

10 Typically the pore size range may be 0.01-5 micrometers, preferably 0.1-1 micrometer, 

measured by SEM. 

15 

The porous substrate may be inorganic or organic. As inorganic materials there come into 

consideration porous silica in the form of thin films or, for example, zeolite. 

As already mentioned above reversible §.ddition fragmentation chain !ransfer polymerization 

(RAFT) is a well known controlled free radical polymerization technique. In the RAFT­

polymerization process, specific thiocompounds (RAFT control agents) are used in 

conjunction with classical free radical initiators (like peroxides or azo-initiators) to result in a 

20 polymer with living characteristics, i.e a polymer with low polydispersity. Due to the living 

characteristics, the RAFT polymerization process also allows to synthesize defined block 

copolymer structures. Thus the method described above under b1) allows modifying the TFC 

membrane in a later stage, starting from the sites of the RAFT control agent. 

25 Different classes of RAFT agents are known to those skilled in the art, examples are di-thio­

esters, thioxanthogenates or dithiocarbamates 

30 

For instance the reversible addition fragmentation chain transfer agent is a di-thioester, for 

example di-thiobenzylbenzoate, such as described in W098/01478. 

The polymer or copolymer can also be prepared in a controlled way by atom transfer radical 

polymerization (ATRP). This type of polymerization is, for example, described in 

WO 96/30421. WO 96/30421 discloses a controlled or "living" polymerization process of 

ethylenically unsaturated monomers such as styrene or (meth)acrylates by employing the 
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ATRP method. According to this method initiators are employed which generate a radical 

atom such as •Cl, in the presence of a redox system of transition metals of different oxidation 

states, e.g. Cu(!) and Cu(ll), providing "living" or controlled radical polymerization. 

5 A suitable initiating compound is of formula (XI), Qn 3-;~~q (XI) with a radically 

transferable atom or group •Hal as is described in WO 96/30421 and WO 98/01480. A 

preferred radically transferable atom or group •Hal is •Cl or •Br, which is cleaved as a radical 

from the initiator molecule. 

10 [In] represents the polymerization initiator fragment of a polymerization initiator of formula 

(XI), Qn 3-;~~q (XI), capable of initiating polymerization of monomers or oligomers 

which polymerization initiator is selected from the group consisting of C1-C8-alkyl halides, C6-

Cwaralkylhalides, C2-Csa-haloalkyl esters, arene sulfonyl chlorides, haloalkanenitriles, 

a-haloacrylates and halolactones, and 

15 p and q represent one. 

Specific initiators are selected from the group consisting of a,a'-dichloro- or a,a'-dibromoxy­

lene, p-toluenesulfonylchloride (PTS), hexakis-(a-chloro- or a-bromomethyl)-benzene, 2-

chloro- or 2-bromopropionic acid, 2-chloro- or 2-bromoisobutyric acid, 1-phenethyl chloride or 

20 bromide, methyl or ethyl 2-chloro- or 2-bromopropionate, ethyl-2-bromo- or ethyl-2-chlor­

oisobutyrate, chloro- or bromoacetonitrile, 2-chloro- or 2-bromopropionitrile, a-bromo-benz­

acetonitrile and a-bromo-y-butyrolactone (= 2-bromo-dihydro-2(3H)-furanone). 

The transition metal in the oxidizable transition metal complex catalyst salt used in the 

process of the invention is present as an oxidizable complex ion in the lower oxidation state 

25 of a redox system. Preferred examples of such redox systems are selected from the group 

consisting of Group V(B), Vl(B), Vll(B), VIII, IB and llB elements, such as cu•tcu2
', cu0tcu', 

Fe0/Fe2
', Fe2•/Fe3+, Ru2•tRu3

', Ru3•/Ru4+, Os2•1os3
', v"•N<"'11', cr2•1cr3', co•tco2', 

co2•1co3
', Ni0/Ni', Ni'/Ni2', Ni2./Ni3', Mn°/Mn2

', Mn2•1Mn3
', Mn3./Mn4

• or zn•1zn2+. 
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The ionic charges are counterbalanced by anionic ligands commonly known in complex 

chemistry of transition metals, such hydride ions (H-) or anions derived from inorganic or 

organic acids, examples being halides, e.g. F-, Cl-, Br- or I-, fluoro complexes of the type 

BF4-, PF6-, SbF6- or AsF6-, anions of oxygen acids, alcoholates or acetylides or anions of 

5 cyclopentadiene. 

Anions of oxygen acids are, for example, sulfate, phosphate, perchlorate, perbromate, 

periodate, antimonate, arsenate, nitrate, carbonate, the anion of a C1-C8carboxylic acid, such 

as formate, acetate, propionate, butyrate, benzoate, phenylacetate, mono-, di- or trichloro- or 

10 -fluoroacetate, sulfonates, for example methylsulfonate, ethylsulfonate, propylsulfonate, 

butylsulfonate, trifluoromethylsulfonate (triflate), unsubstituted or c,_c.alkyl-, C1-C4alkoxy- or 

halo-, especially fluoro-, chloro- or bromo-substituted phenylsulfonate or benzylsulfonate, for 

example tosylate, mesylate, brosylate, p-methoxy- or p-ethoxyphenylsulfonate, 

pentafluorophenylsulfonate or 2,4,6-triisopropylsulfonate, phosphonates, for example 

15 methylphosphonate, ethylphosphonate, propylphosphonate, butylphosphonate, phenylphos­

phonate, p-methylphenylphosphonate or benzylphosphonate, carboxylates derived from a 

C1-Cacarboxylic acid, for example formate, acetate, propionate, butyrate, benzoate, 

phenylacetate, mono-, di- or trichloro- or -fluoroacetate, and also C1-C1ralcoholates, such as 

straight chain or branched C1-C1ralcoholates, e.g. methanolate or ethanolate. 

20 Anionic ligands and neutral may also be present up to the preferred coordination number of 

the complex cation, especially four, five or six. Additional negative charges are 

counterbalanced by cations, especially monovalent cations such as Na+, K+, NH/ or (C1-

C4 alkyl)4N•. 

25 Suitable neutral ligands are inorganic or organic neutral ligands commonly known in complex 

chemistry of transition metals. They coordinate to the metal ion through a cr-, 7t-, µ-, T]-type 

bonding or any combinations thereof up to the preferred coordination number of the complex 

cation. Suitable inorganic ligands are selected from the group consisting of aquo (H20), 

amino, nitrogen, carbon monoxide and nitrosyl. Suitable organic ligands are selected from 

30 the group consisting of phosphines, e.g. (C6H5)aP, (i-C3H7)aP, (CsHg)aP or (C6H11 )3P, di-, tri-, 

tetra- and hydroxyamines, such as ethylenediamine, ethylenediaminotetraacetate (EDTA), 

N,N-Dimethyl-N',N'-bis(2-dimethylaminoethyl)-ethylenediamine (Me6TREN), catechol, N,N'­

dimethyl-1,2-benzenediamine, 2-(methylamino)phenol, 3-(methylamino)-2-butanol or N,N'­

bis(1, 1-dimethylethyl)-1,2-ethanediamine, N,N,N' ,N" ,N"-pentamethyldiethyltriamine (PMD-
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ETA), C1-C8-glycols or glycerides, e.g. ethylene or propylene glycol or derivatives thereof, 

e.g. di-, tri- or tetraglyme, and monodentate or bidentate heterocyclic e- donor ligands. 

Heterocyclic e- donor ligands are derived, for example, from unsubstituted or substituted 

heteroarenes from the group consisting of furan, thiophene, pyrrole, pyridine, bis-pyridine, 

5 picolylimine, g-pyran, g-thiopyran, phenanthroline, pyrimidine, bis-pyrimidine, pyrazine, 

indole, coumarone, thionaphthene, carbazole, dibenzofuran, dibenzothiophene, pyrazole, 

imidazole, benzimidazole, oxazole, thiazole, bis-thiazole, isoxazole, isothiazole, quinoline, 

bis-quinoline, isoquinoline, bis-isoquinoline, acridine, chromene, phenazine, phenoxazine, 

phenothiazine, triazine, thianthrene, purine, bis-imidazole and bis-oxazole. 

10 

The oxidizable transition metal complex catalyst can be formed in a separate preliminary 

reaction step from its ligands or is preferably formed in-situ from its transition metal salt, e.g. 

Cu(l)CI, which is then converted to the complex compound by addition of compounds 

corresponding to the ligands present in the complex catalyst, e.g. by addition of 

15 ethylenediamine, EDTA, Me6TREN or PMDETA. 

Preferably the oxidizable transition metal in the transition metal complex salt is present as a 

transition metal complex ion in the lower oxidation state of a redox system. 

20 More preferably the transition metal complex ion is a Cu(I) complex ion in the Cu(l)/Cu(ll) 

system. 

25 

30 

Suitable NMRP control agents having a glycidyl functionality are, for example, described in 

WO 99/46261 or WO 02/48109. 

The glycidyl functionalized NMRP control agents are useful as initiators/regulators for 

controlled radical polymerization which in addition have a highly reactive functional group 

allowing polymer analogous reactions or a reaction during polycondensation of condensation 

polymers. 

Preferred is a method wherein the porous substrate is a polymer selected from the group 

consisting of a polysulfone, polycarbonate, polypropylene, polyamide and polyether sulfone. 
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In a specific embodiment the method for the preparation of a functionalized thin film 

composite polyamide membrane on a microporous substrate comprises carrying out on the 

porous substrate a polycondensation reaction of 

R,o 

R

1*"' R11 
a) an aromatic amine of formula (I) I 

0 
wherein at least two of R10 - R15 are -NH2 

R,4 R,2 
R,, 

5 and the others are independently hydrogen or C1-C4alkyl; with 

R,a 

R2~'<:: R17 

10 

an aromatic acyl halide of formula (II) I 
0 

wherein at least 3 of R,a -R21 are a 

R2o R,e 
R,g 

group-C(O)CI and the others are independently hydrogen or C1-C4alkyl; in the presence of 

b1) a RAFT control agent of formula (Illa) or (lllb) 

R 

R S J-[ Jl ft \'
2 

(Illa), z,Jl8 R R
25
1rCI] (lllb)or 

Cl Z~s~R23 2a 
n R 0 n 24 

b2) an ATRP control agent of formula (IVa) or (IVb) 

(IVa), xlf x or 

Ra2 

15 b3) a NMRP control agent of formula (Va) or (Vb) 

(Va), (Vb); 

wherein n is a number from 1 to 4; 

wherein in formula (Illa) and (lllb) 
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Z1 in formula (Illa) is C1-C18alkylene, C3-C18alkylene which is interrupted by one or more 

oxygen atoms or phenylene, which all may be substituted by c,-c.alkyl, halogen, cyano, c,­

c.alkoxy or C,-C4alkoxycarbonyl; 

Z2 in formula (lllb) is hydrogen, chlorine, C,-C,.alkyl, phenyl, C3-C7cyloalkyl, C3-

5 C7cycloalkenyl, C,-C7heterocycloalkyl, C3-C7heterocycloalkenyl, C1-C18alkylthio, phenylthio, 

C,-C12phenylalkylthio, C1-C18alkoxy, phenyloxy, amino, C1-C18alkoxycarbonyl, 

phenyloxycarbonyl, carboxy, C1-C18acyloxy, benzoylloxy, carbamoyl, cyano, C,-C18-dialkyl­

phosphonato, diphenyl-phosphonato, C1-C18dialkyl-phosphinato, diphenyl-phosphinato or a 

polymer chain having a number average degree of polymerization in the range of 5 to 1000; 

1 O which groups may all be substituted by c,-c.alkyl, halogen, cyano, C1-C4alkoxy or C1-

c.alkoxycarbonyl; 

R2,, R23 and R2• are each independently H, halogen, C1-C20 alkyl, preferably C1-C10 alkyl and 

more preferably C1-Cs alkyl, C1-Cs cycloalkyl, a polymer chain having a number average 

degree of polymerization in the range 5 to 1000, C(=Y)R101 , C(=Y)NR102R103 where Y may be 

15 NR104 or 0, preferably 0, R101 is alkyl of from 1 to 20 carbon atoms, alkoxy of from 1 to 20 

carbon atoms, aryloxy or heterocycloxy, R102 and R103 are independently H or alkyl of from 1 

to 20 carbon atoms, or R102 and R103 are joined together to form an alkylene group of from 2 

to 5 carbon atoms, thus forming a 3- to 6-membered ring, and R104 is H, straight or branched 

C1-C20 alkyl or aryl; or 

20 R22. R23 and R2• are each independently CN, C,-C20 alkenyl or alkynyl, preferably C,-C4 

alkenyl or alkynyl, and more preferably vinyl, oxiranyl, glycidyl, aryl, heterocyclyl, aralkyl, aryl­

substituted alkenyl, where alkyl is defined above, and alkenyl is vinyl which may be 

substituted with one or two C1-C4 alkyl groups and/or halogen atoms, preferably chlorine, C,­

C6 alkyl in which from 1 to all of the hydrogen atoms, preferably one, are replaced with 

25 halogen, preferably fluorine, bromine or chlorine, where 1 or more halogen atoms are 

replaced, and preferably fluorine or bromine where 1 halogen atom is replaced and C1-C6 

alkyl substituted with from 1 to 3 substituents, preferably 1 selected from the group consisting 

of C,-c. alkoxy, aryl, heterocyclyl, C(=Y)R101, C(=Y)NR102R103, oxiranyl and glycidyl; such 

that no more than two of R22, R23 and R2• are H, preferably no more than one of R22, R23 and 

30 R24 is H; 

R2s is C1-C1a alkylene, C3-C1a alkylene which is interrupted by one or more oxygen atoms, or 

phenylene, which all may be substituted by c,-c. alkyl, halogen, cyano, C1-C4 alkoxy, 

C(=Y)R101, C(=Y)NR102R103 where Y, R101. R,02 and R,03 are as defined above; 
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5 R3o is C1-C10 alkylene, C3-C10 alkylene which is interrupted by one or more oxygen atoms, or 

phenylene, which all may be substituted by C1-C4 alkyl, halogen, cyano, C1-C4 alkoxy, 

C(=Y)R10,, C(=Y)NR102R103 where Y, R101 , R102 and R103 are as defined above; 

10 

R31 and R32 have the same meaning as R22 and R23; 

wherein in formula (Va) and (Vb) 

the R1,are each independently of one another hydrogen, halogen, NO,, cyano, 

-CONRsRs , -(Rs)COOR,, -C(O)-R7, -ORa, -SRs, -NHRa, -N(R8)2, carbamoyl, di(C1-

Crnalkyl)carbamoyl, -C(=NRs)(NHRs); 

15 unsubstituted C1-Crnalkyl, C2-C10alkenyl, C2-C18alkynyl, C,-C9phenylalkyl, C3-C12cycloalkyl or 

CrC12heterocycloalkyl; or 

C1-C10alkyl, C2-C10alkenyl, C2-C10 alkynyl, C,-Cgphenylalkyl, C3-C12cycloalkyl or C2-

C12heterocycloalkyl, which are substituted by NO,, halogen, amino, hydroxy, cyano, carboxy, 

c,-c.alkoxy, c,-c.alkylthio, c,-C.alkylamino or di(C1-C4alkyl)amino; or 

20 phenyl, naphthyl, which are unsubstituted or substituted by C,-C.alkyl, C1-C4alkoxy, C1-

C4alkylthio, halogen, cyano, hydroxy, carboxy, C1-C4alkylamino or di(C1-C4alkyl)amino; 

R. is hydrogen, C1-C18alkyl, phenyl, an alkali metal cation or a tetraalkylammonium cation; 

R5 and R6 are hydrogen, C1-C18alkyl, C,-C18alkyl which is substituted by at least one hydroxy 

group or, taken together, form a C2-C12alkylene bridge or a C,-C1,-alkylene bridge interrupted 

25 by at least one 0 or/and NR8 atom; 

R7 is hydrogen, C1-C18alkyl or phenyl; 

Rs is hydrogen, C1-C18alkyl or C,-C18alkyl which is substituted by at least one hydroxy group; 

Rg is C1-C12alkylene or a direct bond; 

or all R1 form together the residue of a polycyclic cycloaliphatic ring system or a polycyclic 

30 heterocycloaliphatic ring system with at least one di- or trivalent nitrogen atom; 

the R2 are independently of each other phenyl or C1-C6alkyl or two together with the linking 

carbon atom form a C5-C6cycloalkyl group; 

A is a divalent group required to form a cyclic 5-, 6- or ?-membered ring and 

R3 is a radical of formula (II) 
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R' 

+x}o ] (II), wherein 

R' m 

X1 is phenylene, naphthylene or biphenylene, which are unsubstituted or substituted by N02, 

halogen, amino, hydroxy, cyano, carboxy, C,-C.alkoxy, c,-c.alkylthio, C1-C4alkylamino or 

5 di(C,-C.alkyl)amino; 

10 

15 

20 

the R' are independently of each other H or CH3; 

Dis a group 0~ 
0 

and 

m is a number from 1 to 4. 

The alkyl radicals in the various substituents may be linear or branched. Examples of alkyl 

containing 1 to 18 carbon atoms are methyl, ethyl, propyl, isopropyl, butyl, 2-butyl, isobutyl, t­

butyl, pentyl, 2-pentyl, hexyl, heptyl, octyl, 2-ethylhexyl, t-octyl, nonyl, decyl, undecyl, 

dodecyl, tridecyl, tetradecyl, hexadecyl and octadecyl. 

The alkenyl radicals in the various substituents may be linear or branched. Examples of C,­

C13alkenyl are vinyl, ally!, 2-methylallyl, butenyl, hexenyl, undecenyl and octadecenyl. 

Preferred alkenyls are those, wherein the carbon atom in the 1-position is saturated and 

where the double bond is not activated by substituents like 0, C=O, and the like. 

Examples of C,-C18alkynyl are ethynyl,2-butynyl, 3-hexynyl, 5-undecynyl, 6-octadecynyl. The 

alkynyl radicals may be linear or branched. 

C,-Cgphenylalkyl is for example benzyl, phenylpropyl, a,a-dimethylbenzyl or a-methylbenzyl. 

25 CrC12alkylphenylthio has its preferences and examples in analogy. 

30 

C3-C12cycloalkyl which is unsubstituted or substituted by 1, 2 or 3 C1-C4alkyl is typically 

cyclopropyl, cyclopentyl, methylcyclopentyl, dimethylcyclopentyl, cyclohexyl, methylcyclo­

hexyl. 

Alkyl substituted by-OH is typically 2-hydroxyethyl, 2-hydroxypropyl or 2-hydroxybutyl. 
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C1-C18Alkyl substituted by C1-Csalkoxy, preferably by C1-C4alkoxy, in particular by methoxy or 

ethoxy, is typically 2-methoxyethyl, 2-ethoxyethyl, 3-methoxypropyl, 3-ethoxypropyl, 3-

butoxypropyl, 3-octoxypropyl and 4-methoxybutyl. 

5 C1-C18Alkyl substituted by di(C1-C4alkyl)amino is preferably e.g. dimethylamino, diethylamino, 

2-dimethylaminoethyl, 2-diethylaminoethyl, 3-dimethylaminopropyl, 3-diethylaminopropyl, 3-

dibutylaminopropyl and 4-diethylaminobutyl. 

C1-C18Alkyl substituted by C1-C4alkylamino is preferably e.g. methylamino, ethylamino, 2-

10 methylaminoethyl, 2-ethylaminoethyl, 3-methylaminopropyl, 3-ethylaminopropyl, 3-butyl­

aminopropyl and 4-ethylaminobutyl. 

15 

C1-C8Alkoxy and, preferably C,-C4alkoxy, are typically methoxy, ethoxy, propoxy, isopropoxy, 

butoxy, isobutoxy, pentoxy, isopentoxy, hexoxy, heptoxy or octoxy. 

C1-C4Alkylthio is typically thiomethyl, thioethyl, thiopropyl, thioisopropyl, thiobutyl and 

thioisobutyl. 

C3-C12heterocycloalkyl and preferably C3-C7heterocycloalkyl is typically oxirane, 1,4-dioxane, 

20 tetrahydrofuran, y-butyrolactone, i:-caprolactam, oxirane, aziridine, diaziridine, pyrrole, 

pyrrolidine, thiophen, furan, pyrazole, imidazole, oxazole, oxazolidine, thiazole, pyran, 

thiopyran, piperidine or morpholine. 

Examples of C1-C12alkylene bridges, preferably of C,-C6alkylene bridges, are ethylene, 

25 propylene, butylene, pentylene, hexylene. 

C,-C12alkylene bridges interrupted by at least one N or 0 atom are, for example, 

-CH2-0-CH2-CH2, -CH2-0-CH2-CH,-CH2, -CH,-O-CH,-CH2-CH,-CH2-, 

-CH2-0-CH2-CH2-0-CH2-, -CH,-NH-CH,-CH2, -CH2-NH-CH,-CH,-CH2, 

30 -CH,-NH-CH,-CH,-CH,-CH,-, -CH,-NH-CH,-CH2-NH-CH2- or -CH,-NH-CH,-CH,-O-CH2-. 

35 

Phenyl substituted by 1, 2 or 3 C1-C4alkyl or C1-C4alkoxy is typically methylphenyl, dimethyl­

phenyl, trimethylphenyl, t-butylphenyl, di-t-butylphenyl, 3,5-di-t-butyl-4-methylphenyl, 

methoxyphenyl, ethoxyphenyl and butoxyphenyl. 
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Examples of polycyclic cycloaliphatic ring systems are adamantane, cubane, twistane, 

norbornane, bicyclo[2.2.2]octane or bicyclo[3.2.1]octane. 

An example of a polycyclic heterocycloaliphatic ring system is hexamethylentetramine 

5 (urotropine ). 

Examples for a divalent group A required to form a cyclic 5-, 6- or 7-membered ring are: 

C,-C4alkylene, C,-C4alkenylene, C2-C4alkinylene, 1,2 phenylene which groups may be 

unsubstituted or substituted by N02, halogen, amino, hydroxy, cyano, carboxy, carbonyl, C1-

10 C1Balkoxy, C1-C1s acyloxy, benzoyloxy, C1-C18alkylthio, C1-C18alkylamino or di(C1-

C18alkyl)amino or phenyl. 

When A has the meaning of C,-C4alkylene or C2-C4alkenylene, these groups may also be 

interrupted by an 0 or N atom. 

15 C,-C4alkylene bridges interrupted by at least one N or 0 atom are, for example, 

-CH,-O-CH,-CH2, -CH,-0-CH,-, -O-CH2-CH2-,-0-CH2-0-CH2-, -CH,-NH-CH2-, -CH2-NH-CH,­

CH2-, -NH-CH,-CH,-, -NH-CH,-NH-CH2-, -0-CH2- or -CH,-0-C(O)-. 

Examples of a monocarboxylic acid having up to 18 carbon atoms are formic acid, acetic 

20 acid, propionic acid, the isomers of valeric acid, methyl ethyl acetic acid, trimethyl acetic acid, 

capronic acid, Jauric acid or stearic acid. Examples for unsaturated aliphatic acids are acrylic 

acid, methacrylic acid, crotonic acid, linolic acid and oleic acid. 

25 

30 

Typical examples of cycloaliphatic carboxylic acids are cyclohexane carboxylic acid or 

cyclopentane carboxylic acid. 

Examples of aromatic carboxylic acids are benzoic acid, salicylic acid or cinnamic acid. 

The C-atom to which the substituents R1 are bound is preferably a secondary or tertiary C­

atom more preferably it is a tertiary C-atom. 

In a further specific embodiment in the aromatic amine of formula (I) two of R10 - R15 are -

NH2 in para or ortho position and the others are independently hydrogen or C1-C4alkyl; 



5 

WO 2010/015599 PCT/EP2009/060029 

- 14 -

R,6 

R2P:"' R
11 

in the aromatic acyl halide of formula (II) I 
6 

R20 R18 

3 of R16 -R21 are a group -C(O)CI 

R19 

and the others are independently hydrogen or C1-C4alkyl; 

n is a number from 1 to 3; 

wherein in formula (Illa) and (lllb) 

Z1 in formula (Illa) is C1-C10alkylene or phenylene; 

R22 in formula (Illa) is a homolytic leaving group selected from the group consisting of C,­

C18alkyl, C,-C18alkenyl, C,-C18alkynyl; 

10 Z2 in formula (lllb) is hydrogen, chlorine, C1-C18alkyl, phenyl, C1-C18alkylthio, phenylthio, C,­

C12phenylalkylthio; 

R23 in formula (lllb) is C1-C18alkylene or phenylene; 

wherein in formula (IVa) and (IVb) 

15 XisCl,Brorl; 

R3o is C1-C1salkylene or phenylene; 

Ra1 and R32 are independently hydrogen, C1-C18alkyl, C3-Cacycloalkyl, C3-Cscycloalkenyl or 

phenyl; 

20 wherein the NMRP control agent of formula (Vb) is of formula (Ve) 

>Q. -f-e' Dm y~~O N-0 I (Ve) 

Y'-o \ ~ /; 
/ \ R' 

wherein 

Dis a group O~ 
0 

R' is H or CH3; 

25 mis1,2or3; 
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Y and Y' are independently C1-C12alkyl, C3-C12alkenyl, C3-C12alkinyl, C5-C8cycloalkyl, phenyl, 

naphthyl, C,-C9phenylalkyl; or 

Y and Y' together form one of the bivalent groups -C(R'1)(R'2)-CH(R'3)-, CH(R'1)-CH,­

C(R',)(R'3)-, -CH(R',)-CH2-C(R'1)(R'3)-, -CH2-C(R'1)(R',)-CH(R'3)-, o-phenylene, 1,2-

5 cyclohexyliden, 

-CH,-CH=CH-CH,- or (X_ ; wherein 

R'1 is hydrogen, C1-C12alkyl, COOH, COO-(C,-C12)alkyl or CH20R'4 ; 

R', and R'3 are independently hydrogen, methyl ethyl, COOH or COO-(C1-C12)alkyl; 

R'4 is hydrogen, C1-C12alkyl, benzyl, or a monovalent acyl residue derived from an aliphatic, 

10 cycloaliphatic or aromatic monocarboxylic acid having up to 18 carbon atoms. 

Preferably Y and Y' together form one of the bivalent groups 

-C(R' 1)(R',)-CH(R'3)-, CH(R' 1 )-CH,-C(R',)(R'3)-, -CH(R',)-CH,-C(R' 1)(R'3)-, -CH,-C(R' 1 )(R',)-

CH(R'3)-, o-phenylene, 1,2-cyclohexyliden, -CH2-CH=CH-CH,- or 

15 wherein 

20 

R'1 is hydrogen, C1-C12alkyl, COOH, COO-(C,-C12)alkyl or CH20R'4 ; 

R', and R'3 are independently hydrogen, methyl ethyl, COOH or COO-(C1-C12)alkyl; 

R'4 is hydrogen, C1-C12alkyl, benzyl, or a monovalent acyl residue derived from an aliphatic, 

cycloaliphatic or aromatic monocarboxylic acid having up to 18 carbon atoms. 

Suitable individual NMRP control agents are listed below. The compounds are known and 

can be prepared as described in WO 02/48109 or WO 99/46261. 

Particularly preferred are the following compounds: 

25 4 ,4-Dibutoxy-2, 6-d iethyl-2 ,3, 6-trimethyl-1-[ 1-( 4-oxiranyl m ethoxy-phenyl)-ethoxy ]-pi peridi n e 
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7, 9-Diethyl-6, 7, 9-trimethyl-8-[ 1-( 4-oxi ranylmethoxy-phenyl)-ethoxy ]-1 ,4-d ioxa-8-aza­

spiro[4 .5]decan e 

8, 1O-Diethyl-3,3,7,8,10-pentamethyl-9-[1-( 4-oxiranylmethoxy-phenyl)-ethoxy]-1,5-dioxa-9-

5 aza-spiro[5.5]undecane 

10 

{8, 1O-Diethyl-3,7,8,1O-tetramethyl-9-[1-(4-oxiranylmethoxy-phenyl)-ethoxy]-1,5-dioxa-9-aza­

spiro[5.5]undec-3-yl}-methanol 

{3,8, 1 O-Triethyl-7,8,1 O-trimethyl-9-[1-(4-oxiranylmethoxy-phenyl)-ethoxy]-1,5-dioxa-9-aza­

spiro[5.5]undec-3-yl}-methanol 

rSto 
Xo}Va~ 

HO O~ 

15 4,4-Dibutoxy-2,2-diethyl-6,6-dimethyl-1-[1-( 4-oxiranylmethoxy-phenyl)-ethoxy]-piperidine 
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7, 7-Diethyl-9,9-dimethyl-8-[1-( 4-oxiranylmethoxy-phenyl)-ethoxy]-1,4-dioxa-8-aza­

spiro[4.5]decane 

8,8-Diethyl-3,3, 10, 10-tetramethyl-9-[1-(4-oxiranylmethoxy-phenyl)-ethoxy]-1,5-dioxa-9-aza-

5 spiro[5.5]undecane 

{8,8-Diethyl-3, 1O,1 O-trimethyl-9-[1-(4-oxiranylmethoxy-phenyl)-ethoxy]-1 ,5-dioxa-9-aza­

spiro[5.5]undec-3-yl}-methanol 

10 {3,8,8-Triethyl-10, 1 O-dimethyl-9-[1-(4-oxiranylmethoxy-phenyl)-ethoxy]-1,5-dioxa-9-aza­

spiro[5.5]undec-3-yl}-methanol 

fito 
Xo~o-< 

HO O~ 

4 ,4-Dibutoxy-2 ,2 ,6, 6-tetram ethyl-1-[ 1-( 4-oxiranylmethoxy-phenyl)-ethoxy ]-piperi dine 

15 
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7 ,7 ,9,9-Tetramethyl-8-[1-( 4-oxiranylmethoxy-phenyl)-ethoxy]-1,4-dioxa-8-aza­

spiro[4.5]decane 

3,3,8,8, 10, 1O-Hexamethyl-9-[1-(4-oxiranylmethoxy-phenyl)-ethoxy]-1,5-dioxa-9-aza-

5 spiro[5.5]undecane 

10 

Most preferred is 3,3,8,8, 10, 1 O-Hexamethyl-9-[1-(4-oxiranylmethoxy-phenyl)-ethoxy]-1,5-

dioxa-9-aza-spiro[5.5]undecane 

The polycondensation may be carried out in any convenient solvent, which does not interact 

with the reagents. A convenient way to carry out the polycondensation reaction and to 

prepare the RAFT/ATRP/NMRP functionalized polyamide membrane is by: 

15 a) the preparation of an aqueous solution containing the aromatic polyamine; 

b) the preparation of an organic solution containing a mixture of the aromatic polyacyl halide 

and the RAFT CTA acid chloride or ATRP initiator acid halide or epoxy-functional NMRP 

initiator dissolved in a "non polar solvent"; 

c) soaking the microporous substrate in the aqueous solution containing the aromatic 

20 polyamine; 

d) pouring the aromatic solution (aromatic polyacyl halide + RAFT CTA acid chloride, ATRP 

initiator acid halide or epoxy functional NMRP initiator) on the soaked microporous surface. 
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e) allowing the reaction at the interface between the solutions, at room temperature for 1 O 

seconds. 

The amount of the RAFT control agent, the ATRP control agent or the NMRP control agent 

5 having a glycidyl functionality, is typically 0.01 % to 5 % by weight based on the weight of the 

aromatic amine and the aromatic acyl halide. 

Typically the weight ratio between the aromatic acyl halide with at least 3 -C(O)CI groups; 

and the RAFT control agent, the ATRP control agent or the NMRP control agent having a 

10 glycidyl functionality is from 50:1 to 1 :5. 

The polycondesation reaction is, for example, carried out at a temperature from 5° C to 40° 

C, preferably at a temperature between 15° C and 25° C at normal pressure. The reaction 

time can vary in a wide range, typically between 1 second and 60 minutes, preferably 

15 between 1 seconciand 60 seconds. 

20 

The obtained film should be dried with a hot air flow or under ambient conditions and washed 

three times with distilled water lo eliminate some secondary products formed by competing 

reactions (aminolysis) and to remove excess reagents. 

The "nonpolar solvent" may be aliphatic liquids such as pentane, hexanes, heptanes, 

octanes; cycloalkanes such as cyclohexane. 

Preparation methods and use of thin film composite membranes are principally known and, 

25 for example described by R. J. Petersen in Journal of Membrane Science 83 (1993) 81-150. 

Another aspect of the invention is a method for the modification of a functionalized thin film 

composite polyamide membrane on a microporous substrate according to claim 1 or 2, 

comprising polymerizing an ethylenically unsaturated monomer in the presence of a source 

30 offree radicals and the functionalized thin film composite polyamide membrane, resulting in 

the formation of polymer chains that are covalently bound to the thin film composite 

membrane. 
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Preferences and definitions for the aromatic amine with at least two amine functionalities, the 

aromatic acyl halide with at least 3 -C(O)CI groups, the RAFT control agent, the ATRP 

control agent and the NMRP control agent having a glycidyl functionality have been 

described above and apply equally for the other aspects of the invention. 

The source of initiating radicals can be any suitable method for generating free radicals such 

as the thermally induced homolytic scission of a suitable compound as thermal initiators such 

as peroxides and azo compounds; the spontaneous generation from monomer (e.g. styrene), 

photochemical initiating systems or high energy radiation such as electron beam, X-, UV or 

10 gamma radiation. The initiator should have the requisite solubility in the reaction media or 

monomer mixture. 

15 

Typically the source of free radicals is UV-light together with a photoinitiator, y-radiation, 

electron beam radiation, a redox pair or heat together with a thermal initiator. 

The source of free radicals, i. e. the thermal radical initiator is preferably an azo compound, a 

peroxide, perester or a hydroperoxide. 

Specific preferred radical sources are 2,2'-azobisisobutyronitrile, 2,2'-azobis(2-methyl-

20 butyronitrile), 2,2'-azobis(2,4-dimethylvaleronitrile), 2,2'-azobis(4-methoxy-2,4-dimethylvale­

ronitrile), 1, 1 '-azobis(1-cyclohexanecarbonitrile), 2,2'-azobis(isobutyramide) dihydrate, 2-

phenylazo-2,4-dimethyl-4-methoxyvaleronitrile, dimethyl-2,2'-azobisisobutyrate, 2-

(carbamoylazo)isobutyronitrile, 2,2'-azobis(2,4,4-trimethylpentane), 2,2'-azobis(2-

methylpropane), 2,2'-azobis(N,N'-dimethyleneisobutyramidine), free base or hydrochloride, 

25 2,2'-azobis(2-amidinopropane), free base or hydrochloride, 2,2'-azobis{2-methyl-N-[1,1-

bis(hydroxymethyl)ethyl]propionamide} or 2,2'-azobis{2-methyl-N-[1, 1-bis(hydroxymethyl)-2-

hydroxyethyl]propionamide; acetyl cyclohexane sulphonyl peroxide, diisopropyl peroxy 

dicarbonate, !-amyl perneodecanoate, t-butyl perneodecanoate, !-butyl perpivalate, t­

amylperpivalate, bis(2,4-dichlorobenzoyl)peroxide, diisononanoyl peroxide, didecanoyl 

30 peroxide, dioctanoyl peroxide, dilauroyl peroxide, bis (2-methylbenzoyl) peroxide, disuccinic 

acid peroxide, diacetyl peroxide, dibenzoyl peroxide, !-butyl per 2-ethylhexanoate, bis-(4-

chlorobenzoyl)-peroxide, !-butyl perisobutyrate, !-butyl permaleinate, 1, 1-bis(t­

butylperoxy)3,5,5-trimethylcyclohexane, 1, 1-bis(t-butylperoxy)cyclohexane, !-butyl peroxy 

isopropyl carbonate, !-butyl perisononaoate, 2,5-dimethylhexane 2,5-dibenzoate, !-butyl 
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peracetate, t-amyl perbenzoate, t-butyl perbenzoate, 2,2-bis (t-butylperoxy) butane, 2,2 bis 

(t-butylperoxy) propane, dicumyl peroxide, 2,5-dimethylhexane-2,5-di-t-butylperoxide, 3-t­

butylperoxy 3-phenylphthalide, di-t-amyl peroxide, a, a'-bis(t-butylperoxy isopropyl) benzene, 

3,5-bis (t-butylperoxy)3,5-dimethyl 1,2-dioxolane, di-t-butyl peroxide, 2,5-dimethylhexyne-2,5-

5 di-t-butylperoxide, 3,3,6,6,9,9-hexamethyl 1,2,4,5-tetraoxa cyclononane, p-menthane 

hydroperoxide, pinane hydroperoxide, diisopropylbenzene mono-a-hydroperoxide, cumene 

hydroperoxide or t-butyl hydroperoxide. 

The radical source is preferably present in an amount of from 0.01 mol-% to 30 mol-%, more 

10 preferred in an amount of from 0.1 mol-% to 20 mol-% and most preferred in an amount of 

from 0.5 mol-% to 10 mol-% based on the monomer or monomer mixture. 

15 

It is also possible to use monomer mixtures. When monomer mixtures are used the molar 

amount is calculated on the average molecular weight of the monomers. 

The temperature at which the radical polymerization is typically carried out depends on the 

origin of the reactive sites of the membrane and the source of free radicals. When RAFT or 

ATRP reactive sites are the staring points for polymerization, a typical reaction temperature 

between 5° C and 40° C is applied, in particular when X-ray, y-ray or UV radiation is used. 

20 When the NMRP reactive sites are the starting points for radical polymerization the 

temperature may vary between 50° C and 150° C, in particular when thermal initiators are 

used. 

25 

30 

The reaction time is for example from 10 minutes to 24 hours at ambient pressure. 

The monomers suitable for use in the present invention may be water-soluble or water­

insoluble. Water soluble monomers contain typically a salt of a carboxylic acid group. Water 

insoluble monomers are typically free of acid and phenolic groups. 

Typical metal atoms are Na, Kor Li. 

Typical monoethylenically unsaturated monomers free of carboxylic acid and phenolic groups 

which are suitable for this invention include the alkyl esters of acrylic or methacrylic acids 

such as methyl acrylate, ethyl acrylate, butyl acrylate, methyl methacrylate, ethyl 

methacrylate, butyl methacrylate and isobutyl methacrylate; the hydroxyalkyl esters of acrylic 
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or methacrylic acids, such as hydroxyethyl acrylate, hydroxypropyl acrylate, hydroxyethyl 

methacrylate, and hydroxypropyl methacrylate; acrylamide, methacrylamide, N-tertiary 

butylacrylamide, N-methylacrylamide, N,N-dimethylacrylamide; acrylonitrile, methacrylonitrile, 

allyl alcohol, dimethylaminoethyl acrylate, dimethylaminoethyl methacrylate, phosphoethyl 

5 methacrylate, N-vinylpyrrolidone, N-vinylformamide, N-vinylimidazole, vinyl acetate, 

conjugated dienes such as butadiene or isoprene, styrene, styrenesulfonic acid salts, 

vinylsulfonic acid salts and 2-acrylamido-2-methylpropane-sulfonic acid salts and acryloil 

chloride. 

10 Preferred ethylenically unsaturated monomers or oligomers are selected from the group 

consisting of styrene, substituted styrene, conjugated dienes, acrolein, vinyl acetate, 

(alkyl)acrylic acidanhydrides, (alkyl)acrylic acid salts, (alkyl)acrylic esters or 

(alkyl)acrylamides. 

15 Particularly preferred ethylenically unsaturated monomers are styrene, a-methyl styrene, p­

methyl styrene, butadiene, methylacrylate, ethylacrylate, propylacrylate, n-butyl acrylate, 

tert.-butyl acrylate and acrylnitril. 

Preferred acrylates are methylacrylate, ethylacrylate, butylacrylate, isobutylacrylate, tert. 

20 butylacrylate, hydroxyethylacrylate, hydroxypropylacrylate, dimethylaminoethylacrylate, 

glycidylacrylates, methyl(meth)acrylate, ethyl(meth)acrylate, butyl(meth)acrylate, 

hydroxyethyl(meth)acrylate, hydroxypropyl(meth)acrylate, dimethylaminoethyl(meth)acrylate, 

glycidyl(meth)acrylates, acrylonitrile, acrylamide or methacrylamide. 

25 Examples for C8-C16 ethylenically unsaturated phenolics, which may also be used as 

comonomers include 4-hydroxy styrene, 4-hydroxy-a-methyl styrene, and 2,6-ditert. butyl, 4-

vinyl phenol. 

Another class of carboxylic acid monomers suitable for use as comonomers in this invention 

30 are the alkali metal and ammonium salts of C4-C6-ethylenically unsaturated dicarboxylic 

acids. Suitable examples include maleic acid, maleic anhydride, itaconic acid, mesaconic 

acid, fumaric acid and citraconic acid. Maleic anhydride (and itaconic acid are) is the 

preferred monoethylenically unsaturated dicarboxylic acid monomer(s). 
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The acid monomers suitable for use in this invention are in the form of the alkali metal salts 

or ammonium salts of the acid. 

The polymerizable composition of the present invention may additionally comprise a solvent 

selected from the group consisting of water, alcohols, esters, ethers, ketones, amides, 

5 sulfoxides, hydrocarbons and halogenated hydrocarbons. 

For instance the weight ratio of functionalized thin film composite polyamide membrane to 

ethylenically unsaturated monomer is from 10:1 to 1 :10. 

10 Since the radical polymerization is a living polymerization different monomers can be used 

subsequently to form a growing block copolymer. 

Random copolymers and tapered copolymer structures can be synthesized as well by using 

a mixture of monomers or adding a second monomer before the first one is completely 

15 consumed. 

20 

The process may be carried out in the presence of an organic solvent or in the presence of 

water or in mixtures of organic solvents and water. Additional cosolvents or surfactants, such 

as glycols or ammonium salts of fatty acids, may be present. Other suitable cosolvents are 

described hereinafter. 

Preferred processes use water as a solvent. 

If organic solvents are used, suitable solvents or mixtures of solvents are typically pure 

alkanes (hexane, heptane, octane, isooctane), hydrocarbons (benzene, toluene, xylene), 

25 halogenated hydrocarbons (chlorobenzene), alkanols (methanol, ethanol, ethylene glycol, 

ethylene glycol monomethyl ether), esters (ethyl acetate, propyl, butyl or hexyl acetate) and 

ethers (diethyl ether, dibutyl ether, ethylene glycol dimethyl ether), or mixtures thereof. 

The aqueous polymerization reactions can be supplemented with a water-miscible or 

30 hydrophilic cosolvent to help ensure that the reaction mixture remains a homogeneous single 

phase throughout the monomer conversion. Any water-soluble or water-miscible cosolvent 

may be used, as long as the aqueous solvent medium is effective in providing a solvent 

system which prevents precipitation or phase separation of the reactants or polymer products 

until after all polymerization reactions have been completed. Exemplary cosolvents useful in 

35 the present invention may be selected from the group consisting of aliphatic alcohols, 
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glycols, ethers, glycol ethers, pyrrolidines, N-alkyl pyrrolidinones, N-alkyl pyrrolidones, 

polyethylene glycols, polypropylene glycols, amides, carboxylic acids and salts thereof, 

esters, organosulfides, sulfoxides, sulfones, alcohol derivatives, hydroxyether derivatives 

such as butyl carbitol or cellosolve, amino alcohols, ketones, and the like, as well as 

5 derivatives thereof and mixtures thereof. Specific examples include methanol, ethanol, 

propanol, dioxane, ethylene glycol, propylene glycol, diethylene glycol, glycerol, dipropylene 

glycol, tetrahydrofuran, and other water-soluble or water-miscible materials, and mixtures 

thereof. When mixtures of water and water-soluble or water-miscible organic liquids are 

selected as the aqueous reaction media, the water to cosolvent weight ratio is typically in the 

10 range of about 100:0 to about 10:90. 

The monomers, polymers, copolymers and modified functionalized TFC polyamide 

membranes of the present invention can be separated from one another or from the 

polymerization reaction mixture by washing the membrane with the suitable solvent. 

15 After the polymerizing step is complete, the modified functionalized TFC polyamide 

membrane obtained is isolated. The isolating step of the present process is conducted by 

known procedures, e.g. by washing the membrane with a suitable solvent and drying it under 

vacuum. 

The (co)polymers of the present invention may have a number average molecular weight 

20 from 1000 to 400000 g/mol, preferably from 2000 to 250000 g/mol, and more preferably from 

2000 to 200000 g/mol. When produced in bulk, the number average molecular weight may 

be up to 500000 g/mol (with the same minimum weights as mentioned above). The number 

average molecular weight may be determined by analyzing the non-grafted polymer formed 

during the reaction. The characterization may be by size exclusion chromatography (GPC), 

25 matrix assisted laser desorption/ionization mass spectroscopy (MALDl-MS) or, if the initiator 

carries a group which can be easily distinguished from the monomer(s), by NMR 

spectroscopy or other conventional methods. 

Further aspects of the invention are a functionalized thin film composite polyamide 

30 membrane and a modified functionalized thin film composite polyamide membrane, prepared 

according to the methods described above. 

The modified functionalized TFC polyamide membranes prepared by the present invention 

may be employed in water purification processes, separation processes such as the 
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desalination of water or brackish water; other treatments of water such as softening of hard 

water whereby salts are removed. 

The following examples illustrate the invention. 

Materials and Methods 

Microporous polysulfone membranes are used as received. Reagent grade chemicals are 

used as received. The RAFT CTA acid chloride of formula (XIII) is prepared according to the 

bibliography. 

#(XIII) 

Diethyl 5-hydroxymethylisophthalate is prepared according to the method of Leon et al. (J. 

W. Leon et al., J. Am. Chem. Soc. 1996, 118, 8847-8859). This is used to prepare the ATRP 

acid chloride initiator of formula (XII) as outlined in Example 1. 

0 

Cl Cl 

Cl (X) 

15 The RAFT CTA acid chloride of formula (XIV) is prepared as outlined in Example 2. 
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Cl 

Cl (XIV) 

CGX PR 774 (Xlla) is obtained from Ciba and used as 

received. It has been prepared according to WO 02/48109. 

lnterfacial polymerization reactions are performed at room temperature. Trimesoyl chloride, 

5 m-phenylene diamine, ethyl 2-bromoisobutyrate, methyl -2-bromopropionate, 2-

bromoisobutyryl bromide and cyclohexane are used as received. Water and acrylic acid are 

distilled before use. N-isopropyl acrylamide as passed through a column of alkaline 

aluminium oxide prior to use. N,N,N',N',N",N"-Hexamethyl tris(aminoethyl) amine is prepared 

according to the method of Ciampolini et al. (lnorg. Chem. 1966, 5, 41-44). Bis(a, a-dimethyl 

10 acetic acid) trithiocarbonate is synthesized according to the method of J. T. Lai et al. 

(Macromolecules, 2002, 35, 6754-6756). Gamma radiation initiated RAFT polymerization re­

actions are carried out in an insulated room with a 6°Co source with a dose rate of 30 Gy.h-1 

at ambient temperature. 

Attenuated Total Reflected Fourier Spectroscopy (ATR-FTIR) measurements are performed 

15 using Bruker FRA 106S Fourier transform spectrometer. X-Ray Photoelectron Spectroscopy 

(XPS) is performed in a ESCALAB 220i-XL CG Scientific UK instrument or an AXIS HSi 

spectrometer (Kratos Analytical Ltd) at 5 x 10-10 mbar, using a monochromated X-ray Al k 

alpha source (energy 1486.6 eV, power 200W). Pass energy: 100eV for wide scans or 20eV 

for region scans and spectral step size: 1 eV for wide scans or 0.1 eV for region scans. The 

20 NMR spectra are recorded on a Bruker AC200 (200 MHz for 1H NMR) spectrometer. 

Chemical shifts are quoted relative to (external) tetramethylsilane (TMS). 
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Example 1: Synthesis of ATRP acid chloride initiator X. 

Preparation of 5-hydroxymethylisophthalic acid. Diethyl 5-hydroxyisophthalate (1 g) is 

added to a solution of 0.5 g NaOH in 1 Og H20 and heated to 70'C for 2 h. Acidification 

results in formation of a white precipitate (0.736 g, 94.6%). NMR ('H, 200MHz, acetone-d6): i5 

5 4.8 (2H, s, ClliOH), 8.25 (2H, s, H ortho to CH20H), 8.55 (1 H, s, H para to CH20H) ppm. 

Preparation of 5-chloromethyl isophthaloyl chloride (X). 5-hydroxymethyl-isophthalic acid 

(7.78 g) is suspended in thionyl chloride (50 ml). A few drops of DMF are added and the 

mixture is heated to refiux for 2h. Thionyl chloride is removed under reduced pressure. X is 

obtained as a yellow liquid (8.63 g, 86.5%). NMR ('H, 200 MHz, CDCl3): i5 4.7 (2H, s, ClliCI), 

10 8.4 (2H, s, H ortho to CH2CI), 8.75 (1H, s, H para to CH2CI) ppm. 13C, 200 MHz, CDCl3: i5 

43.9, 133.3, 134.8, 136.6, 140.2, 166.8 ppm. 

Example 2: Synthesis of RAFT acid chloride CTA XIV. 

Preparation of 5-chloromethyl isophthalic acid. X (5 g) is dissolved in 50 ml 90:10 

acetone:H20 and stirred 48 h. The solution is precipitated into 500 ml ice-water, filtered and 

15 the solid product is dissolved in EtOAc, and dried over MgS04• 4.43 g 5-chloromethyl 

isophthalic acid is recovered after removal of the solvent under reduced pressure. NMR ('H, 

200 MHz, CDCl3): i5 4.9 (2H, s, ClliCI), 8.3 (2H, d, J = 1.6 Hz, H ortho to CH2CI), 8.6 (1 H, t, J 

= 1.6 Hz, H para to CH2CI) ppm. 13C, 200 MHz, CDCl3: i5 44.7, 130.3, 131.6, 133.8, 139.3, 

165.6 ppm. 

20 Preparation of 5-methylsulfanylthiocarbonylsulfanylmethyl isophthalic acid. Carbon 

disulfide (0. 7 ml, 11.6 mmol) is added to a suspension of sodium methanethiolate (0. 7 g, 1 O 

mmol) in 10 ml acetone. 10 ml H20 is added to the resulting yellow solution. A solution of 5-

chloromethyl isophthalic acid (0.5 g) in 20 ml 5 wt% aq. NaOH is added dropwise. The 

resulting mixture is stirred for 3 h, then acidified with cone. HCI. A yellow precipitate is 

25 formed. This is dissolved in EtOAc, dried over MgS04 and the solvent is removed under 

reduced pressure, yielding 2.34 g of yellow solid 5-methylsulfanylthiocarbonylsulfanylmethyl 

isophthalic acid. NMR ('H, 200 MHz, acetone-d6): i5 2.8 (3H, s, CH2SCS2CH3) 4.9 (2H, s, 

C!:i2SCS2CH3), 8.3 (2H, d, J = 1.6 Hz, H ortho to CH2SCS2CH3), 8.55 (1 H, t, J = 1.6 Hz, H 

para to CH2SCS2CH3) ppm. 13C, 200 MHz, acetone-d6: i5 17.9, 39.5, 129.7, 131.6, 134.2, 

30 137 .6, 165.9, 233.2 ppm. 

Preparation of XIV. 5-methylsulfanylthiocarbonylsulfanylmethyl isophthalic acid (0.5 g, 1.7 

mmol) is suspended in 5 ml CH2Cl2. Oxalyl chloride (0.5 ml, 6 mmol) is added. A drop of 

DMF is added and the mixture is heated to reflux for 1 h. The solvent is removed under 
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reduced pressure. The residue is extracted with hexane, and the hexane-soluble fraction 

(XII) is isolated. NMR ('H, 200 MHz, CDCI3): o 2.8 (3H, s, CH2SCS2C.!:b) 4.7 (2H, s, 

CtkSCS2CH3), 8.4 (2H, s, H ortho to CH2SCS2CH3), 8.7 (1 H, s, H para to CH2SCS2CH3) 

ppm. 13C, 200 MHz, CDCls: o 20.5, 39.2, 132.8, 134.6, 137.4, 139.3, 167.0, 222.4 ppm. 

5 Example 3: Synthesis of RAFT-functionalized TFC polyamide membrane by interfacial 

polymerization of m-phenylenediamine (MPD), trimesoyl chloride (TMC) and RAFT 

CTA acid chloride (XIII) on microporous polysulfone membrane. 

An aqueous solution containing 3% w/v of MPD and an organic solution containing a mixture 

of TMC (0.1% w/v) and of RAFT CTA acid chloride (XV) (0.1% w/v) in cyclohexane are 

10 prepared. The polysulfone microporous substrate is then fixed on a glass flat support and 

soaked with the aqueous solution containing the MPD. After 2 minutes the excess solution is 

drained off the surface. The organic solution (TMC +XV in cyclohexane) is then poured onto 

the soaked polysulfone surface and allowed to react during 10 seconds. The film is dried with 

a hot air flow, ished 3 times with distilled water and dried under vacuum at 60°C for 12 h. 

15 XPS analysis: C 7 4%, 0 21 %, N 0.46%, S 3.46%. Contact angle: 89°. 

Example 4: Synthesis of RAFT-functionalized TFC polyamide membrane by interfacial 

polymerization of m-phenylenediamine (MPD), trimesoyl chloride (TMC) and RAFT 

CTA acid chloride (XIV) on microporous polysulfone membrane. 

An aqueous solution containing 2% w/v of MPD and an organic solution containing a mixture 

20 of TMC (0.075% w/v) and of RAFT CTA acid chloride (XVI) (0.025% w/v) in cyclohexane are 

prepared. The polysulfone microporous substrate is soaked with the aqueous solution 

containing the MPD. After 2 minutes the excess solution is drained off the surface. The 

organic solution (TMC + XVI in cyclohexane) is then poured onto the soaked polysulfone 

surface and allowed to react during 10 seconds. The film is dried with a hot air flow, washed 

25 3 times with distilled water and dried under vacuum at 60°C for 12 h. XPS analysis: C 69.8%, 

0 22.3%, N 7.2%, S 0.7%. Contact angle: 29.3°. 

Example 5: Polymerization of N-isopropyl acrylamide on RAFT functionalized TFC 

polyamide membranes using y-radiation. 

N-isopropylacrylamide (35 mmol) and XIII (0.03 mmol) are dissolved in 24 ml of water and 

30 stirred at room temperature during 20 minutes. The RAFT functionalized TFC polyamide 

membrane (Example 3) is placed in a glass sample vial containing 3 ml of the aqueous 

solution previously prepared. The vial is capped with a rubber septum and deoxygenated by 

purging with nitrogen gas for 15 min. The sample is placed in an insulated room with a 6°Co 
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source with a dose rate of 30 Gy.h·1 at ambient temperature. After 4h of reaction, the 

membrane is washed with distilled water during 3 days and dried under vacuum. XPS 

analysis: C 69.21%, 0 17.45%, N 2.90%, S 1.62%. Contact angle: 55° (after 5 seconds). 

Example 6: Polymerization of Acrylic Acid on RAFT Functionalized TFC Polyamide 

5 membranes using UV-radiation. 

Acrylic acid (300 mmol), XIII (0.15 mmol) and UV-initiator (2-methyl-4'-(methylthio)-2-

morpholinopropriophenone) (0.015 mmol) are dissolved in 24 ml of water and stirred at 

room temperature during 20 minutes. The RAFT functionalized TFC polyamide membrane 

(Example 3) is placed in a glass sample vial containing 3 ml of the aqueous solution 

10 previously prepared. The vial is capped with a rubber septum and deoxygenated by purging 

with nitrogen gas for 15 minutes. The sample is placed in an insulated room with a UV 

source at ambient temperature. After 4h of reaction, the membrane is washed with distilled 

water during 3 days and dried under vacuum. XPS analysis: C 71.58%, 0 18.55%, N 0.79%, 

S 1.84%. Contact angle: 60.54°(after16 minutes). 

15 Example 7: Polymerization of N-isopropyl acrylamide on RAFT Functionalized TFC 

Polyamide membranes using thermal initiation. 

N-isopropylacrylamide (5.5 g), bis(a,a -dimethylacetic acid) trithiocarbonate (57 mg) and VA-

044 (270 mg) are dissolved in 100 ml of phosphate buffer (pH 7) and stirred at room 

temperature during 20 minutes. The RAFT functionalized TFC polyamide membrane 

20 (Example 4) is placed in a glass sample vial containing 10 ml of the aqueous solution 

previously prepared. The vial is deoxygenated by purging with nitrogen gas for 15 min. The 

sample is placed in a nitrogen-filled vacuum oven at ambient temperature. After 16h of 

reaction, the membrane is washed with distilled water during 3 days and dried under 

vacuum. XPS analysis: C 73.6%, 0 14.5%, N 10.8%, S 1.1%. 

25 

Example 8: Synthesis of ATRP-functionalized TFC polyamide membrane by interfacial 

polymerization of m-phenylenediamine (MPD), trimesoyl chloride (TMC) and 2-

bromoisobutyryl bromide on microporous polysulfone membrane. 

An aqueous solution containing 2% w/v of MPD and an organic solution containing a mixture 

30 of TMC (0.05% w/v) and of 2-bromoisobutyryl bromide (0.05% w/v) in cyclohexane are 

prepared. The polysulfone microporous substrate is soaked with the aqueous solution 

containing the MPD. After 2 minutes the excess solution is drained off the surface. The 

organic solution (TMC + bromoisobutyryl bromide) is then poured onto the soaked 
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polysulfone surface and allowed to react during 10 seconds. The film is dried, washed 3 

times with distilled water and dried under vacuum at 60°C for 12 h. XPS analysis: C 71.3%, 

0 18.5%, N 9.1 %, Br 0.8%. Contact angle: 43°. 

Example 9: Synthesis of ATRP-functionalized TFC polyamide membrane by interfacial 

5 polymerization of m-phenylenediamine (MPD), trimesoyl chloride (TMC) and 5-

chloromethyl isophthaloyl chloride (X) on microporous polysulfone membrane. 

An aqueous solution containing 2% w/v of MPD and an organic solution containing a mixture 

of TMC (0.09% w/v) and of X (0.01% w/v) in cyclohexane are prepared. The polysulfone 

microporous substrate is soaked with the aqueous solution containing the MPD. After 2 

10 minutes the excess solution is drained off the surface. The organic solution (TMC + X) is then 

poured onto the soaked polysulfone surface and allowed to react during 10 seconds. The film 

is dried, washed 3 times with distilled water and dried under vacuum at 60°C for 12 h. XPS 

analysis: C 69.6%, 0 23.1%, N 6.8%, Cl 0.6%. Contact angle: 37°. 

Example 10: Synthesis of NMRP-functionalized TFC polyamide membrane by 

15 interfacial polymerization of m-phenylenediamine (MPD), trimesoyl chloride (TMC) and 

CGX-PR774 (Xlla) on microporous polysulfone membrane. 

An aqueous solution containing 2% w/v of MPD and an organic solution containing a mixture 

of TMC (0.05% w/v) and of XII (0.05% w/v) in cyclohexane are prepared. The polysulfone 

microporous substrate is soaked with the aqueous solution containing the MPD. After 2 

20 minutes the excess solution is drained off the surface. The organic solution (TMC + XII) is 

then poured onto the soaked polysulfone surface and allowed to react during 10 seconds. 

The film is dried in an oven at 80°C for 30 min, washed 3 times with distilled water and dried 

under vacuum at 60°C for 12 h. XPS analysis: C 70.0%, O 21.9%, N 6.6%. 

Example 11: Polymerization of N-isopropyl acrylamide on ATRP Functionalized TFC 

25 Polyamide membranes in presence of sacrificial initiator. 

N-isopropylacrylamide (5 g), N,N,N',N',N",N"-hexamethyl tris(aminoethyl)amine (Me6tren, 

407 mg) is dissolved in 100 ml of distilled water degassed by sparging with N2 during 20 

minutes. CuCI (43.7 mg) and CuCl2 (119 mg) is added and degassing is continued for 40 

minutes. The ATRP functionalized TFC polyamide membrane (Example 8) is placed in a 

30 glass sample vial containing 15 ml of the aqueous solution previously prepared. Methyl 2-

bromopropionate (8 µL) is added to the vial, which is purged by sparging with N2 gas for 1 

minute, then sealed. After 3h of reaction at ambient temperature, the membrane is washed 
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with distilled water during 3 days and dried under vacuum. XPS analysis: C 77.3%, 0 11.3%, 

N 11.3%. Conversion (NMR of bulk solution) 90.0%. 

Example 12: Polymerization of N-isopropyl acrylamide on ATRP Functionalized TFC 

Polyamide membranes in presence of sacrificial initiator. 

5 N-isopropylacrylamide (5 g), N,N,N',N',N'',N"-hexamethyl tris(aminoethyl)amine (Me6tren, 

407 mg) is dissolved in 100 ml of distilled water degassed by sparging with N2 during 20 

minutes. CuCI (43.7 mg) and CuCl2 (119 mg) is added and degassing is continued for 40 

minutes. The ATRP functionalized TFC polyamide membrane (Example 9) is placed in a 

glass sample vial containing 15 ml of the aqueous solution previously prepared. Methyl 2-

10 bromopropionate (10 µL) is added to the vial, which is purged by sparging with N2 gas for 1 

minute, then sealed. After 30 min of reaction at ambient temperature, the membrane is 

washed with distilled water during 3 days and dried under vacuum. XPS analysis: C 74.2%, 

O 13.5%, N 12.3%. Conversion (NMR of bulk solution): 97.2%. 

Example 13: Polymerization of N-isopropyl acrylamide on ATRP Functionalized TFC 

15 Polyamide membranes without sacrificial initiator. 

N-isopropylacrylamide (5 g), N,N,N',N',N",N"-hexamethyl tris(aminoethyl)amine (Me6tren, 

407 mg) is dissolved in 100 ml of distilled water degassed by sparging with N2 during 20 

minutes. CuCI (43.7 mg) and CuCl2 (119 mg) is added and degassing is continued for 40 

minutes. The ATRP functionalized TFC polyamide membrane (Example 8) is placed in a 

20 glass sample vial containing 15 ml of the aqueous solution previously prepared. The vial is 

purged by sparging with N2 gas for 1 minute, then sealed. After 24h of reaction at ambient 

temperature, the membrane is washed with distilled water during 3 days and dried under 

vacuum. XPS analysis: C 75.3%, 0 12.7%, N 12.0%. NMR analysis showed negligible 

polymerization had occurred in the solution. 

25 
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Claims 

1. Amethodforthe prep.aratiOnof afunctlonaiiedthin film composite polyamlde meml:rane ooa mlcroporous stlllslrale 
comprising carrying out on the porous sub!llrate a poJycondensat!Qn reaction of 

a) an aromatlc amine with at least two amine func11one1mes: with 
an aromatic acyl haOde with at le•sl 3 ·C(O)Ci groups; in the presonce ol 
b1) a radical addttion fragmentalfon chain transfer CRAFD control agent or 
b2) an atom transfer radical pol)'me~zallon (ATRP) control agent or 
1>3) a nllroxkle-medialed radical polym<Kizallon (NMRP) control agent haVing a glycidyl functionality. 

2. A melllod for lhe prep:aration of a runctlonanzed lhln mm cornpostte membrare acoordin~ to claim 1 ccns~tlng of a 
conunuoos polyamide layer on a mlcroporous substrate comprlsillg carrying out on the porous substrate a poly· 
condaMation 1 ... ction of 

a) an aromatic amine with at leaSl two amine functionalities; with 
an aromatic acyl halide with at least 3 ·C(O)CI groups; and 
b1) a radical addition fragmentation chain transfer (RAFT) coolrol agent having an acid hnllde functlonaHty. 
b2) an atom trans!er racfrcal polymerization (ATRP) control agent h•vlng an acid halide funcllonaU"/· or 
b3) a nitroxlde-madlated radical polymerization {NMRP) contrOI agent having a glycidyl fun-0tiona~o/. 

3. A method acoordi1111 to claim 1or2 for the preparation of a fum:tfo.-iallzcd thin film composite polyamide membrane 
on a mlcrOJ>C'OUS •ubstrate comprises carrying out on the porous subsir.>te • polyro.1densatlon reaction or 

a) an aromatic amine of formula (I) 

wherein at least two of R10 - R15 are-NH2 end the others are lndepend""tly hydrogo-n or C1-C.all()IJ; 111ijh 
an aromatic acyl halide of f0<mula (IQ 

whoraln at least 3 of R16 -R21 are a group -C(O)CI and the others are lndependenlly hydrogen or C1-c4alkyl: 
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in the presence of 
bl)• RAFT oontrol ogont of formula (Illa) or (lllb) 

R R,, 

[ Jj -l \
22 

(Illa), Z.---ls~R,,[rc1~ (lllb) 
Cl Z, s~R,3 "' 

n R,. 0 n 

or 
b2) an ATRP con~ol agent orformula (IVa) or (IVb) 

or 
b3) a NMRP control agent otformula (Va) or (Vb) 

wherein n is a number from 1 to 4; 
wheroln in formula (Illa) and (lllb) 

(Va), 

tE (!Va), x~x 

R,. 

(Vb); 

Z1 In rormula (Illa) is c~16alkylene, C,-C1 .. lkylene whloh is Interrupted by one or more oxygen atoms or 
phonylono, which all may be oubslUulod by c,-e,alkyl, halogen, cyano, c,.c,alkaxy or c,.c,alkoxycarbonyl; 
Z2 ln formula (lllb) ts hydrogen, chlorine, C1-C 18a1kyl, phenyl, C3-C1cyJoalkyl, C;:rC7c:ycloalkonyJ, 
C,-C7heterocycloall<yl, C3·C,helarocycloalkonyl, C1-C18alkyllhio, phon~thlo, C,.01,phenylalkyfthlo, 
C1·C1aalk.oxy, pltenyloxy, amino, C1·C1e,alkoxycart:onyl, phenyloxycarbonyl, carboxy, C1-C15acyloxy1 benzoyl­
loxy, csrbamo~. cyano, c,,-c18-<lialky~phosphonalo, dipheny~phosphonalo, C1·C1 ,,dlalkyl·phosphlnata, dlphe­
nyl-phosphinato or a polymar chaln having -1 number ;verage degree of fXllymerizaUon in the range of 5 to 
1000; which groups may all be subslltutod by c 1 -c.,a11<y1, halogen. cyaoo, c,-c4allmxy or c 1-c4elkoxycartonyl; 
R,,. R,, and R24 are each lndopendenUy H, halogen, C,-C20 alkyl, c1.c6 cycloalkyl, a polymer chain having a 
nLmbor averago degree of polymerization In the ranges to 1000, C(•Y)R101, C(•YJNR102R103 whore Y may 
be NR1°" or O, R101 is alkyl of rrom 1 to 20 carbon atoms, alkoxy or from 1 lo 20 carbon atoms, ~ryloxy or 
heterocycloxy, R102 and R103 t!fC Independently Hor aik!l'I or rrom 1 to 20 carbon atoms-, or R102 and R103 are 
.fained together to form an alkylene groop of from 2 to 5 carbon atoms, thus faming a 3- lo 6-membered rtng, 
and R104 ls H, straight or branched C1·C,. alkyl or aryl; or 
Rz., R,, and R24 are each Independently CN, C,.C20 alkenyl or alkynyl, oxi'anyf, glyck!yl, aryl, heterocyclyl, 
arallyl, ary~subslkuled alkenyl, where alkyl Is defined ab ow. and alkonyl Is vinyl which may be substituted with 
one or Iv.<> c,.c. alkyl groups and/or halogen atoms, C,-C. alkyl In which from 1 to alt of the hydrogen otome, 
are replaced with habgBn, where 1 or more halogen a1oms are replaced and C1..C6 alkyl substituted wtth from 
1 to 3 substltuenls, S&le<ted rrom the group consisting of C1-C4 alkoxy, aryl, heler<:cyclyl, C(•Y)R 101 • C(•Y) 
NR102R103, oxlranyl and glycldyl; such that no more than two of R22, R23 and R24 are H; 
R25 lsC1...C 18 alkylene, C3-C13 alkylene whJch Is tnterrupt.ed by one or more oxygen atoms, or phenyfene, which 
all moy be ouboUtu!ed by C1·C; olky' halogen, cyano, c,-e. alkoxy, C(=Y)R101, C(=Y)NR102R103 where Y, 
R.101. Rto2 and R103arn a:s defined above; 



wherein In formui. (Na) and (Nb) 
Xis Cl, Br or I; 
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R30 is C1-C1a alkyleno, C:;C18 altylenrtwhlcll is interrupted by one or more oxygen atoms., a phenylcnc, which 
all may be subsUluled by C1-C4 al<yl. halogen, cyeno, C1-D4 alko)()', C(=Y)R101 , C(=Y)NR1.,R103 where Y, 
R1o1, R102 and R1oo are as doflned above; 
R31 and R32 have the same meaning as R22 and R23: 
wherein in formula {Va) and (Vb) 
the R1• are each Independently of one anolher hydrogen, halogen. NOa, cyer..o,· CONR5R6, -{Ro}COOR4• ·C 
(O)-R7, -OR3, -SR8, -NHRa, -N{Ra)i. carbamoyl, dKC,-C1aalkyl)oarbamoyl, -C(=NR,)(NHR,J; 
unsubsliluled c,.c,.alky~ C,-c10a!kenyl, C,.C18alkynyl, C,-Cgphony-.lkyl, c,-e12cycbalkyl or 
C,.C12heterocycioalkyl: or 
C1-C18alkyl, C,..C18aikonyl, C,..C 13 alkynyl, C,-C9phonylalkyl, c 3-c 12cycloalkyl or C,-C12heterocycloalkyl, 
which are substlluted by N02, halogen, ammo. hydrolty, cyano, carboxy, CrC4alkoxy1 C1-C4a!ky~tifo, 
CrC4alkytamino ordl(C1-C4alkyl)amlno; or 
phenyl, nsp11thyl, which are unsubsll!uled or substituted by c1.c4al<yl, C1-C4af<oxy, C1-C4aJkyllhlo, hologen, 
cyano, hydroxy. carboxy, CrC,akylamlno a-dijC1-C11alkYl)amino; 
R.i Is hydrogen, c,-c15alkyl phenyl. an alkali metal calion or a telraalkylammonium cation.; ~ and R6 are 
hydrogen, C1-C 11ialky1, Cz-C18alkyl Whlch Is substi!Uled by at least one hydroxy group er, taken together, form 
a <;-e 1~kylene bridge or a c 2-e12-alkyktrte bridge inlerrupled by at least one O orland NR8 olcrnj 
R7 rs h~'Clrogen, C1·C 18alkyt or phanyl; 
Re is hydrogen, C1-C18alkyl or c 2-C1ealkyl whli:h Is substiluted by at least one hydroxy group; Rg is 
C 1-C1zalky!en~ or a Oirect bond; 
or all R1 form together the re~iclle of e polycycflc cyclooUphaUc ring :system or a polycyclic heterocycloaliphatic 
ria;i systern with at least one df.. or trlvafant nitrogen atom: 
the R2 are tndependently of eaeh other phenyl or CrC6alkyl or tv.'O together vlith thii linking carbon atom form 
a C,-Cs<'Y<'loolkyl g<>up; 
A Is a divalent group required lo form a cycl!c 5-, S. or 7-membered ring and 
R3 ls a rad teal or formuf:a (II} 

~xko ] (II), 
R' m 

\\'herein 
x 1 is phenylene1 naphthylene or blphenytene, Which are unsubsll1uled or subst11u1ee1 by N02, harogen. amino. 
hydro)()', cyano, carboxy. C,-C4alkoxy, C,-C4aikyfthlo, c,.c4alkytammo or dXD1-C,alkyl)omino; 
lhe R' are Independently or each other Hor CH3; 
Dis a group 

o~ 
0 

and 
mis a numbor from 1 to 4. 

4. A methOd acrording to claim 1 to 3 wherein the porous subslrate Is a polymer selected rrom lhe group consisting 
of a polysulfor>e, poJyearbonate, polyprop)'lono, polyamlde end polyoll1er sulfone. 

!5. A melhod SC(:ording to c!aim 3 wherein 
in thearomatlc amine of formula (I} twoof R10 • R.j5 are-NH2 In paraorortho position and the olhers are independently 
hydrogen or C,-C4alky~ 
In Jhe aromatlc acyl halide of fonnula (II) 



3 of R16 -R,, aro • group -C(O)CI 
and the others are independentiy hydrogen or c,-c,alkyl: 
wherein n Is a number from 1 to 3; 
wherein In formula (Illa) and (lllb} 
Z1 In formula (Illa) Is C1-C1 .. lkylone or phanylono: 
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R22 In formula (Illa) Is a llomolytlc leaving group selected rrom the group consisting of C1-C18al<y~ c,.c,.all<anyl, 
Cz·C1ealkynyl; 
Z2 In formula (lllb) Is hydrogen, chlorine, C,-C,.olkyl, phenyl, C1-C;nol<ylthlo, phenynhlo, C,-C1zphenylalkyllhlo; 
R23 in formula (ll1b) is c 1-e 14alkytene or phen)'Jene; 
wherein In formula (IVa) end (IVb) 
X ls Cl, Br or I; 
R:ro Is C1-C10alkylene or phcnylcnc; 
R,1 ard R,, are Independently hydrogen, C1-C16alkyl, c 3.c,,cyc1oalkyl, C3-C.,cycloalkanyl or phenyl; 
whernln tho NMRP control agonlof formula (Vb) is of formula (Ve} 

.J;· 
Y

_...-·O. , . 
,,. N-0 

Y'-o,... \_; 
I\ 

wherein 

o~ 
D Is a group 0 
R' is Hor CH3; 
mis 1, 2 or3; 
Y and Y' are SidependenUy C1-C,.alkyl. C3-C12alkenyl, c0..c12at~nyl, c.-c8cycloalkyl, phenyl, naphlhyl, 
CrCg1>henylalkyt, or 
Y and Y' IC>Jelhor form one ol lhe bivalent groups-C(R'1XR',)-CH(R'oh CH(R'1)-CH,.C(R",)(R',)-, -CH(R',)-CH,.C 
(R'1)(R'oh ·CH2-C(R'1)(R',)-CH(R',)-, o-phenylene, 1.2~cldlexyllden, 
-CH2-CH=CH-CH2• 0< 

wherein 
R'1 IS hydrogen, c,-c,,alkyl, COOH, COO-(c,.c,,)all<yl or CH,OR'4; 
R", and R'o are independently hydr"llen, methyl ethyl, COOH or COQ.(C1·C1,Jalkyl: 
R'4 ls hydrogen, CrC12alkyl, bBnzyl, ora monovalentacyl res.Jduederlved from an allph~tk:. cycloallphatlcoraromattc 
monocarboxyllcacld having up lo 18 carbon atoms. 

6. A melhcd acrordlng ID claim Swheraln Y and Y' loge!har form ono o!lhe bivalent groups -C(R'1)(R',).CH(R':ih CH 
(R'1}-CH2.C{R',)(R'oh -CH(R',J·CH,-C(R'1)(R'0)-. .CH,-C(R'1)(R',).CH(R',J-, <>-pMnYl•ne. 1,2.eydohoxylldon, 
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wheraln 
R' 1 is hydrogon, C1-C1,aJkyl, COOH, COO-(C1-C,,)alkyl or CH,OR",; 
R'> and R" are Independently llYdrOgen, methyl elJ'lyl, COOH or COO-(C1-C1,)alkyf; 
R'4 ls hydrogen, CrC12alkyl. banzyl, ora monovalent acylresltluc derived from anaUphatic. cydooliphatic or aromatic 
monocarboxylfo acid having up lo 18 carbon atoms. 

7. A melhod .accol"Olng lO any i::,feceding cftiim whoreln the weight ratio between the aromatic acyl halklo with at Beast 
3 -C(O)CI groups; and 

b1) a AAFr control «gent er 
b2) ;jiln ATRP oontrol agent a 
b3) a NMRP oontrQI a!jlent havrng a glycidyl runcllonal;ty 

is from 50:1 to 1:5. 

8. A method for the modification or a tunctlonalizt!d lhln film composite potyamide membrane on a microporous St.Jbstrate 
according lo claim 1 or2. comp('jslng pC>lymeri21!lQ on ethy!enic:ally unsati.rated monomer in the presence of a source 
of free radicals and the functi'onallzod thin film cornpo~o polyamlde membrane, resuk11g in the formntlon of polymer 
chains lhal are covalenUy bound to tho thin fllm comix>site membrane. 

9. A method according to claim 8 wherein tho ~thylenlcally unsa!urated rr-0r:omer Is selecl&d rrom the group consisting 
of styrent!, sub!ililuled styrene, conjugated dienos, acrQlei.n, vlnyl acetate, {alkyl)acryllcaclctanhydrides, {alkyl)acryHc 
acid sohs. (alkyl)ocl)11c esters or (olkyl)aCl}'lamld ... 

1 o. A method acoordlog to eta Im 8 wherein the eouroeoffreemdical5 is UV-l!ghl 'ogetherwih a photoinltiator, rradiation, 
electron beam radiation, a redox pair oc heal together with a thermal lnlUator. 

11. A mnthod ac:oording lo c!alrn 8 wllworn the weight ratio of funcHonalzed thln film composite poJyamlde membmno 
lo ethylenically unsaturated monomer is ftom 10:1 to 1:10. 


