
A cover tape for the electronic-part conveyance      comprises at least
four laminated layers of: a substrate; at      least one layer of a base
coating layer and an intermediate  5  layer, provided on the substrate; an
adhesive layer, provided      on the at least one layer of the coating
layer and the intermedi ate      layer; and a conductive layer formed on at
least one of the      rear surface of the substrate and the front surface
of the      adhesive layer by deposition.  10    


