
Individual packages for absorbent articles that are flushable and water
dispersible are disclosed. The flushable individual wrapper for an
absorbent personal hygiene device comprises at least one of the following
materials; a tissue; a collagen film; a water dispersible thermoplastic
film; and a nonwoven material. The individual wrapper can be made of a
laminate material selected from the group consisting of: thermoplastic
films and tissues; collagen films and tissues; thermoplastic films and
nonwoven materials; and collagen films and thermoplastic films. In several
embodiments, the absorbent article and the wrapper for the absorbent
article are both flushable separately or in combination, and when flushed,
the wrapper or the combination of the absorbent product and the wrapper
will clear the toilet.    


