
ADHESIVE COMPOSITIONS AND METHODS OF MAKING THE SAME ABSTRACT Provided are
methods for preparing agglomeration resistant particles composed of tacky
polymer compositions. The method includes the steps of providing particles
of the polymer composition at or above the glass transition temperature of
the polymer composition, increasing the tackiness of the polymer
composition particles by contacting the polymer composition particle with a
first fluid at an elevated temperature, while the polymer composition
particles are in contact with the first fluid, contacting the polymer
composition particles with an antiblock composition, and separating the
polymer composition particles from the first fluid. These methods at least
partially coat the polymer composition particles with the antiblock
composition. Fig. I 


