
The present invention relates to an aqueous conductive polymer thick
film-forming composition comprising a water-soluble thermoplastic polymer,
a polymer dispersion in water, a glycol drying-retarder agent, an
electrically conductive amount of conductive metal and/or carbon particles
and water. The composition in the production of a highly printable
conductive thick film ink.    


