
The present invention relates to a process for
preparing a non-woven cellulosic structure comprising
the steps of extruding continuous filaments from a
cellulosic solution; passing the extruded filaments
through a regenerating liquid to attenuate the
filaments and laying the attenuated filaments into a
web and to the non-woven cellulosic structure prepared
therefrom. 




