
A method for the electrophoretic application of a
polymeric coating to an object having an elongate
portion on a continuous belt, comprising the steps of
positioning the object to engage a retaining member,
the retaining member engaging the continuous 



belt such that a retaining portion on the retaining
member releasably retains the elongate portion of the
object to the belt; conveying the continuous belt with
a drive mechanism; and coating the object on the
continuous belt. 


