
The object is to provide a polypropylene film which can be suitably used as
a food packaging material, which does not develop irregular patterns, such
as orange peel, on the film surface due to retort sterilization process. A
polypropylene film is provided which comprise as main components: (1) a
propylene-a-olefin block copolymer (I) in an amount of 85 to 98% by weight
which has (a) a polypropylene block in an amount of 95 to 70% by weight and
(b) an elastomer block of a copolymer of propylene and an a- olefin of
C[err] to C[err] (except for C[err]), in an amount of 5 to 30% by weight
and (2) an ethylenic copolymer elastomer in an amount of 15 to 2% by weight
which is a copolymer of ethylene in an amount of 90 to 70% by weight and an
a-olefin of C3 to C12 in an amount of 10 to 30% by weight.    


