
Disclosed is a composition containing a siloxane
grafted polymer obtained by combining an organosilica
sol, a fluororesin or acrylic resin, and a siloxane,
and/or a room temperature glass coating agent.  Also
disclosed is a melamine 



decorative board having a surface provided with a
low-refractive-index layer which is composed of a
cured product of the composition. 


