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providing a front plate and a plurality of cells, laying the front plate 

and the plurality of cells sequentially, laying a first adhesive layer 

between the front plate and the at least two cells, and pre-curing 

the first adhesive layer

forming a plurality of cell strings by connecting the plurality of 

cells through a plurality of solder strips after the first adhesive 

layer is pre-cured

providing a second adhesive layer and a back plate, laying the 

second adhesive layer and the back plate sequentially on the 

plurality of cell strings, and curing the second adhesive layer, so 

as to form the photovoltaic module
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FIG. 2 
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FIG. 4 
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FIG. 5 
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FIG. 6 
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FIG. 7 

 


