
This invention provides a cure promoter composition
with suppressed solids forming tendencies. The
composition is formed from components which prior to
use in forming the composition are comprised of: a)
N-methyl-N-(2-hydroxyethyl)-p-toluidine or
N,N-bis(2-hydroxyethyl)-p-toluidine, or both; and b)
at least one liquid monomelic ester of acrylic acid
and/or at least one liquid monomeric ester of
methacrylic acid; a) and b) being proportioned such
that the a):b) weight ratio is in the range of about
50:50 to about 99:1. 


